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In the present vestigation of damping characteristics of metal matrix composites, the
objectives were to:I

1) Develop an umderstanding of energy dissipation mechanisms in Gr/.Al composites,
2) Characterize fiber/matrix interface structure,
3) Define the role of interfaces in damping, and
4) Identify and evaluate potential high damping metal matrix composite

To acc~1ish these objectives, initially damping measueent techniques were established
to obti reproducible and reliable test data of Gr/Al composites. These data obtained
at different frequency and strain ampitude levels, were analyzed to develop an under-
stmuim of damping mechanismzs in Gr/Al composites. 'Doping at low strain aplitudes
(<(10-5 mas nearly constant, but at intemediate strain levels damping increased with
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d-pIdee, dislocation, substrutue, intercalation, centrifugal casting, acoustic
emission, damping test techiques.

19. (Continued)

incesing strain amplitude. Dta analyses indicated that fiber, mtrix and interfaces,
each contributed to the damping response of Gr/Al cmposite. Fiber-mtrix interfacial
regions were emined by TEN to determine the natue of bond and dislocation substructure.
The role of interfaces in damping was further exwiznd by acoustic emission (AE), Moire
interferaetry and stress pattern mlysis by themal eissin (SPATM) techniques.

Based on the data analysis and understanding of damping echanisms, cast Cr/Mg - 0.6t Zr
and Gr/Mg It Ma composites were identified as high dmzping WC primarily because of
enhanced eergy dissipation ics of matrix alloys. Flat plates of these
Gr/Mg cmposites were cast and test specims were prepared to measure damping at
different frequency, tmpa nd , strain amplitudes. A few of the specimens were
also heat treated to o e grain size because dp~ing in I alloy increases with
increasing rain size. Damping respose of both as-cast and heat treated Gr/Mg
composites as V fition of vibrationl strain alitude was s4mila to Gr/Al. At low
strans (<10-) measured specific _daing caait of Gr/It was bewmeen 1-3%, and at
inteediate straiLns varied between 3 to% 7. t: of damping capacity was limited,
as the grain size in the marix alloy could not be increased high enough (because of
interfiber spacing) to yield maxduz damping contribution fram the Ng matrix alloy.

'The damping behavior of Gr/tg cposites, and the characteristics of interface structure
are described In this report. To provide the background, mjor features of previous
work related to the deelonent of reliable test techniques and damping mechanisms of
Cr/Al composites have also bee Included. Also included during this study of damping
characteristics of * were tasks related to residual stress measurents and centrifugal
casting of high damping Gr/Mg tubes.
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. CHAPTER 1.0
INTRODUCTION

Advanced metal matrix composites (MMC) with attractive mechanical and physical properties are

candidate structural material for large space structures (LSS). A critical design concern for LSS is
suppression of vibrations, caused by onboard and hostile threat-related disturbances during acquisi-

tion pointing and tracing (APT) phases of maneuvering. Various active and passive control mea-

sures can be incorporated in the designs of such structures (Fig. 1.0-1) to damp vibrations and
achieve dynamic dimensional precision in space missions (Refs 1, 2, and 3]. In active control mea-
sures, the role of material and structural damping is generally omitted, although passive control
measures via enhanced material damping would improve the dynamic stability of a system (Fig 1.0-

2). If the inherent material-damping capacity of metal matrix composites can contribute significant-

ly to passive control methodology (Fig. 1.0- 1), then it will lead to reduction in weight and improved
performance of LSS. Preliminary investigation by Misra and LaGreca indicated that graphite alu-

minum (GrIAl) and graphite magnesium (Gr/Mg) composites exhibit higher damping than a matrix
alloy [Ref 4]. From the mechanism point of view, it was suggested that interfaces play a dominant

role in the damping behavior of metal matrix composites.

Damping in Space Structures i

A v Contro I  I Pasive, ControlsI

Material and Structural Damping

Material Joints and Structural
Damping Fittings FrictionalDamping

Figure 1.0-1 Vibraional Control in Space Structures
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Figure 1.0-2 Role of StructWn Damping in Reducing Total Settling Time During the Maneu-
vering of an Earth Observation Spacecraft (EOS)

Therefore in the present investigation of damping characteristics of metal matrix composites, the

objectives were to:

1) Develop an understanding of energy dissipation mechanisms in Gr/Al composites,

2) Characterize fiber/matrix interface structure,

3) Define the role of interfaces in damping, and

4) Identify and evaluate potential high damping metal matrix composite.

To accomplish these objectives, initially damping measurement techniques were established to

obtain reproducible and reliable test data of Gr/Al composites. These data obtained at different fre-
quency and strain amplitude levels were analyzed to develop an understanding of damping mecha-

nisms in Gr/Al composites. Damping at low strain amplitudes (<10-5) was nearly constant, but at
intermediate strain levels damping increased with increasing strain amplitude. Data analyses indi-. cated that fiber, matrix and interfaces each contributed to the damping response of Gr/Al composite.
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. Fiber-matrix interfacial regions were examined by TEM to determine the nature of bond and dislo-
cation substructure. The role of interfaces in damping was further examined by acoustic emission
(AE), Moire interfermetry and stress pattern analysis by thermal emission (SPATE) techniques.

Based on the data analysis and understanding of damping mechanisms, cast Gr/Mg - 0.6% Zr and

Gr/Mg 1% Mn composites were identified as high damping MMC primarily because of enhanced
energy dissipation characteristics of matrix alloys. Flat plates of these Gr/Mg composites were cast
and test specimens were prepared to measure damping at different frequency, temperature and strain
amplitudes. A few of the specimens were also heat treated to obtain large grain size because damp-
ing in Mg alloy increases with increasing grain size. Damping response of both as-cast and heat
treated Gr/Mg composites as a function of vibrational strain amplitude was similar to Gr/Al. At low

strains (:10-6), measured specific damping capacity of Gr/Mg was between 1-3%, and at intermedi-
ate strains varied between 3 to 7%. Enhancement of damping capacity was limited, as the grain size
in the matrix alloy could not be increased high enough (because of interfiber spacing) to yield maxi-
mum damping contribution from the Mg matrix alloy.

The damping behavior of Gr/Mg composites, and the characteristics of interface structure are. described in this report To provide the background, major features of previous work related to the
development of reliable test techniques and damping mechanisms of Gr/Al composites have also
been included. Also included during this study of damping characteristics of MMC were tasks relat-
ed to residual stress measurements and centrifugal casting of high damping Gr/Mg tubes.

1.1 SUMMARY OF RESEARCH EFFORT

During the determination of dynamic response of graphite-reinforced metal matrix composites, sig-
nificant accomplishments were made in the following tasks of measurement and analyses of damp-
ing. The accomplishments of each task are summarized below while details are presented in the

subsequent chapters:

ink Thtt £bagt
1 Damping Test Techniques 2.0
2 Damping of Gr/Al Composites 3.0
3 High-Damping Magnesium Alloys 4.0
4 Damping of Or/Mg Composites 5.0. 5 Effect of Heat Treatment on Damping of Gr/Mg 6.0
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. 6 Role of Residual Stresses in Damping of Gr/AI 7.0

7 Acoustic Emission Analysis of Metal Matrix Composites 8.0

8 High-Damping Graphite Fibers 9.0
9 Interfacial en i o of Metal Matrix Composites 10.0
10 Damping Test Data Comparison: Interlaborato Testing 11.0

After identifying Gr/Mg as a potntially high damping metal matrix composite, the next logical step
was to fabricate structural components. Consequently, the final task of this investigation was

TILk M Chapte
11 Development of Centrifugal Casting Techniques to Fabricate Gr/Mg Tubes 12.0

1.1.1 Damping Test Techniques

In general, an overall choice of test techniques should bear a relationship to the stress state, frequen-
cy, specimen geometry, and temraMure to be encountered in the material application. Damping test. data can be expressed in many different parameters which are interrelated at low damping values.
Although no single test method can be used to obtain material damping data over a wide frequency

and strain amplitude range, it must be recognized that a common (fundamental) measure of damping

can be agreed upon by investigators in various disciplines. Such a measure will reduce confusion
and lead to a systematic approach of comparing damping data of a structural material.

A thorough understanding was developed for the damping nomenclature and the background for
each test method. A variety of damping test techniques were evaluated for use with metal matrix

composites. Flexural, extensional, and torsional modes of vibration were employed to measure the
damping as a function of frequency, strain amplitude, and temperature. Extraneous energy losses
were eliminated or minimized to enhance the reliability of each test technique. At low strain ampli-
tudes (e 5 10-5), damping values of MMC from each of the test techniques provided damping data

that were compatible. Techniques were developed to obtain data at intermediate strain amplitudes.

1.1.2 Damping of Gr/AI Composites

Reliable damping measurements of unidirectional single-ply P55Gr/6061AI composites were. obtained by three different test techniques: free-free flexure, clamped-free flexure, and tension-ten-
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. sion fatigue. Both flexural and extensional mode tests were conducted at 1 x 10-6 - 800 x 10-6

strain levels within 0.1 Hz and 150 Hz frequency range.

Damping response of Gr/Al indicated that beyond a critical strain amplitude, damping increases
with increasing strain amplitude. In the strain amplitude independent region, the measured damping
capacity is consistent with the values predicted by the moduli-weighted rule of mixtures for damp-
ing (Hashin Theory). Extensional mode test data of Gr/Al were also analyzed in terms of the Grana-

to-Lucke (G-L) model which is based on energy dissipation due to oscillatory dislocation motion.
Strain amplitude dependence is also predicted by this model as a result of dislocation breakaway
from minor pinning points. Mobile dislocation density predicted by G-L analysis (- 1012 1/m2) was
also consistent with the measured average dislocation density (4 x 10 4 1/4m2) obtained from various
TEM images of the interfiber matrix regions. These dense dislocation networks have been attribut-

ed to differential contractions between the fiber and matrix, and the attendant residual stress state.
Both test results and analyses indicate that damping characteristics of Gr/Al are influenced by con-
tributions from fiber, matrix, residual stress state, and the associated dislocation substructure near

the fiber-matrix interface.

. 1.1.3 High Damping Magnesium Alloys

Based on the damping data of Mg alloys in the literature, Mg-l.6% Zr, and Mg-I% Mn were select-
ed as a high damping matrix for the composite. The damping capacity of these alloys varies
between 30% - 80% at different strain levels and frequencies. It was recognized that their high
damping was associated with a large equiaxed grain size (k 20 pm) microstructure obtained by a
casting process. If such a matrix microstructure could be retained in the cast composite, then the
damping contribution from matrix will result in a high damping Or/Mg composite.

1.1.4 Damping of Gr/Mg Composites

Damping measurements of pitch 55 graphite fiber reinforcement in high-damping Mg-0.6%Zr
(KIA) and Mg-l.0%Mn (MIA) alioys exhibited a transition from strain amplitude independent to
dependent response at strain levels above 10-6. Damping measurements of these materials in the
strain amplitude independent region as a function of temperature indicated a contribution from a
phase transformation between rhombohedral and hcp structures in the graphite fiber at 200K (-
99.4F). Above room temperature, the temperature dependent damping response was typical of that
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. found in the matrix alloy alone. Comparison of predicted and measured composite damping capaci-

ty at low strain amplitudes yielded an in situ matrix damping contribution of 9% which was substan-
tially lower than the damping capacity of cast Mg alloys. Low in siu matrix damping in the com-
posite could be attributed to the fine grain strcture near the fiber-matrix interface.

The strain amplitude dependent response was explained in terms of the Granato-Lucke (G-L) model,
suggesting that dislocation damping is the likely energy dissipation mechanism. Also, mobile dislo-

cation densities predicted by G-L theory were consistent with the average dislocation densities mea-
sured from various transmission electron micrographs near the fiber-mautrix interface. The strain

amplitude dependence also predicted the presence of the damping peaks, and gave a reasonable
approximation for the dislocation loop length. After substitution of appropriate material constants, a

four to five order of magnitude lower mobile dislocation density was observed than that measured

by TEN which was explained by the limited slip systems for dislocations in hcp metals, and conse-
quently, the small percentage of total dislocations that are mobile under a low applied stress.

1.1.5 Effect of Heat Treatment on Damping of Gr/Mg

. Damping measurements of as-cast [O]s P55Gr/Mg-0.6%Zr (Gr/KIA) and P55Gr/Mg- I.O%Mn
(Gr/MIA) composites exhibited a transition from swain amplitude independent to dependent damp-
ing at about e = 106. Damping of the Gr/KIA and Gr/MIA composites were higher than those

measured for Gr/Al under similar circumstances. Unlike [0"1 P55Gr/6061A specimens tested earli-

er, the Gr/KiA and Gr/MIA specimens possessed a peak in the strain amplitude dependent damp-

ing.

From the strain amplitude independent region, it was determined that the matrix contributed only
3.1% of the total specific damping capacity (4r) for the Gr/MIA specimens, although damping val-

ues in the literature for these alloys were as high as V = 30%. Metallographic analysis of these
materials indicated that the grain size of the matrix was as low as 2 pim, whereas the high damping

exhibited in the literature was for a grain size in excess of 20 pn. Therefore, Gr/Mg specimens
were heat treated to increase the matrix grain size, thereby enhancing the contribution of the matrix

to the total damping.

Prior to damping measurements, both Gr/M1A and Or/K1A were heat treated at 4507 for 6 hours,
and at 800"F for 4,8, and 16 hours in an argon atmosphere, foilowed by an oven cool. Damping test. data analysis indicated that strain amplitude independent contributions from the matrix increased as
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. a result of heat treatment (3.59% and 6.24% for 450F, 6 hr and 800T, 4 hr heat treatment respec-

tively). Further heat treatments at 800"F for longer durations did not result in any significant

increase in damping, although micrographs indicated a coarsening of elemental precipitates in the

matrix.

Data analysis of the strain amplitude dependent damping of heat treated Gr/Mg indicated the strain

amplitude dependent damping can be described by the Granato-Lucke theory of dislocation

damping. Strain amplitude dependence is modeled by a dislocation breakaway from minor pinning

points. Average dislocation loop length (I.) between minor pinning points increased systematically

with longer heat treatment (3.57 x 10-' m, 4.76 x 10- i, and 17.4 x 10-8 m for as-cast, 450T, 6 hr

and 8007, 4 hr heat treatment respectively). Approximate predicted values of mobile dislocation

density was on the order of 6 x l0O 1/m 2, which was far lower than the average dislocation density

observed in various TEM images of 1014 1/m2- This large difference can be attributed to the limited

slip systems in hcp structure materials, consequently limiting the number of dislocations that can

become mobile in response to an applied cyclic stress.

.1.1.6Role of Residual Stresses in Damping In Gr/AI

Damping measurements of as-fabricated unidirectional P55/6061 Al specimens indicated that

beyond a critical strain amplitude, damping increased with increasing strain amplitude. Data analy-

sis in terms of Granato-Lucke theory, combined with transmission electron microscopy observa-

tions, suggested that movement of dislocations in the tangled networks near the interfaces was the

operative energy dissipation mechanism at these strain levels. These dense and tangled dislocation

networks were associated with the thermal residual stresses that are generated by the differences in

thermal expansion of graphite fiber and aluminum matrix.

Residual stress state near the fiber-matrix interface was modified by appropriate heat treatment pro-

cedures. As-fabricated Gr/Al specimens subjected to cryogenic quench treatment to relieve residual

stresses through yielding showed the disappearance of strain amplitude dependent damping when

measured both by piezoelectric composite oscillator and uniaxial tension-tension cycling test meth-

ods. When the stress-relieved specimens were heated to diffusion-bonding process temperature

(588eC) and slowly cooled to room temperature, their damping response exhibited the reappearance

of strain amplitude dependent behavior at strains below 4 x 10-4. A tensile component of residual

stress along the axis of vibration induces strain amplitude dependent damping response at stress lev-

els much lower than those observed in stress-relieved specimens. These observations of as-fabricat-
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Oed and heat treated Gr/A1 indicated that residual stresses play a significant role in the damping

behavior of composites.

1.1.7 Acoustic Emission Analysis of Metal Matrix Composites

Acoustic emission (AE) technology has been utilized to monitor the initiation and progression of

damage in Gr/AI and Gr/Mg composites. During tensile loading, operative damage mechanisms

include matrix yielding, interfacial degradation, and fiber breakage. A low amplitude AE rms volt-

age peak which appears immediately after loading was indicative of matrix yielding and interfacial

degradation. Initiation of this peak in Gr/AI composite wires at low loads was possible because of a

static tensile preload contributed by residual stresses. A higher amplitude rms peak was attributed to

fiber breakage. This two-peak behavior changed dramatically as damage was introduced into the

specimens by shear deformation, where the event rate increased by virtue of the weaker fiber-matrix
interface. Fiber breakage was virtually eliminated as an AE mechanism as evidenced by the elimi-

nation of the second, high amplitude peak.

.Residual stresses are an important aspect in metal matrix composites because they affect their

mechanical and dynamic behavior. Because AE mechanisms in metal matrix composites are stress-
activated, phenomenon such as residual stresses near the fiber-matrix interface can affect AE

response of deformation mechanisms. By using a reproducible AE mechanism such as matrix yield-

ing, attempts were made to quantify the amount of residual stresses in the composite. Estimated

residual stress values for the (0] P55Gr/6061AI system ranged from 35.2 MPa to 124.8 MPa (5.1
ksi to 18.1 ksi), depending on matrix temper (6061-0 or 6061-T4 respectively). The higher range of

residual stress values agree well with results from the literature. Similar analysis of the [0]
P55Gr/Mg-0.6%Zr (Gr/K1A) resulted in a residual stress value of only 24.6 MPa (3.53 ksi). These

experiments suggested that AE analysis can be used to provide a reasonable estimate of residual

stresses in metal matrix composites where yielding of the matrix alloy produces a distinct AE signa-

ture.

1.1.8 High Damping Graphite Fibers

An increase in fiber damping would provide a significant contribution to the total damping of a

graphite fiber reinforced metal matrix composite because the fibers are sites of the highest strain

energy. Preliminary experiments have indicated that intercalated (brominated) graphite fibers exhib-
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S it an order of magnitude increase in damping when compared to as-processed pitch fibers. Bromi-

nated pitch fibers were plated with electroless nickel at Martin Marietta in an attempt to seal the
intercalants at low temperatures prior to preparing precursor wires. Damping capacity of the plated-
intercalated fiber was measured in the flexural test setup at NASA Lewis Research Center. Prelimi-

nary test measuremet at different temperature indicated that baseline damping capacity of coated
fibers were comparable to unint fibers, and still showed the characteristic peak at about -
701C. The low damping could be due to the nickel sheath which experiences the maximum strain
during flexural vibration. Also, it is likely that residual intercalant level in the coated fiber is less
than as-brominated fiber, if the intercalant can escape slowly even at 100°C. Therefore, to exploit
the high damping of intercalated fibers in a composite, innovative methodologies must be developed

to seal the carrier species within the fiber, before incorporation into a metallic matrix.

1.1.9 Interfacial Chamcterization of Interfaces in Metal Matrix Composites

Fiber-matrix interfaces in metal matrix composite include voids, impurities, second phase precipi-

tates and dense dislocation substructure. These interfacial features could also provide various

* sources of vibrational energy dissipation during cyclic loading.

Interfacial regions in diffusion bonded Gr/Al and cast Gr/Mg composites were successfully exam-
ined by transmission electron microscopy. Various TEM images revealed the nature of interfacial
bond, where the fiber coating was far more adherent to the matrix as compared to the fiber, during

interfacial separation or debonding. Interface region in both composites also revealed dislocation
substructure which are associated with residual stresses generated due to differences in thermal
expansion between fiber and matrix during composite processing conditions. In Gr/Al composite,

these dislocations have the characteristic Burger's Vector a/2 [110] for the face centered cubic Al
system, and the dense tangled networks are made of the different variants. Near the interface in
Gr/Mg composite, dislocations are generally linear and correspond to available basal slip systems in
hcp Mg matrix. Dislocation density measurements were made using the weak beam imaging tech-

nique, and an average dislocation density in Gr/Al was 4x1014 1/m 2 and Gr/Mg composites between
1.6x10 13 and 1.6x1014 1/m2. These measurements of dislocation density indicate that enough
mobile dislocations are present to contribute to the damping mechanisms (Granato-Lucke model) in

each composite.
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. 1.1.10 Damping Test Data Comparison: Interlaboratory Testing

Damping capacity of MMC at low strain amplitudes is quite small. Therefore, extraneous losses
during the damping measuement must be minimized to obtain reliable data. Damping measure-
ments of test specimens from the same Gr/Al and Gr/Mg panes were performed at five different lab-
oratories that are inveved in determining the dynamic response of metal matrix composites. These
measurements were performed within the frequency range (16 < f < 2500 Hz) and strain amplitude
range (1 x 10-6 - 200 x 10-6). At low strain levels when damping is a function of temperature and
frequency only, measured values from all of these test sites were in excellent agreement.

1.1.11 Development of Centrifugal Casting Techniques to Fabricate Gr/Mg Tubes

Fabrication processes such as diffusion bonding, pultrusion and filament winding-vacuum casting
have been successfully used to produce 1-3 in. dia. 50-in. long tubes. But any scaleup to produce
ar tubes from these will be very tedious and expensive. Therefore, a fabrication process combin-

ing two well established technologies: 1) filament winding and 2) centrifugal casting was evaluat-. ed because it has potential to produce large tubes using state-of-the-art equipment.
Laboratory scale experiments were conducted to demonstrate the feasibility of fabricating tubes by
filament winding-centrifugal casting (FWCC) process. Filament wound P55 fiber tubular preforms
were placed inside a centrifugal mold setup that was held on a lathe machine for mold rotation. In
each casting experiment, Gr/Mg tube had various regions that showed excellent matrix infiltration
and in the remaining tube fibers were trapped between the molten magnesium. The visual and
microstructural observations indicated that if binder was completely removed without any degrada-
tion of coating, and optimum combination of melt superheat and mold-preform temperature was
maintained then the casting showed good matrix infiltration. With an improved design to preheat
the preform under the protective atmosphere, good matrix infiltration could be attained in the entire
tube. Therefore, the observations of well infiltrated regions in the cast tube demonstrate that fila-
ment winding centrifugal casting technique could be developed to produce large Gr/Mg tubes.
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. CHAPTER 2.0
DAMPING TEST TECHNIQUES

Internal friction, or damping, has been used to study the inherent vibrational energy dissipation due

to microstructural and micromechanical phenomenon in materials for many years. Consequently, a

number of test techniques have been developed to measure damping in test materials, all of which

require the vibration of the specimen. Each technique has particular frequency and vibratory strain

amplitude ranges, and damping can be measured either during free decay or during a continuous

driving force at a given frequency and/or strain amplitude. Because damping is often measured in
different modes of vibration, namely 1) extensional, 2) torsional, and 3) flexurdl, careful attention

must be given to the data from each test in order to obtain valid data comparison.

2.1 MEASURES OF DAMPING

Internal friction, or damping, is the inherent ability of a vibrating material to convert its vibrational

* energy into heat, even when the material is isolated and energy losses to its surroundings are negligi-

ble. A phase lag always exists between an applied stress and the resultant strain, and as such, energy

is dissipated in the complete stress cycle. Such dynamic hysteresis at low stress levels has been

explained in terms of anelasticity, in which Hooke's law is extended to include time as a variable in

the stress-strain relationship, and modulus of elasticity is expressed as a complex quantity.

It has been established [Ref 2-1-2-6] that fundamental mechanisms which lead to energy dissipa-

tion involve changes in the atomic configuration from a nonequilibrium state to an equilibrium state
under an applied stress. Damping, as an engineering property, is used in the analysis and design of

machines and structures subjected to cyclic loading conditions. Dynamic test measurements have

also been used as a nondestructive inspection tool, based on empirically-observed correlations

between damping and other material properties, such as hydrogen embrittlement, fatigue, and creep.

Experimental results have been expressed in terms of various parameters used as a measure of

damping which can be confusing to a reader unfamiliar to damping terminology, to understand the

engineering significance of quantitative results. Though the significance of having common termi-

nology in this field has been suggested by various investigators [Ref 2-3,2-7,2-8], no specific mea-

sure has been agreed upon as yet. Almost all of the measures of damping are uerived from the

response of linear mechanical systems consisting of a dashpot in parallel with a totally-elastic spring
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O having a single degree of freedom. These mathematical models lead to the definitions of various

measures of damping which are described below.

2.1.1 Logarithmic Decrement (8)

In terms of the logarithmic decrement, or log decrement, the damping is defined in the following

manner

i) In(2-1)

where ai and aj are the peak displacement, velocity, or acceleration in th4 ith and jth decay cycles.

Thus, greater the damping of the material, the more rapid the vibratory decay.

2.1.2 Complex Modulus (E*), Loss Angle (0), and Loss Factor (TI)

* The modulus of a material is a complex quantity (E*) that can be described in terms of its real (ER)

and its imaginary (E') parts in the following manner.

E* = ER + iE. (2-2)

Its loss angle 0 and loss factor v are related to the complex modulus in the following manner

E* = ER ( 1 + iii) (2-3)
Tj = EVER = tan 0 (2-4)

ER is known as the storage, or elastic modulus, as it is related to the stored energy per unit volume,

and El is defined as the loss, or dissipation, modulus because it is related to the energy dissipation
per unit volume [Refs 2-1,2-2, and 2-3].

2.1.3 Half-Power Bandwidth (Af)

Damping may also be described in terms of the breadth of the resonance peak at half maximum

intensity (Af) as shown below
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Q-l= I/Q=(f 2 -fl )/fn= A f/f 0 . (2-5)

where f. is the associated resonant frequency.

2.1.4 Specific Damping Capacity (V)

The specific damping capacity is defined as the ratio of energy lost (AW) to the maximum vibra-

tional energy stored (W) per cycle per unit volume, i.e.

= AW/W. (2-6)

2.1.5 Relationship Among Damping Parameters

As described earlier, a number of terms have been used to describe material damping. Often these

quantities may be interrelated, provided that the magnitude of the material damping is small (i.e.

tan 5 ,0.1 where u a phase, or loss angle between the applied stress and resultant strain) which is

often the case with most metallic materials. Material damping may be described in the following

manner.

&X = 11 = tan - EE R = Q-1 - V/29 = AW/2XW 4 (2-7)

where: 11 a loss factor,

Q a quality factor,

8 z log decrement,
V z specific damping capacity,

AW a energy lost per cycle,
W a energy stored per cycle, and

m damping ratio.

An additional parameter, the damping ratio has been included which is defined as the ratio of actu-

al damping coefficient to the critical one. The terms , AW/W, and vi are quite often expressed in

percentages. Therefore in quantitative terms, 1.0% specific damping capacity ( ) is equivalent to. 0.079% damping ratio (0, 0.00159 loss factor (rI) and inverse quality factor (Q').
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2.2 EXPERIMENTAL PROCEDURES

Damping can be measured by various experimental techniques, but no single method can be used to
meas-re d aping over the entire frequency range 10-3 - 1010 Hz. Experimental procedures and
there limitations are well documented in the literature Ref 2-1-2-3, 2-8-2-10]. Material damping is
primarily a low energy loss process. Therefore, the major problem in measurement involves extra-
neous energy losses in the apparatus because of support friction, air drag, acoustic radiation, trans-
ducer mounting, and wire movement. In all of the damping measurements, the specimen support
and the method for driving and measuring specimen vibration play an extremely important role.
The various experimental techniques for the determination of material damping are described below:

2.21 Decay of Free Vibration

In this test, a specimen is excited in a desired resonant vibratory mode by some means. Once the
desired mode has been established, the excitation device is cut off and the ensuing free vibration
decay is measured by a transducer to determine damping in terms of logarithmic decrement (8). The.decay test can be conducted in extensional, flexural, or torsional modes of vibration.

2.2.2 Resonant Dwell Test

In this technique, a double cantilever beam specimen, clamped at its midpoint (base), is excited at

resonance by a sinusoidal force, normally supplied by an electrodynamic shaker. The loss factor (TI)
is related to the ratio of measured base amplitude (a.) to tip amplitude (at) at a resonant mode.

2.2.3 Haff-Power Band Width Technique

This technique is also a forced-vibration technique. In recently-developed Random and Impulse
excitation techniques [Ref 2-11], all resonant frequencies are excited simultaneously, as compared to
resonant sine-dwell techniques in which each mode is excited individually. These techniques make
use of a frequency-domain transfer function of a material specimen which is found from the ratio of
the Fourier transforms of excited and response signals via a fast Fourier transform (FFT) analyzer.
The purpose of the FFT is to convert a time domain signal into a combined real and imaginary rep-

resentation of the signal in the frequency domain. A typical transfer function shows several reso-
nant peaks and the loss factor (n) is obtained with the half-power bandwidth technique
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T = Af/fn (2-8)

where Af is the bandwidth at half-power, and fn is the resonant frequency of the nh mode.

2.2.4 Hysteresis Measurements

In this method, a test specimen is loaded cyclically in the extensional mode at subresonant frequen-

cies (< 20 Hz). The specific damping capacity (Vt) is determined from the measured hysteresis loops

as the ratio of energy dissipated per cycle (AW) to the energy stored (W) at maximum vibratory dis-

placement.

2.2.5 Wave Propagation Techniques

The basic premise behind this technique is that the amplitude of a wave propagating at the speed of

sound in a material will diminish as a result of material damping. These test techniques consist of a. drive transducer that supplies an ultrasonic pulse to a material, and a gage transducer that monitors
the wave as it exits the material. Both pulse and continuously-driven configurations are possible;
the most common of continuously-driven systems is the piezoelectric composite oscillator tech-
nique.

2.3 DESCRIPTION OF TEST

Five testing techniques have been utilized in this investigation, namely a) clamped-free flexure, b)
free-free flexure, c) uniaxial tension-tension cycling, d) piezoelectric composite oscillator, and e)

torsional pendulum. Figure 2.3-1 illustrates the relationship between these test techniques as a func-
tion of temperature, strain amplitude, and frequency. Table 2.3-1 contains the operational parame-

ters for each of these test technique. In this section a detailed description of damping test techniques

in each of the three vibratory mode categories will be given.
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Figure 23-1 Re&Jienship Between Vrious Test Techniques as a
Function of Frequency, Temperaturv, and Strain Amplitude fRef 2-12]

Table 2.3-1 Operational Parameters of the Damping Techniques Used in This
investigation

TetTcnqeMode of Frequency Strain Amplitude
Tet ecniueVibration Range (Hz) Range

Clamped-Free Flexcure (CFF) Flexuralt 10-1000 5 X104_5 X10 4

Free-Free Flexure TFF) Flexuralt -c 20 4 x10'- 2 x10
Uniaxial Tension-Tension Cycling OMTC) Extensionsl 0.1 -10 3 x 104 -5 x 10'

Plezoelect Composite Oscillator (PCO) Extensional 80,000-10,000 10 - 10-1

Torsional Pendulum Torulonalt -C 1 10.

t n Vwum
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. 2.3.1 Flexural Damping Test Techniques

One of the most common vibration modes used to measure the damping is flexure. Both free-decay
and forced oscillation techniques are possible in flexure mode, thereby allowing a wide range of

tests to be conducted. Also, data acquisition from flexural techniques can be be simpler than other

techniques, thereby making it one of the most favored vibratory modes for testing. Difficulties with

flexural tests include 1) inherent parasitic energy losses at the specimen support(s), 2) energy dissi-
pation from aerodynamic drag, and 3) nonuniform strain (stress) amplitude distribution throughout
the specimen. Any noble attempt at using flexural mode test techniques must address each of these

concerns, as well as other related problems with the particular chosen apparatus.

Two flexural test techniques were chosen for investigation, namely 1) clamped-free flexure and 2)
free-free flexure. Both methods were investigated thoroughly to address the aforementioned con-
cerns of energy losses and nonuniformity. Each technique will be discussed below in greater detail.

2.3.1.1 Clamed.Free Flexure - The flexural technique most frequently cited is the cantilever. beam, or clamped-free flexure (CFF) arrangement In this method, one end of the specimen is held
in place, usually in a vise-like gripping arrangement, while the other end of the specimen is allowed

to move freely to respond to manual displacement or induced vibration. Most commonly, this speci-
men tip is displaced and released, but it is also possible to drive the specimen vibration continuously
by using either noncontact transducers or a shaker table arrangement. Measurement of the damping
require the recording of the vibratory history of the specimen, including specimen displacement and
also the force input for continuously-driven systems. Note must be taken of the position from which
the data are taken, namely the distance from the clamped end, or root, of the specimen. Displace-

ment history is commonly measured by metal foil strain gages or accelerometers, but as concerns of
tip-mass anomalies and parasitic losses due to electrical connections increase, greater emphasis has

been placed on noncontact methods for displacement measurement. Though these methods have
few inherent problems, such as nonlinearity, but these can be solved with the flexibility of real-time

data acquisition systems.

In this investigation, three separate CFF experimental setups were employed to measure the damp-

ing over a wide range of frequencies. Each setup will be discussed below, along with measures
taken to ensure high-quality dat.
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* 23111 Clamped-Free Flexur in Vacuum with Manual Displacement- Initial damping tests
were conducted at Martin Marietta with a manual-displacement CFF apparatus as shown schemati-

cally in Figure 2.3.1.1.1-1 [Ref 2-13]. A large stainless-steel grip held the specimen vertically in a
vacuum chamber An electromechanical displacement arm was used to grasp the specimen and pull

it away from its equilibrium position. Once the desired initial strain amplitude was achieved (as
measured by a metal foil strain gage mounted on the surface of the specimen one inch from the

root), the displacement arm was lifted to release the specimen, allowing free decay to occur. Data
were recorded on high-speed stripchart recordes and peak amplitudes for each cycle were recorded.
Damping data were obtained for each initial strain amplitude by a least-squares fit of the peak

amplitude data over a minimum of 20 cycles.

Figur 231 1 J-I $henwtic of ClampedFree Flexrer (in Vacuum)
SApparatu with Manual Spcimen Displacement
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.Two problem that were identified with the this CFF apparatus was the possibility of parasitic losses
derived from motion of the strain gage wires, as well as additional vibratory modes introduced by
n ized displacement of the specimen. Great care was taken during data acquisition to mini-
mize these problems.

231J J2 Clamped-Free Flexw in Vacusm with Noncontact Transducen - The second CFF
apparatus, shown schematically in Figure 2.3.1.1.2-1, was developed at Texas A&M University,
Department of Aerospace Engineering, by Dr. Vikram Kinra [Ref 2-14). Energy dissipation from
aerodynamic drag was reduced by placing the entire apparatus in a vacuum. Parasitic energy losses
were reduced by the use of noncontact transducers. A Bruel and Kjaer (B&K) MM0002 magnetic
transducer was used to induce the specimen into vibration, either by displacement by a specific

amount for free-decay measurements, or by continuous vibration. Tip displacement was measured
by a B&K MM0004 capacitive transducer. Data were recorded by a Data 6000 transient recorder,
and the results analyzed by an HP computer.

\Magnetic Transducer Oscilato

Microcoputer

Figure 23J J.2-I Schematic of Clamped-Free Flexure (in Vacuum) Appamts

with Noncontact Ta ers

2-9



.23JJ13 lInnedi ate-Frequency Clamped-FrueFlexure in Vacuum - Measurement of the
damping capacity of fibers and small specimens in the low kilohertz range as a function of tempera-
tare was made with an apparatus developed by Dr. J.A. DiCarlo, NASA Lewis Research Center,

Cleveland, OH (Fig. 2.3.1.1.3-1). Clamped-free flexure specimens of 1/8 inch wide maximum were
tested in a high-vacuum cryostat-furnace. The driving frequency was selected as one of the flexural
resonant frequencies, thereby making the specimen length shorter than 2-1/2 inches.

CVmIPaeDrive Plate M unr

Amplifierl Oscillator Amplifier

--tFrequenc sclosoCounter JJOcl~cp ---

Fi . 2 FrequencyaGenerator I I Q -Meter

Clamp Plate:::I Drive Plate

Cryostat
Furnace

Figure 2JJJ.2-1 5chmaticof a Inftmd Clamped-F~eeFlxure

(in Vacuum) Apparatus

2.3.1.2 Free-Free Flexure Teehnl - A concern with the clamped-free flexure apparatus is the
parasitic energy losses at the grip, or root, of the specimen. Furthermore, theoretical considerations

indicate that the nonideal gripping arrangement disturbs the wavetrain. Consequently, another flex-
ural test technique called free-free flexure (FFF) has been developed to measure damping while the
specimen is vibrated in a standing wave configuration while being suspended by threads at two
points along its length which correspond to displacement nodes. First, these fine threads support the
specimen without significant parasitic energy losses, and second, the standing wave method of

damping is more theoretically sound.
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. An apparatus for noncontact data acquisition of free-free flexure damping tests was developed at
Texas A&M University, Department of Aerospace Engineering, by Dr. Vikram Kinra [Ref 2-14].

As shown in Figure 2.3.1.2-1, the electronics for the FFF apparatus were nearly identical to that of

the CFF apparatus discussed earlier in Section 2.3.1.1.2. Transducers could be moved along the

length of the specimen to allow different vibratory modes to be excited with the transducers located

at the antinodes (Le. for the first mode, the transducers can be located at the center of the specimen.

Location of the support threads was determined analytically prior to specimen mounting. In the case

of the FFF apparatus, the specimen was typically tested in continuous vibratory mode, with either

the half-power or phase angle methods being chosen for data reduction.

SSpecimen Supports,

Magnetic Transducer
. / Capacitive Transducer

Oscillator Microcomputer

Figure 2.3J.21 Schematc of FreeFree Flew. (in Vacuum) Appanatu with
Noncontact Transducers

2.3.2 Parasitic Losses from Aerodynamic Drag by Flexural Testing in Air

While all of the data from the aforementioned flexural damping test te. aniques were conducted in

vacuum to minimize the effects of aerodynamic drag upon the damping, it is important to under-

stand the contribution of air damping when comparing the results of this program with others mea-

sured in air.
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. As a result of the work of Baker, et. al. [Ref 2-15], two expressions were obtained to describe the
effects of aerodynamic drag upon the damping of flexural specimens:

8a=zC Pa l (2-9)

ph
8a =1 " Cd LU (2-10)

where: 8a a air damping for large tip displacement,

8' a air damping for small tip displacement,

Pa z air density around the test apparatus,
p a specimen density,

Cd, Cs a drag coefficients,
z parameter related to the normal mode shape function which

is dependent upon the vibrational mode selected

(01 = 1.473, N = 1.300, % = 1.270, 04 = 1.252, As = 1.252),
An a tip amplitude of the nth mode,

1 a specimen length, and

h a specimen thickness.

These analytical results were verified by Baker, et. al. (Figures 2.3.2-1 and 2.3.2-2) and indicate that
for low-density, thin specimens that are commonly used in metal matrix composite damping experi-
ments, air damping can contribute significantly to the measured damping of flexure specimens test-

ed in air, even with extremely-low tip displacements.

2.3.3 Incorporation of Nonuniform Stress Effects In Flexural Test Techniques

One of the major problems with flexural damping data is that the strain (stress) amplitude through-
out the length of a specimen is not uniform. The stresses at the root of the specimen displaced from
equilibrium are greater than those at the tip, and also the side of the specimen opposed to the dis-
placement is under tension while the other side is uadergoing compression. Obviously, the strain

amplitude independent damping data are of no concern as they are not affected by discrepancies in
stress concentration. However, as these metal matrix composites often exhibit significant strain
amplitude dependent damping behavior, it is essential that some common type of data analysis be
developed to correlate flexural data between investigators, or with data obtained from other test
techniques with different stress (strain) distributions.
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. 2.3.3.1 RelatlonhinS Between Tin Disniacement and Masured Strain Amplitude - From
beam theory, the strain observed at any point throughout a horizontal cantilever beam specimen,
e(x,z), and the tangential displacement, d(x), as defined in Figure 2.3.3.1-1 can be described by the
following

e (x,z) = (2-11)

d (x)= q  (L - x)2 (3L2 + 2Lx + x2) (2-12)

2bh3E

where: q a load intensity,
b a specimen width,
h a specimen thickness,
E a elastic modulus of the beam, and
L a specimen length.

All tests conducted at Martin Marietta measured strain amplitude one inch away from the root.. Thus, equation 2-11 can be written as

3q(L-1) 2  (2-13).

bh2E

Another common way to describe the strain amplitude is to normalize the measurement with respect
to the value at the root. Thus, equation 2-13 then becomes

L2
hT.1 - (2-14).

By solving 2-13 and 2-14 simultaneously, one obtains the relationship

(!_2Croot- emesurd 1) (2-15).

Conversely, the tip displacement can be related to the srain amplitude. The tip displacement, from
equation 2-12, is given by

dtip = 3h L4  (2-16).
2bh1E

O By solving 2-13 and 2-16 simultaneously, one then obtains
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22L dti, L"h e'a'l (2-17).

Thus, strain amplitude dependent damping data from these flexural investigation can be related to
any data in the literature that are measured either by tip displacement or by surface strain at any
position on the specimen.

2.3.3.2 Calculation of Intrinsic Damning of Flexural Snecimen - It is often difficult to discuss
strain amplitude dependence of materials when the specimens are tested under different modes of
vibration (e.g. flexural versus extensional). Thus it is necessary to find "common ground" for flexu-
ral damping data. This may be accomplished by converting damping data to intrinsic values.
According to Ritchie, et. al. [Ref 2-16], the intrinsic damping of a specimen V (e) as a function of

strain amplitude e is related to the data obtained from a cantilever beam test in the following manner

7 dW, 1 2 (2

9 ede9 t~ 2

0

h

z

Figur 233J-1 Schematic of Cantilever Beam and the Chosen Coordinate System
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* where the first and second derivatives of the original damping data V, as a function of the original

strain amplitude e must be obtained, either graphically or numerically. Specific modification of the

intrinsic damping for composite specimens requires complex analyses using strain energy modeling

on computers and as such, was beyond the scope of this investigation.

2.4 EXTENSIONAL DAMPING TEST TECHNIQUES

Another common mode of vibration for damping tests is extensional. Typically, these techniques

are driven oscillations at continuously-maintained strain amplitude and/or frequency. This mode

also has the widest frequency range possible, from subhertz to megahertz levels. They may also be

broken into resonant and subresonant techniques, where subresonant techniques make the specimen

exhibit relatively uniform strain amplitude along its entire length, while resonant mode dictates that

the specimen be vibrated in a standing wave configuration. In this investigation, two types of this

technique were used, namely 1) subresonant uniaxial tension-tension cycling, and 2) piezoelectric

composite oscillator. Both techniques are described below.

. 2.4.1 SUBRESONANT UNIAXIAL TENSION-TENSION CYCLING

A technique was developed at Texas A&M University, Department of Aerospace Engineering, by

Dr. Vikram Kinra [Ref 2-13] to measure the damping of metal matrix composites undergoing sub-

resonant constant strain amplitude uniaxial tension-tension cycling (UTI'C). Tension-tension

cycling eliminated both the possibility of specimen buckling that would occur as a result of tension-

compression testing, and possible parasitic losses from aerodynamic drag. As shown in Figure

2.4.1-1, a servohydraulic machine was used to supply a cyclic load to the specimen. Semiconductor

strain gages were used to measure the strain at the center of the gage length of the specimen because

they allowed higher excitation voltages than conventional metal foil gages with no thermal instabili-

ties, thereby resulting in higher signal-to-noise ratios. Fast fourier transform (FFT) analysis of the

digitized stress (load cell) and strain signals by a microcomputer and digital oscilloscope resulted in

the phase angle between the two signals to obtain the damping values. Large number of data (>1024

points) were obtained per cycle to enh.ice the resolution of the FF1. In all cases, additional phase
angle changes from phase differences in all amplifiers, particularly the load cell, were characterized

prior to testing to eliminate any contributions to the measured damping. Furthermore, damping data

obtained from phase angle analysis were compared to data obtained from the area contained within

* the stress-strain hysteresis loop with excellent results.
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Figure 2A4J- Schematic of Subreswuat Uniaxia Tension-Tension Cycling Apparatus

.Because the specimen is driven by a servohydraulic tensile machine, there is no restriction as to

specimen length with UTrC as was observed with flexural testing. Furthermore, a significant con-

tribution can be made to the study of very-low frequency (0.1 Hz -1.0 Hz) damping of interest to
SDI-related programs. While the strain amplitude range (50 p - 600 tie) is somewhat limited in
comparison to the resonant piezoelectric composite oscillator discussed below, the advantages of

nearly-uniform strain amplitude with respect to length for the analysis of strain amplitude dependent
damping phenomenon is very important.

2.4.2 Resonant Piezoelectric Composite Oscillator

One of the most reliable damping test techniques available is the resonant piezoelectric composite

oscillator (PCO). In use since the 1940's, it has been used to measure the damping and dynamic

modulus of a variety of materials. A schematic of the testing apparatus is shown in Figure 2.4.2-1.

A pair of quartz crystals, whose length is matched precisely to 1/2 wavelength each, is driven in a
standing wave configuration at kilohertz frequencies by a closed-loop crystal driver. The center of

each quartz bar is a displacement node, allowing for both electrical and structural connections. A

specimen, whose length is precisely 1/2 wavelength for that particular material, is attached to the

quartz bar assembly using E910 adhesive. The entire assembly is then vibrated in a standing wave
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* configuration, with the crystal driver adjusting the driving frequency and voltage to maintain reso-

nance at a preselected strain amplitude (gage voltage). Because resonance of the entire system is

maintained in the kilohertz range, this technique has also proven valuable in monitoring damage
growth through very precise changes in modulus and damping (Ref 2-171.

~~Cloeed4..oop Crysta Driver

Frequency Meter

Figure 24.2-1 Schematic of Resonant Piezoelectric Composite Oscillator Technique

Lke the flexural testing, the length of the specimen is restricted to the particular frequency of inter-
est. However, the piezoelectric composite oscillator also allows for the largest strain amplitude

range of any of the tests mentioned previously, namely 10-9 to 10-3. The six orders of magnitude

range of the strain amplitude allows for high-integrity strain amplitude dependent analysis of the
damping data. Because strain amplitude dependent damping response is typically frequency inde-

pendent, it is possible to compare the analyses of PCO data with those obtained from other tests,
provided that the sinusoidal strain distribution with respect to length is acknowledged and the data.treated accordingly.
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. 2.5 TORSIONAL DAMPING TEST TECHNIQUE

A third mode of vibration employed to measure damping is torsion. This mode allows for tempera-
ture-dependenc measurements of damping at very low frequency (<1 Hz) of wire geometry speci-
mens in vacuum. Thus, the temperature dependence of damping could be used to characterize the
strain amplitude independent damping regime.

The torsional pendulum apparatus used in these investigations was developed at the University of
Denver, Denver, CO, under the supervision of Dr Steve Carpenter. As shown in Figure 2.5-1, a
specimen was attached by jewler's vises at the rigid base and on the torsional carrier above. Initial
displacement of the device was accomplished by magnetic solenoids, and measurement of the angu-
lar displacement was made by time-of-flight measurements by a thre-element photocell arrange-
ment. Cycles were counted by the center photocell, and the outer photocells measured the time-of-
flight of a light beam reflected by a mirror placed atop the torsional carrier.

1 Jar*

Thermocouples ght Source
I.ght li Inertia Members

Cooling Coils Potoconductors

Suspension Chudc

Inlet Valve 4 4!

Sto Vacuurump ~Soleoids f Iron Cores

Figure 25-1 Schematic of Torsional Pendulum Damping Apparatus

Specific damping capacity (W) was obtained from the time-of-flight measurements during free decay. by the following relationship
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*Is (2-13)

where: n a number of cycles measured,

) a angular frequency of wire specimen, and

t0, tn a time-of-flight of reflected light path between outer photocells

for initial and nth cycles respectively

Accurate temperature was maintained by a three-zone furnace precision and multi-zone temperature
controller which provided approximately 18 inches of uniform temperature with respect to tempera-
ture length. Tme-of-flight and temperature data were then acquired, reduced, analyzed, and stored

by a PC-based computer system.

2.6 SUMMARY

In general, an overall choice of test techniques should bear a relationship to the stress state, frequen-
cy, specimen geometry, and temperature to be encountered in the maerial application. Damping test
data can be expressed in many different parameters which are interrelated at low damping values.
Although no single test method can be used to obtain material damping data over a wide frequency
and strain amplitude range, it must be -cognized that a common (fundamental) measure of damping
can be agreed upon by investigators in various disciplines. Such a measure will reduce confusion
and lead to a systematic approach of comparing damping data of a structural material.

A thorough understanding was developed for the damping nomenclature and the background for
each test method. A variety of damping test techniques were evaluated for use with metal matrix
composites. Flexural, extensional, and torsional modes of vibration were employed to measure the
damping as a function of frequency, strain amplitude, and temperature. Extraneous energy losses
were eliminated or minimized to enhance the reliability of each test technique. At low strain ampli-
tudes (e: 10-5), damping values of MMC from each of the test techniques provided damping data
that were compatible. Techniques were developed to obtain data at intermediate strain amplitudes.
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. CHAPTER 3.0
DAMPING MECHANISMS IN CONTINUOUS Gr/AI COMPOSITES

Graphite fiber-reinforced metal matrix composites are candidate materials for large space structures
(LSS) because of their high specific mechanical properties, high electrical and thermal conductivity,
and near zero coefficient of thermal expansion. In addition to high stiffness and dimensional stabili-
ty, a critical design and operational requirement for LSS is the reduction of settling time during
acquisition, pointing and tracking (APT) maneuvers. Vibrational control can be achieved by various
active controls and passive damping measures at low frequency (0.1 - 20 Hz) and low strain levels
(e < 10-4) encountered by space structures. While the role of inherent material damping is frequent-
ly omitted in active control analyses, it may provide a significant source of passive energy dissipa-
tion to ensure successful stabilization of large, flexible space structures.

Enhancement of material damping in metal matrix composites is limited by insufficient knowledge
of the operative damping mechanism(s). Damping in metal matrix composites must be influenced
by the energy dissipation processes acting within the constituent fiber and matrix materials.. Because damping is a structure-sensitive property, imperfections, voids and second-phase precipi-
tates (particularly near the interfaces) may also act as sources of energy dissipation. In this section,
the results of damping measurements by flexural and extensional mode test techniques have been
analyzed to understand the operative damping mechanism in continuously-reinforced Gr/AI com-
posites. It is believed that such an understanding of sources of energy dissipation in metal matrix
composites will define an approach for enhancement of damping in these materials.

3.1 EXPERIMENTAL PROCEDURE

3.1.1 Material

Single-ply [0"] P55Gr/6061AI composite panels were fabricated by DWA Composite Specialties,
Chatsworth, CA. Graphite/Aluminum precursor wires were consolidated between 88.9 pIn (0.0035
in.) thick 6061 Al face sheets at 588"C (6907) and 24 kPa (3.5 ksi) for 20 minutes, yielding a com-
posite with 66.0 mm (0.026 in.) thickness and 39.2% fiber volume. Examination of the panels using
X-radiography and optical microscopy indicated good bonding characteristics and fiber coirnation.
Elastic modulus for the composite was 158 OPa (22.9 Msi) and ultimate tensile strength was 531
MPa (77.0 ksi). In addition, specimens of 6061 aluminum alloy were fabricated as a reference spec-
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. imen to ascertain the reliability of the damping measurements as compared to data found in the liter-

ature.

3.1.2 Test Techniques

Damping chaacteristics of these composites were measured both in flexural and extensional mode
by three test techniques: free-free flexure, clamped-free flexure and subresonant uniaxial tension-
tension fatigue [Ref 3- 1]. Flexural tests were conducted in a vacuum better than 10-4 to eliminate
contributions to the measured damping from aerodynamic drag. The range of strain amplitudes and

frequencies tested was dependent upon the test method (10-6 <e < 10-5 at f- 20 Hz for free-free
flexure, I x 10-5 < e < 5 x 10-3 at f < 100 Hz for clamped-free flexure, and 1 x 10-4 < e < 5 x 10-4 at

0.1 < f < 10 Hz for tension).

The specific damping capacity (V) of a material is interrelated to other parameters in the following

way

V = AW/W = 28 = 24 = 2# = 2xn = 2xQ (3-1)

Log decrement (8) values for the flexural tests were obtained by a least-squares fit of the strain his-

tory of the specimen vibrating at its fundamental resonant frequency. Damping values in the uniaxi-
al tension-tension fatigue tests were derived initially from integration of the stress/strain hysteresis
loop, which is related to the ratio AW/W. At the same time, an alternate method for obtaining the
loss angle * from fast fourier transform (FFr) analysis was also found to be within ±5% of the val-

ues obtained from the integration method.

3.2 RESULTS

Damping test results from flexural and extensional mode tests at different frequency and strain

amplitudes are described below.

3.2.1 In Vacuo Free-Free Flexure Test Method

O Typical damping behavior of the reference 6061-0 aluminum alloy within the 10-6 - 10-5 strain
range is given in Figure 3.2.1-1. Preliminary investigations have shown that values at low strain
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. amplitudes for free-free flexure correspond well for data obtained by in vacuo clamped-free flexure.

Corresponding damping behavior for [0"1 P55Gr6061Al composites is shown in Figure 3.2.1-2.
Both the composite and the matrix alloy exhibit nearly strain amplitude independent damping

behavior within the strain amplitude range tested. Furthermore, specific damping capacity (V) val-

ues of the composite are noticeably lower than the 6061-0 Al alloy.

2.0

16061-0 Aluminum

*, 1.5

1.0

.. 0.5
Free-Free Flexure (in vacuum)

0.0 J,

0.0 5.0 10.0 15.0 20.0

Strain Amplitude (x 10 6)

Figure 32J-1 Typical Damping Response of 6061-0 Al as a Function of Strain
Amplitud (Free-Free Flerr in Vacuum)

3.2.2 In Vacuo Clamped-Free Flexure Test Method

Typical damping behavior of [0"1 P55Gr/6061Al in clamped-free flexure is shown in Figure 3.2.2-1.

While in agreement with damping data from free-free flexure tests at comparable strain amplitude

and vibrational frequency, clamped-free flexure data exhibit significant strain amplitude dependence

at high strain (e > 10-4). Figure 3.2.2-1 also shows that specimens vibrated at higher frequencies

exhibited higher damping.
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A Single-Ply [0-1 P55Gr/6061AI

1.5

.m 1.0 Aft

4a

O 0.5

uf Free-Free Flexure (in vacuum)

0.0
0.0 5.0 10.0 15.0 20.0

Strain Amplitude (x 106)

Figure 321-2 Typical Damping Response of Unidirectional [O07 P55GrI6061AI as a
Function of Strain Amplitude (Free-Free Flexure in Vacuum)

3.2.3 Unlaxial Tension-Tension Fatigue Test Method

Specific damping capacity and corresponding strain amplitude for [0"1 P55Gr/6061AI specimens at
0.4 and 1.0 Hz are given in Table 3.2.3-1. A plot of these data, along with values for 6061-T625,
shown in Figure 3.2.3-1, showed the damping level of the composite to be above that of the matrix
alloy. Furthermore, damping behavior of the composite exhibited strong strain amplitude depen-
dence within the 150 - 325 microstrain levels tested. In addition, measured damping in extension-
al mode were significantly higher compared to flexural damping tests (Figs. 3.2.1-2 and 3.2.2-1).

3-4



5.0 ...

* Clani e d-Free Flexure in Vacuum

314. f =113.1lHz

o) 3.0 - f 60.6 Hz
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E 2.0
fu f12.6 Hz

S1.0
W [[0'] P55Gr/6061 Al

0.0

Initial Strain Amplitude e

Figur 3.2.2-1 Daming Behavior of 10 7 PS5Gr/6061A1 as Measured by
Clamped-Free Flexure in Vacuwn

Table 32.3-1 Damping Measurments of(0fl7 P55Gr16061A1 Using
Uniaid Tension-Tension Fatigue Appwutu

Strain Specific Damping Capacity VI,(%
Amplitude____________
e (gLin-lAn-) 0.4 Hz 1.0 Hz 2.0 Hz 4.0 Hz 10.0 Hz

150 7.82 6.74 7.42 8.58 -

195 8.82 7.36 7.55 11.98 16.14
242 10.96 10.13 - - -

285 13.09 11.51 ---

325 115.48 113.40 1

3.3 DISCUSSION

Damping behavior of GrIAI composites exhibited strain amplitude dependent behavior similar to. that of metallic materials. Based on results from free-free flexure, clamped-free flexure, and uniaxi-
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. al tension-tension cycling test techniques, the specific damping capacity of these composites is near-
ly strain amplitude independent below 2 x 10-5, but exhibits strong strain amplitude dependence
above 10"4. The total measured damping may be expressed as a sum of strain amplitude indepen-
dent (Vi) and strain amplitude dependent (VH,) or hysteretic, components, i.e. %w = Vi + VH.

Operative mechanisms for these two damping components in MMC are discussed below.

18.0
16.0

• 14.0 f, 0.4 Hz

" 12.0

10.0

5. 8.0 f- .0Hz
E 6.0
- 4.0 A-T625Al; f = 1.0 Hz

2.0-o
CO,

Strain Amplitude rz0

Figure 323-1 Damping Behmr of 10 7 P55Gr/6061A1 as Measured by
Unixial Tension-Tension Faiuge

3.3.1 Strain Amplitude Independent Damping

At low strain amplitude levels where material damping is nearly independent of strain, the energy
dissipation is primarily attributed to anelastic relaxation mechanisms involving atomic diffusion,
dislocation relaxation (Bordoni Peak), dislocation resonance and the Zener thermoelastic effect.
It is most likely that the thermoelastic effect may be the primary mechanism of energy dissipation
for both flexural and extensional modes of vibration at room temperature During flexural vibration
the top and bottom surfaces of the composite beam undergo cyclic compressive and tensile stress
states. The resulting strain is generally accompanied by a change in temperature; temperature rises
under compressive loads, and declines under tensile loads. Energy dissipation processes result pri-
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. marily from heat transfer due to thermal gradients within the specimen. In the case of extensional

(longitudinal) vibrations, heat flow within the specimen is minimal and most of the energy from the
surface is lost to the surroundings. Zener thermoelastic damping effects are maximum at a relax-
ation frequency where the period of applied stress is comparable with the time taken for heat to flow
across the beam. Zener relaxation frequency of P55Gr/6061AI test specimens was calculated to be
fz- 108.17 Hz (679.3 rad/s) at which the energy losses from the thermoelastic effect are a maxi-
mum. The calculated specific damping capacity contribution from thermoelastic relaxation at the
Zener frequency was 0.13%, suggesting that other anelastic relaxation processes operative within

the constituent fiber and matrix must lead to energy dissipation.

The dynamic response of a linear anelastic (or viscoelastic) composite in terms of their constituent
properties can be predicted by Hashin theory [Ref 3-2]. Using a correspondence principal, Hashin
has derived expressions to determine effective complex moduli of fiber-reinforced materials directly
from the composite effective elastic modulus by replacing the elastic modulus of the phases by their
complex moduli. For unidirectional composites, the axial specific damping capacity 41I can be
expressed in the following form:

iii [,L + V (3-2)

where F w Fiber Modulus
Vf a Fiber Damping

Ell a Axial Composite Modulus

Vf a Fiber Damping

Wm z Matrix Damping
Vf a Fiber Volume.

Graphite fibers behave in a nearly elastic manner and are considered to have very low damping as
compared to the matrix. Recently, DiCarlo obtained a maximum value of fiber damping (Nf) in
Pitch 100 graphita fiber of 0.1% at room temperature [Ref 3-4]. Using this value, and qm = 1.2%
for 6061A1, Equation 3-2 yields 4fu of 0.41%, as compared to the measured VII value of 0.6%
(minimum) obtained by the flexural test method. Although it is difficult to isolate contributions
from extraneous losses in the measured vrll , the me,,-red and predicted values are reasonably close.
In addition, these results indicate that anelastic mechanisms operating in both fiber and matrix pro-. vide the sources of energy dissipation at low strain amplitudes.
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. 3.3.2 Strain Amplitude Dependent Damping

At intermediate strain amplitude ranges (10-5 > e> 10-3) the specific damping capacity of as-fabri-
cated P55Gr/6061AI composites increases with increasing strain. Strain amplitude dependent
damping behavior of this material has been analyzed in terms of energy loss due to cyclic disloca-
tion motion proposed by Gr-mato and Lucke (G-L) 0 Kelvin model [Ref 3-4 and 3-51.

As shown schematically in Figure 3.3.2-1, dislocations are pinned at major pinning points, defined
by dislocation tangles, precipitates, etc. Minor pinning points such as impurities or fine precipitates
are distributed randomly along the dislocation network. Based on this vibrating string model, G-L
theory provides two mechanisms of energy dissipation. At low strain amplitudes, the strain ampli-
tude independent damping is explained in terms of dislocation vibration about minor pinning points
in response to a cyclic applied load, often referred to as dislocation resonance damping. At interme-
diate strain amplitudes, damping is strain amplitude dependent and can be described in terms of dis-
location breakaway from the minor pinning points and vibration about the major pining points,
thereby providing hysteretic energy loss.

0 0

To 0I LN

LC -10 00

(a) (b) (C) (d) (e) ()

Figure 332-1 A Schematic Diagram of G-L Dislocation Damping Theory.
Dislocations with an Average Loop Length Lc Bow Out in Response to

Increasing Strain Amplitude (a,b,c). At a Critical Stress, Dislocations Break
Away From M - r Pinning Points, and Oscillate About its Network Length

LN (de). With Decreasing Stress, Dislocations Collapse About Network
Length (1) until Repinning At Zero Stress (a) (after Granato-Lucke)
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OFor a material subjected to a vibration in a uniform strain field exhibits a strain amplitude depen-

dent, or hysteretic, contribution to the total damping (VH) can be expressed as

N'H = er * exp e(3)

where C1 and C2 are constants in terms of material parameters:

K*a (34)LC

20AL3 Krl*a
C2 M- -- (3-5)

LC X C

where Q and K are orientational constants, A is the mobile dislocation density, LN is the dislocation

network length, il* is the Cottrell misfit parameter, a is the lattice spacing, and Lc is the average dis-
location loop length. Therefore, if experimental data follow the strain amplitude dependence pre-
dicted by G-L theory, a plot of VHe vs. 1/e should be linear, the slope C2 inversely proportional to

L, which is a measure of pinning point density, and the intercept C1 a measure of dislocation loop

density A.

A G-L plot of data obtained by uniaxial tension-tension cycling is shown in Figure 3.3.2-2. By

introducing appropriate material constants, the average dislocation loop length can be estimated as -

212 A (0.02 m). This value of LC is smaller than the average interfiber spacing (- 3.5 jim), indi-

cating that impurities and fine second phase precipitates in the interfiber aluminum matrix region.

Assuming the average network length of LN - 0.2 pm, the calculated mobile dislocation density is

of the order 6 x 1013 l/m2. Experimental dislocation density values by quantitative image analysis

of various transmission electron micrographs (Fig. 3.3.2-3) yielded 4 x 1014 I/m 2. This dislocation

density value is higher than the average dislocation density of unreinforced 6061 aluminum of 8 x

1012 I/m 2. The increase in dislocation density has been attributed to the differential contraction of

the matrix and fiber, and the attendant residual stress state at the interface originating during the fab-

rication process. Values of calculated mobile dislocation density are consistent with the measured. total dislocation density, suggesting that energy dissipation by dislocation motion and breakaway is

the operative mechanism in Gr/AI composites at intermediate strain amplitude levels.
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. Unlike damping values from uniaxial tension-tension fatigue which is effectively the intrinsic mea-

sured damping, special consideration must be taken with strain amplitude dependent data from
clamped-five flexure tests. Strain amplitude within a clamped-free flexure specimen varies from

extension to compression across the thickness, and decreases from the clamped length along the
specimen length. While this relationship is quite complex, the strain as a function of position e(x,z)

can be approximated by the following relationship:

z (x,z) - (3-6)

bh3E

where q is the load intensity, b is the specimen width, h is the specimen thickness, L is the specimen
length, and E is the elastic modulus of the beam. Because only a small portion of the specimen

experiences a straiu amplitude as high as that measured at the surface by the strain gage, one would

expect the intrinsic damping values to be higher than the measured damping. Using a treatment

developed by Ritchie, et. aL [Ref 3-6], the intrinsic damping V* in terms of the measured damping
ys and stain amplitude es can be described by the following:

d s + (3-8)

where the intrinsic damping depends upon the first and second derivative of the measured damping

with respect to strain amplitude. By applying this relationship to the measured damping data pre-

sented earlier in Figure 3.3.2-1, one obtains the calculated intrinsic damping shown in Figure 3.3.2-
4. As anticipated, the calculated intrinsic damping values are higher than the measured values with

increased strain amplitude dependence. A Gmnato-Lucke plot of the calculated intrinsic damping is
shown in Figure 3.3.2-5. The slope and intercept of this plot, and thus the dislocation loop length

and density, agree well with those values obtained from the uniaxial tension-tension fatigue tests,
thereby lending further support to energy dissipation from dislocation motion as the operative mech-
anism in strain amplitude dependent damping in Gr/AI composites.

3.4 SUMMARY

Reliable damping measurements of unidirectional single-ply P55Gr/6061A1 composites were
obtained by three different test techniques: free-free flexure, clamped-free flexure, and tension-ten-.sion fatigue. Both flexural and extensional mode tests were conducted at 1 x 10-6 - 800 x 10-6

strain levels within 0.1 Hz and 150 Hz frequency range.
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Figure 332-5 G-L Plot of the Calculated Irnsic Damping Behavior Measured
by Clamped-Free Flexure in Vacuwn
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Damping response of Gr/Al indicated that beyond a critical strain amplitude, damping increases
with increasing strain amplitude. In the strain amplitude independent region, the measured damping
capacity is consistent with the values predicted by the moduli-weighted rule of mixtures for damp-
ing (Hashin Theory). Extensional mode test data of Gr/AI were also analyzed in terms of the Grana-
to-Lucke (G-L) model which is based on energy dissipation due to oscillatory dislocation motion.
Strain amplitude dependence is also predicted by this model as a result of dislocation breakaway
from minor pinning points. Mobile dislocation density predicted by G-L analysis (- 1012 1/m2) was
also consistent with the measured average dislocation density (4 x 1014 1/m 2) obtained from various
TEM images of the interfiber matrix regions. These dense dislocation networks have been attribut-
ed to differential contractions between the fiber and matrix, and the attendant residual stress state.
Both test results and analyses indicate that damping characteristics of Gr/Al are influenced by con-
tributions from fiber, matrix, residual stress state, and the associated dislocation substructure near
the fiber-matrix interface.
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. CHAPTER 4.0
HIGH DAMPING MAGNESIUM ALLOYS

Specific damping capacity in magnesium alloys ranges from extremely low values (V < 0.01%) to

high (V > 90%). Damping capacity in Mg alloys varies with composition and vibrating stress
amplitude [Ref 4-1 - 4-8]. The increase of damping capacity with stress is qualitatively evident,

but it is apparent that each alloy has individual characteristics in the stress sensitivity and magnitude
of its damping capacity. These characteristics appear to be affected in complex ways by the compo-

sition, the microstructure, the metallurgical condition and other physical properties of the alloy.

Among metals, unalloyed magnesium in the cast condition exhibits the highest damping. It is also
inteesting to note that the damping capacity of cast magnesium is significantly higher than wrought
magnesium. The reduced damping capacity in wrought magnesium alloys are attributed to fine

grain structure and orientational dependence induced by rolling or extrusion processing methods.

Early research conducted at the Bureau of Mines Lab, U.S. Departnent of the Interior, Rolla MO,

[Ref 4-1 - 4-4] has suggested that the damping in single crystals of magnesium is highest when the

basal planes of the crystal are inclined at about 45 degrees to the direction of the vibration. This
research also produced the evidence that the high damping capacity of pure magnesium is associated

with the movement of dislocations in the slip systems that are parallel to the basal plane. The obser-
vations of the role of alloying elements and processing methods on the damping capacity are also

consistent with the rationale that dislocation movements are the principal cause of damping in mag-
nesium and its alloys.

4.1 DAMPING TEST DATA

Damping capacity data for sand-cast magnesium alloys are presented in Table 4.1-1. These results
were obtained by torsion pendulum test method [Ref 4-3], and for the purpose of comparison, damp-

ing capacity values for cast magnesium and for a number of well-known commercial alloys such as

cast irion, brass, and aluminum alloys are presented in Table 4.1-2.

These results show that unalloyed magnesium, and sand cast magnesium-manganese (Mg- 1% Mn)

and magnesium-zirconium (Mg-0.6% Zr) alloys show higher damping than other Mg alloys. Based
* on these results, it can be generalized that the magnesium base with moderate alloy content (3-9%)
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. had a lower damping capacity than did that containing a small amount (5 1%) of alloying elements.
The decrease in damping capacity is associated with the solubility and the presence of a second

phase. A magnesium alloy with silicon in equivalent weight percent than manganese or zirconium
exhibits slightly lower damping. In Mg-Si alloy, typical microstructure consists of large grains of
primary Mg sun'ounded by the eutectic mixtue of Mg2Si while zirconium and manganese have low
solubility in molten magnesium at temperature just above the melting point of Mg. In Mg Zr alloy,

the amount in solution increases slightly as solidification takes place through a peritectic reaction.
Coring develops as the solid solution of Zr in Mg forms. In Mg-Mn alloys, small particles of ele-
mental Mn generally precipitate in the grain and at the grain boundaries.

Table 41-I Damping Capacity for Sand-Cast Magnesium Aloys

Specif Dampin Capaciy. Percent
CYield Sreng Tenish At S Levels.-

AMY C1,d C (0.2 pd e), SVsg. 500 1.000 1,500 2,000 2.500 3,500
No. Du aton Pe, Har.sse 1.ooo psl io0 psi psi psi ps psi p psi

D17... KI-F 0.6 Zr IE 6.8 22.0 49 61 65 67 89 72
036... K1X1-F 0.6 Zr 12 E 6.5 21.6 56 67 71 72 73 75
021.. S1-P 0.7SI 39 E 7.6 13.5 44 55 61 66 70 75
030... S1 1.4SI 40 E 6.7 15.5 34 43 40 58 62 67
4060. 0.28s 40 H - 10.3 51 63 ( - -

D22... MI-F 0.9 Mn 44 H 2.5 13.5 43 63 60 87 89 91
D38... Mi 1.4 Mn 51 H 10.8 46 85
040... AM10OA-F R.8A,0.2Mn 74H 17.2 21.0 .044 .099 1.5 8.0 16 34
4050.. 8.6 U, 0.5 S 30 E - - 1.9 2.3 2.9 4.6 7.9 16

I - No-n-al

2 - Modulus too low for snstAty o test
3- Seme plasc flow

Tabl 4J-2 Comparison of the Damping Capacity of Conventional Magnesium Alloys

,-e Danmpi Caps. Percmn
Yield Sr Tendle N S___ Levels-

ay CcmeCp o2iin, (0.2p ata . Sbwn , 500 1,0001.500 2.00 2,500 3,500
No. Dnoaon Peon H1,dnee 1,00psi 1,000Pi Psi Psi I psi psi Ps

1... C aM 99.9 Mg 30 R 3 .0 10.0 73 89 (J
2... Akw*%x 2S-F 99.+ N 38 tn 17.0 20.0 .22 0.28 0.46 0.68
3... AJ Alloy 5.5 Cu, 0.5 Pb, 0.5 B 96 8hn 47.0 53.0 .06 .10 .16 .19

I1S-T3
4... Al loy 4 Cu, 0.5 Mg. 0.5 n 105 Bhn 40.0 62.0 .022 .022 .022 .023

17S-T4
5... MAlloy 4.5Cu, 1.5Mg, 0.6Mn 120Bhn 46.0 68.0 .025 .026 .027 .029

24kS-T4
6... Frse.CuOng 62 Cu, 35 Zn, 3 Pb 75 R 44.0 56.0 .14 .18 .28 .42

rass, 1/2H
7... NwtOBrams. 60Cu,39Zn,I Sn 78R 8  46.0 69.0 .016 .015 .016 017

1/4 H
6... Ga cam kon 3.5 C, 0.3 P. 2 SI, 0.S Mn 206 hn 36.0 4.1 5.3 7.5 9.3

3- ao - -lf flow
1 -Nmn4
2. R , FkxmmlDHm , Bind hidnuS nlumibt;,R 4j~od wsl B sm
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. Table 4.1-3 lists the damping capacity of a few heat treated cast magnesium alloys. Again, the Mg-
0.6% Zr exhibits higher damping than the alloys with relatively high alloy content. Damping capac-

ity of wrought and cast Mg alloys is compared in Figure 4.1-1, which show that wrought and cast
Mg alloys with high alloy content exhibit the lowest damping and cast pure Mg and Mg-0.6% Zr
alloy exhibit the highest damping (Ref 4-2].

Table 4J-3 Damping Capacity of Heat Treated Cast Magnesium Alloys

$pefi Dawing cacity, Percent
YW Senguh Tensle At s m  eves-

Aloy Camweclml CMP. O %X%, (0.21ptoftl ). SlrengM. 500 1,000 1.500 2,000 2,500
No. Desigon poem 1 Hwu l.000pid 1,O000psi PSI psi pi Psi pW s! e

09... AZ91,-T4 A, I 2h, 0.4W S E 13,4 32.0 - 0.017 0.14 0.55 1.8 11
010... AZO1C-T6 9A, 1 Z,0.4 n 78E 17.0 32.0 0.042 .068 .12 .50 1.9 9.3
Dii... AZSIXA-T4 , AL1IZ,0.2kin 63E 13.3 35.5 .00 .006 .025 .18 1.8 10
D12... EK1A-TS 4 Co. 0.7Zr M5E 17.2 20.0 1.0 1.6 2.1 2.7 3.4 5.4
D13... EKIA-T6 4 Co. 0.7 Zr 66E 18.6 22.6 .34 .51 .71 .94 1.2 1.8
D14... EZ33A-TS 3 C, 3 Zn 0.7 Zr SE 15.3 19.0 .26 1.6 4.4 7.9 12 19
015.. IK31A-T 3 T,0.7 Zr 67E 16.0 28.0 .26 .37 .48 .62 .83 1.4
016... ZH2XA-T5 6Zn, 2Th 60E 25.0 32.8 .11 .12 .13 .14 .14 .17
01... E3OA-T6 3 Ce, 0.4 Zr 69E 14.5 18.4 .86 1.2 1.6 3.2 3.2 6.9
019... A22A-16 9 AL 2 n, 0.2 W 83E 1.6 29.0 .006 .028 .11 1.2 1.2 6.6
020... HZ32XA-T5 3 T% 2 Z, 0.7 Zr 66 15.7 25.0 .45 1.9 4.4 11 11 17
D37... K1XI-T4 0.6 zr 5E (514) 6.9 22.5 53 67 72 73 73 741i - Nominl

High damping capacity in cast pure Mg and Mg-Zr and Mg-Mn alloys is also associated with large

grain size microstructure. Therefore, any heat treatment (e.g., 800*F for 1 hr) to enhance the grain
size (Fig. 4.1-2) of sand-cast Mg-Mn and Mg-Zr alloys results in improved damping (Fig. 4.1-3).

Measurement of flexural damping response of pure Mg single crystals by Sugimoto et al [Ref 4-6]
also indicated their strain amplitude-dependent damping response. It was found that if only the
basal slip system is operative, then Schmid's law holds for the orientation dependence of the break-

away stress (aB) given from the damping versus stress amplitude curves. This suggests that the
amplitude dependent damping is caused by the movement of basal dislocations. Further analysis of

their data in terms of Granato-Lucke theory also indicated that the amplitude dependence is caused

by the static hysteresis due to the interaction of basal dislocations with impurity atoms. Similar

experiments using polycrystalline Mg showed that damping response was extremely sensitive to the

crystallographic orientation of individual grains. Also, in a specimen of Mg with equiaxed grain, aB
value was very small and therefore it displayed a large amplitude dependence of damping. These

results suggested that Mg alloys with large equjaxed grain size (> 20 pm) and low alloying elementO (<1%) exhibited high damping. If these high damping alloys could be incorporated as a matrix with
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Or fibers, then a high damping Gr/Mg composite could be designed. In contrast, Mg specimens

with columnar grains whose longitudinal direction was almost parallel to the specimen ais had a

much larger value of B and displayed a very little amplitude dependence of damping.

100.0

- Pure Mg (c Mg Alay KIXI-F arT4 (c..)
-- Mg Ay 31- (no

, k Azs1.F (Ezdmd

May___.L~ k HZ2.XA-TS (¢m) im

ON _4___am Damping

- MuayEX4IATD (oma)
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1.0M ay AZWZ. !

Mg Aloy 1XA-T5(c

- - lme. - ..Co 1Damping
. Mg M M AZI-T3 (cug

Mo MIW Z]EKNF -T (W l

Me Akp 2I-TS.a2-4 d ntrzd

sm iw Fm uNM~rm M n
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Alay I 100FDMg___ DampingAT am

MA oy 201 IMT

MG ou anC st Ma n
Maly ZKO" at T5 (Wugh)

LiM w 0.2: Mg May. AZIIC-T4 (mwA); AZSIXA-T4 (ma);I
N Maom 2107-T4.24T4~ hd 8hW namdzd.
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0 Figure 41-I Comparison of Wrought and Cast Magnesium Alleys [Ref 4-2 1
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4.2 SUMMARY

Based on the damping data of Mg alloys in the literature, Mg-1.6% Zr, and Mg-1% Mn were select-
ed as a high damping matrix for the composite. The damping capacity of these alloys varies
between 30% - 80% at different strain levels and frequencies. It was recognized that their high
damping was associated with a large equiaxed grain size (. 20 pm) microstructure obtained by a
casting process. If such a matrix microstructure could be retained in the cast composite, then the
damping contribution from matrix will result in a high damping Gr/Mg composite.
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CHAPTER 5.0
DAMPING CHARACTERISTICS OF Gr/Mg COMPOSITES

Fiber, matrix, and interfaces in metal matrix composites all influence the damping behavior of com-
posites. From the fabrication point of view, any modifications in fiber and interfaces are somewhat
limited, while an appropriate matrix alloy could be selected to enhance the composite damping.
Among the magnesium alloys, Mg-0.6%Zr (K1A) and Mg- 1.0%Mn (MiA) alloy exhibit high
damping. These alloys exhibit high damping when in the cast condition where grain size is suffi-
ciently large (> 20 pm) and elemental precipitates are fine and uniformly dispersed. If these

microstructural conditions could be ,etained during composite fabrication, then it would yield a high
damping Gr/Mg composite.

In the following sections, the fabrication of potentially high damping Gr/Mg composites are dis-

cussed. Damping behavior of these Gr/Mg composites measured as a function of temperature and
strain amplitude are presented and analyzed. In addition, the methodology of increasing the damp-

ing capacity by microstructural modification using appropriate heat treatments are also discussed.

O 5.1 SPECIMEN FABRICATION AND CHARACTERIZATION

Using a vacuum investm ,nt casting technique unidirectional [0]g P55/KlA-Mg and P55/MIA [Ref
5-3] composite panels were fabricated by FMI, Inc. As cast flat panels were fragile and quite rough
(Fig. 5.1I), thereby required special handling. Panels were carefully hand-sanded to approximately

0.080 inch thickness to ensure good, even surfaces (Figs. 5.1-2). After sanding, areas of excessive
relief were identified and avoided during specimen layout. Further selection of the panel sections
chosen for specimen fabrication involved avoiding the few cracks and voids detected by x-radiogra-
phy. After a layout was transferred to the panels, the specimens were cut out using a diamond
wheel, and ends were hand-sanded to remove any burrs resulting from the cutting. Micrographs of

Gr/KlA and Gr/MlA, shown in Figures 5.1-3 and 5.1-4 respectively, indicate good matrix infiltra-
tion and small grain size. Mechanical properties and fiber volumesfor the two materials were con-
ducted prior to damping tests (Table 5.1- 1).

0
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P55Gr/Mg - 1% Zr (FRONT) PANEL A: CAST 0 P55Gr/Mg - 1% Mn GAST: SPECIMENS 1 & 2

----- ... 1

2

Figure 5J-1 Photograph of GriKZA and GrIlA Panels in As-Fabricated Condition.

G CAST PS5Gr/Mg-l%Zr PANEL A CAST P55Gr/Mg-1%Zr PANEL A

Figure 5-1-2 Photograph of GrIiA and GrIMIA Panels After Hand Sanding.
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[4.- 100im- I [IMAs Fabricated

Figure 5.1-3 Photomicro graph of Cast P55GrMg-O.6%Zr (GrIKJA) Indicating Good

Matrix Infiltration and Small Grain Size

04

Good Matrix Infdtration and Small Grain Size
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Table 51 -1 Mechanical and Material Properties of GrIMIA and GrIKIA

I Density v/0 Modulus
Material g'cm3 (Ib/in3) % GPa (msi)

[0] P55Gr/Mg-0.6%Zr 1.91 (0.0690) 46.8 164.8 (23.9)
[0°] P55Gr/Mg-1%Mn 1.89 (0.0683) 46.1 166.2 (24.1)

Mg-1%Zr 1.74 (0.0629) - 44.9(6.51)
Mg-i%Mn 1.74 (0.0629) - 44.2 (6.41)

5.2 RESULTS

To characterize the damping of these composites fully, different test techniques were employed to
measure damping over a wide range of frequencies, strain amplitudes, and vibration modes. Damp-
ing was measured in flexural, extensional, and torsional modes by the following techniques:
1) clamped-free flexure, 2) piezoelectric composite oscillator, and 3) torsional pendulum.

. The damping response of each composite was determined as a function of strain amplitude and tem-
perature. Strain amplitude dependence was measured in flexural (low-frequency clamped-free flex-
ure) and extensional (resonant piezoelectric composite oscillator) modes of vibration at room tem-
perature. Temperature dependence of these materials was determined using flexural (intermediate-
frequency clamped-free flexure) and torsional (low frequency torsional pendulum) modes of vibra-
tion at very low strain amplitudes to remove any possible strain amplitude dependence.

5.2.1 Strain Amplitude-Dependent Damping of Gr/K1 A and Gr/MI A Composites

StWain amplitude dependence of Gr/KlA and Gr/MIA comoosites were studied at low and high fre-
quencies (1 Hz - 150 Hz and 80 kHz) and throughout a wide range of vibratory strain amplitudes
(10-9 - 10-4) in both flexural and extensional modes. Both clamped-free and free-free flexure were
used to measure damping in the flexural mode of vibration, while subresonant uniaxial tension-ten-
sion cycling and resonant piezoelectric composite oscillator were used for extensional mode. All
strain amplitude dependent testing were conducted at room temperature, with flexural tests being
conducted in vacuum to eliminate parasitic energy losses due to aerodynamic drag.
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.51.1. Flexural Damning Meamrements of Gr/KIA and Gr/M!A Comoosites- Flexural

damping measurements as a function of strain amplitude were ade by low-frequency clamped-free
euipment described elsewhere [Refs 5-1 and 5-2]. Clamped-free flexure tests were conducted

using both manual displacement and noncontact approaches.

These series of tests were conducted in vacuum utilizing either the noncontact apparatus at Texas
A&M or the manual displacement equipment at Martin Marietta. Strain amplitude ranges for these
tests were limited to no greater than 2 x 104 to minimize the possibility of damage during the free
vibratory decay. Frequencies ranged from 10 Hz to 100 Hz, depending upon the length of the speci-

men available.

A comparison of damping of as-cast P55Gr/K1A and Gr/Al as a function of strain amplitude is

shown in Figure 5.2.1.1-1. In every case, the damping response of Gr/KIA displays a higher overall
damping, and more pronounced strain amplitude dependence, than the Gr/Al specimens although

there is insufficient informtion regarding the strain amplitude independent region. Maximum
damping values for the Gr/KIA system with this apparatus were nearly double of those for Gr/AI.
A similar comparison of P55Gr/M1A and Gr/Al is shown in Figure 5.2.1.1-2. Once again, damping
values for Gr/MIA were much greater than those of Gr/Al, and also a greater strain amplitude. dependent damping region. In this case, the strain amplitude dependence of Gr/M1 A was not as
great as that observed for the Gr/K1A specimens.

Typical damping response of as-cast MiA specimens at f = 109 Hz using the clamped-free flexure
apparatus at higher strain amplitudes is shown in Figure 5.2.1.1-3. This alloy shows significantly
high strain amplitude independent damping (V - 9.5%) and strong strain amplitude dependence.
Damping reached a value of V = 16.9% at e - 1.35 x 10-4. These values were far below those found
in the literature, but significantly above those observed for the aluminum system. A comparison of
damping values for Gr/K1A and Gr/M1A are shown in Figure 5.2.1.1-4. Damping values from

Gr/MiA at the lower range of strain amplitude (2.0% @ 4.0 x 10-5) agrees well with values shown
earlier with the noncontact CFF apparatus at its highest strain amplitude range (2.25% @ 2.5 x 10-
5). Similar comparison of the Gr/K1A data did not fare as well (3.8% @ 1.3 x 10-5 compared to
1.8% @ 2.5 x 10-5). This discrepancy may be the result of damage near the root of the mechanical
CFF specimen or inhomogeneity in the microstructure. As illustrated in Figure 5.2.1.1-5, a speci-
men which exhibited extremely high damping and a strong strain amplitude dependence was found

to be the result of a crack parallel to the fibers which may have contributed to frictional damping

effects.
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Figure5111-1 Comparison of the Damping Capacity of GiK1A ad Gr/Al

as a Function of Strain Amplitude (Clamped-Free Flexure in Vacuum)
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Figure 5211-2 Comparison of the Damping Capacity of GrIlA and Gr/AI

as a Function of Strain Amplitude (Clamped-Free Flexre in Vacuum)
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Figure 5.21 1-J4 Comparison of Damping in GrIiA and GHIlA as Measured by
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10.0 P55Gr/Mg-1%Zr; f - 54.5 Hz

CE P55Gr/Mg- 1017-; f = 84.2 Hz
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I Clamped-free flexure (in vacuum)

0.
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10"  10-4  1o- 3

Initial Strain Amplitude
Figure 5J J-5 High Damping in a GrIKiA Specimen Indicating Damage
(Mechanical Displacement Clamped-Free Flexure Appatum in Vacuum)

5.2.1.2 Extensional Daminiy Measurements of Gr/KIA and GrIMIA Comoosites - Damp-
ing measurements of Gr/K1A and Gr/MIA were made in extensional vibratory mode utilizing the
resonant piezoelectric composite oscillator. A series of tests were conducted with the piezoele, ic
composite oscillator for both the matrix alloy and the Gr/KIA and Gr/MIA composite specimens.
For these tests, specimen width was typically 3.18 -6.35 mm (0.125 - 0.250 in.) and the length
carefully hand-polished to within 0.1% of V/2 where I is the wavelength of sound in the material, or
2.54 - 5.08 cm (1.0 - 2.0 in.), depending upon whether the specimen was the unreinforced alloy
or a composite. Specimens of Mg-0.6%K1A with sufficient integrity were not available for testing.

As shown in Figure 5.2.1.2-1, the damping of MiA exhibited very low values in strain amplitude
independent damping (V - 0.8%), whereas the strain amplitude dependent damping was very pro-
nounced. An interesting phenomenon was observed in the strain amplitude dependent damping,
where a damping peak of iy - 7.8% occurred at e, - 3.9 x 10-5. This type of behavior was not
observed in any other previous test. Similar behavior was noted for both the as-cast Gr/K 1 A and
Gr/M1A specimens (Fig. 5.2.1.2-2). Both systems exhibited strain amplitude independent and

* dependent damping, and both displayed the characteristic peak in strain amplitude dependence at
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* - 3.1 x 10-5 and p - 4.9 x 10-5 for Gr/K1A and Gr/M1A respectively. Peak values, however, were

much lower than that observed with the unreinforced material (N' 3.4% and N - 3.8% for Gr/KIA

and Gr/M1A respectively).

8.0

Mg-0.6%/Mn (K1IA)
0 Piezoelectric Composite OscillatorI

6.0 f 80 kHz
" 6.0-

4.0

E

0.010 9  10 "-8 10 7  1 0 "6 10 s  10 4

Strain Amplitude

Figure 521 2-1 Damping Rehavior of As-Cast Mg-0.6%Zr (KIA) as a Function
of Strain Amplitude (Piezoelectric Composite OsciUtor @ 80 kHz)

5.2.2 Temperature-Dependent Damping of Gr/K1A and Gr/M1A Composites

Temperature dependence of Gr/KlA and Gr/MLA composites as studied at low (< I Hz) and inter-

mediate (- 2 kHz) frequencies. Above room temperature tests was possible with the torsional pen-

dulum, while temperatures below and above room temperature were possible with the clamped-free

flexure apparatus.

5.2.2.1 Torsional Damning Measurement - Damping measurements were made with the tor-

sional damping apparatus at the University of Denver. This apparatus has been generally used for. measurements of damping in wire geometry specimens as a function of temperature at strain ampli-
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* tude, levels less than 10-6. Gr/Mg precursor wire specimens for these tests were prepared by dip-

ping air-stable coated pitch 55 fiber tows (2000 count) in molten Mg alloy. After fabrication and
prior to testing, these wires were carefully hand-sanded to remove any extraneous matrix material

from the surface.

...%6.0
ZAs Cast Condition" 5.0

.0

,4.0

0 P55Gr/Mg-0.6%Zr
~ 3.0

Ec 2.0

1.0 P55Gr/Mg-1%Mn

0.0o
10 10 10 10107

Strain Amplitude
Figure 5.2.2-2 Damping Behavior of As-Cast P55GrIMg-0.6%Zr (GrIKIA)

and P55Gr/Mg-..%Mn (GrIMIA) as a Function of Strain Amplitude
(Piezoelectric Composite Oscillator @ 80 kIz)

As shown in Figure 5.2.2.1-1, two Gr/MIA specimen exhibited similar temperature dependence
with a peak at about 441 K (335"F) of , - 19% for specimen #1, and 16.2%. However, specimen
#2 showed a greater temperature-independent damping level of / - 13-15% after the peak, whereas

specimen #1 exhibited nearly temperature-dependent behavior throughout the test. A local minima

at y/- 8.5% was observed in specimen #1, but no corresponding minima was recorded for specimen
#2. Both specimens were cut from the same panel, but local differences in matrix infiltration could
have caused this difference in damping behavior and also the overall high damping levels.

Thermal dependence of the damping of P55Gr/0.6%Zr (Gr/K1A) was also studied (Fig. 5.2.2.1-2). and this material exhibited quite different behavior than noted above. First, only a slight increase in
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. damping was observed in the Gr/KIA system compared to a distinct peak noted in the Gr/MIA

materiaL Due to the lack of significant temperature dependence, the specimen was taken to much

higher temperatures than reported above, but the maximum temperature of - 547 K (52571) was set

to minimize the possibility of microstructura changes affecting the damping. A substantial temper-

ature dependence was noted above 511 K (4607) where the temperature continued to increase

rapidly with increasing temperature, reaching a maximum value of V - 19.6% at 547 K (525"F).
Again, as was the case with Gr/M1A, the Gr/KIA specimen exhibited a local minima in damping of

about Vr 5.3% occurring at 497 K (4357).

20.

::, Specimen #2

• 15.0

C 10.0

EI
0 5.0 P55Gr/M1IA WirSpcmn#

(Torsional Pendulum

0.o

300 320 340 360 380 400

Temperature (OF)
Figure 5221-1 Thermal Dependence of the Damping in PSSGrlMg-I.O%Mn

(GrIMIA) Precursor Wire Indicating a Peak at 441 K (335 OF)

Because the actual damping mechanism associated with the strong temperature dependence above

505 K was not known, the possibility existed that damage at these elevated temperatures could

affect the damping. Consequently, the specimen was kept at the elevated temperature for 12 hours

while the damping was observed. After the 12 hour soak, the damping was so high that the values

could not be measured with the damping apparatus. Thus, the specimen was cooled to room temper-

ature and the temperature dependence was then measured. As shown in Figure 5.2.2.1-3, the slight

O peak at lower temperatures now occurs at 447 K (3450F), but the strong temperature dependence
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. observed in as-fabricated specimens now occurred at 484 K (4127), a much lower temperature than
before. Because of the strong temperature dependence, a maximum temperature of only 519 K
(4757) was achieved within the limitations of the torsional pendulum.

25.0 ... . .

0-01I P55Gr/K1 A WireAsFbiae
.- 20.0 Torsional Pendulum

CL
o 15.0

""10.0

5.0
C. [in Vacuum

CO 0.0 
I

250 350 450 550
Temperature ('F)

Figure 522J-2 Thermal Dependence of the Damping in P55GrlMg-O.6%Zr
(GrIKIA) Precursor Wire Indicating a Strong Temperature Dependence Above

SOS K (450 V)

A final test on this specimen involved another damping test after a significant amount of time at
room temperature to see if any of the thermally-induced effects were permanent. As shown in Fig-
ure 5.2.2.1-4, the original thermal dependence of the damping returned to the specimen after 144
hours at room temperature. This indicates that some reversibie thermally-activated mechanism was
responsible for this elevated temperature behavior. However, the local minima after the slight
damping peak was eliminated by the thermal treatment.
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25.0 . . . .

P5.5Gr/K1A Wire As Fab d
-2: 20.0 1Torsional Pendulum

o15.0
After 12 hr, 525 K Soak

E 10.0

25.0
in vacuum

CO 0.0
250 350 450 550

Temperature (*F)

Figure 5.22.1-3 Thermal Dependence of the Damping in P55Gr/Mg-06%Zr
(GrIKiA) Precursor Wire After a 547 K (525 IF) Soak for 12 Hours, Indicating

an Enhanced Temperature Dependence

25.0 .. .

20.4 P55Gr/K1 A Wire As Fabricated
20.0 Torsiona Pendulum

CLc-
0 15.0.

Aft.r 12 hr, 525 K Soak

E 10.0

• 5.0
1 144 Hours @ RT

a. After Soak IIn
0 .0 . .. . . . . .

250 350 450 550

Temperature (*F)

Figure 5221-4 Thermal Dependence of the Damping in P55GrlMg-06%Zr
(GrIKIA) Precursor Wire After 144 Hours at Room Temperatumr Indicating

Moat of the Initial Temperature Dependence of the Specimen Returning
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. 5.2.2.2 Clamned-Free Flexure Memamrements - Damping measurements at intermediate fre-
quencies (- 2 kHz) were performed on a continuously-driven clamped-free flexure apparatus (in
vacuum). All tests were conducted at very low strain amplitudes (< 10-7) to ensure complete strain

amplitude dependence. Temperatures ranged continuously from 73 K to 673 K (-328"I to 752TF).

As shown in Figure 5.2.2.2-1, damping values obtained at higher frequencies were far below those
observed earlier in torsion by over an order of magnitude. As the specimens were cooled, a peak
was observed at about 200 K, and when heated back to room temperature, the identical behavior was
observed with the damping becoming a maximum at about V - 0.72%. At about room temperature,
damping was relatively independent of temperature, with values of V - 0.45%. The presence of a
local minima may exist at about 500 K (441"F) as was found in the previous tests, although insuffi-
cient data were trken near this temperature to substantiate its presence. Once again, temperature
dependence was noted in these materials above 35 IT, and these results were repeatable upon cool-

ing to room temperature.

0.9

*. 0.8 P55Gr/Mg-0.6%Zr (as cast)

• 0.7

S 0.6
S0.5

C". 0.4
E
8 0.3-
o o Cool from RT to 73 K-0.2

" 0.2 Heat from 73 K to 673 K
F 0.1 C Oool from 673 K to RT

0.00  100 200 300 400 500 600 700

Temperature (K)

Fige 5.22.2-1 Thennal Depadence of the DaMping in P5SGr/Mg-0.6%Zr
(GrMKiA) Flat Specimen Indicating a Peak at About 200 K and Strong Tern-

perature Dependence Above Room Temperature.
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. 5.3 DISCUSSION

5.3.1 Discussion of Strain Amplitude Independent Damping

Damping behavior of Gr/AI composites exhibit strain amplitude dependent behavior similar to that
of metallic materials. Specific damping capacity of these composites is nearly strain amplitude
independent below 10-5, but exhibits strong swain amplitude dependence above 10-4.

At low strain amplitude levels where material damping is nearly independent of strain, the energy
dissipation is primarily attributed to anelastic relaxation mechanisms involving atomic diffusion,
dislocation relaxation (Bordoni Peak), dislocation resonance, Zener thermoelastic effect, and phase
transitions. At low tmperatre, a peak was observed in Gr/Mg damping at about 200 K (-99.4 "1).
This peak in the temperature dependence coincides with a damping peak in graphite corresponding
to a phase transition from rhombohedral to hcp at 200 K. Damping measurements of graphite fiber

alone as a function of tamperature also exhibits a peak (Fig. 5.3.1- 1), although at a slightly higher
temprature (248 K). This peak is quite reproducible upon cooling and reheating.

1.00 1 1 1 1

SOAs-Fabricated P100 Graphite

0.75

p0.50

0.25

0.0 

I-200 -100 0 100 200 300 400 500
Temperature ('C)

Figure 5JJ-1 Ther ai Dependence of the Damping in P100 Graphite Fiber
Indicating a Peak at 253 K (4.0 )
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.A number of other mechanisms not related to microstructural processes may occur, particularly in

flexural testing. During flexural vibration the top and bottom surfaces of the composite beam under-
go cyclic compressive and tensile stress states. The resulting strain is generally accompanied by a

change in temperature; temperature rises under compressive loads, and declines under tensile loads.
Energy dissipation processes resulting primarily from heat transfer due to thermal gradients within

the specimen is referred to as Zener thernoelastic damping. Zener thermoelastic damping effects
are maximum at a relaxation frequency where the period of applied stress is comparable with the
time taken for heat to flow across the beam. However, at frequencies below 100 Hz, contribution
from Zener relaxation in Gr/Mg was calculated to be below y = 0.03%, suggesting that anelastic

relaxation processes operative within the constituent fiber and matrix must be the predominant

mechanism for energy dissipation in Gr/Mg.

The dynamic response of a linear anlastic (or viscoelastic) composite in terms of their constituent

properties can be predicted by Hashin theory (Ref 5-4]. Using a correspondence principal, Hashin
has derived expressions to determine effective complex moduli of fiber-reinforced materials directly
for the composite effective elastic modulus by replacing the elastic modulus of the phases by their

complex moduli. For unidirectional composites, the axial specific damping capacity W11 can be.expressed in the following form:

EI 'l + (5-1)

where Ef w Fiber Modulus

Vf a Fiber Damping
Ell a Axial Composite Modulus

Vf z Fiber Damping

V z Matrix Damping

Vf a Fiber Volume.

Graphite fibers behave in a nearly elastic fashion and is considered to have minimal damping as
compared to the matrix. Given values for Vm - 30%, and 'r = 0.1%, Equation 5-1 yields V11 of
4.69%, which is far greater than that observed for any tests other than the torsional pendulum. Thus,

the matrix is not contributing as much damping as possible.

The KIA and MIA alloys exhibit significant damping (V > 30%) only when grain size is quite large

(e.g. D > 20 pm). At intermediate grain size, (D - 10 pm) damping for KIA were measured at only
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0

. iW - 13.8%. Using a fiber damping value of V'f - 0.1%, Equation 5-1 yields V11 of 2.22%, as com-

pared to the measured V11 value of 1.5% observed by various test methods. A major problem with
these composites is that while large grain size is required for high damping, the average grain size in

these composites is often less than 2 im. Consequently, there are two possible approaches suggest-
ed by Equation 5-1 to improve die strain amplitude independent damping response of these materi-
als, namely 1) to increase the damping contribution from the matrix by heat treatment, or to improve

the damping contribution from the fibers where a significant amount of strain energy is concentrat-

ed.

5.3.2 Analysis of Strain Amplitude Dependent Damping

As shown in the previous section, strain amplitude dependence was observed in the Gr/Mg system.

As with other materials, the total measured damping may be expressed as a sum of strain amplitude
independent (V) and strain amplitude dependent (VH,) or hysteretic, components, i.e. Vtrd = Vi +

VH- While strain amplitude dependence was noted in the Gr/Al system [Ref 5-1], the peak in damp-
ing found in Gr/Mg using the piezoelectric composite oscillator was not. It was essential that any. explanation of the strain amplitude dependence of the damping should account for the presence of a
peak.

As was found with the Gr/Al system, energy dissipation arising from dislocation breakaway from
pinning points plays a predominant role in the strain amplitude dependent damping of many non-
magnetic alloys. To verify if this mechanism is responsible for the swain amplitude dependence in
Gr/Mg, data from the piezoelectric composite oscillator tests were studied using the Granato-Lucke
(G-L) theory, with some modifications as outlined in the literature [Refs 5-5 and 5-6]. G-L theory
basically states that the stra. ,ulitude dependent damping (Vh) of a material experiencing a strain

e may be described by the foL. -g relationship

V=Li. * exp [. 2] (5-2)

where C1 and C2 are material constants. For the analysis of the uniaxial tension-tension cycling data

(Ref D-2], the strain amplitude throughout the length of the specimen was relatively uniform. Con-. sequently, Equation 5-2 could be used in its original form. However, when the strain amplitude dis-

tribution throughout the length of the specimen is nonuniform, the form of the equation must change
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. to accommodate this distribution. Granato and Lucke describe the integration of Equation 5-2 over

the length of a specimen whose strain amplitude is sinusoidal in nature, as is the case with the piezo-

electric composite oscillator (Ref 5-6]. Remarkably, the equation has only minor outward changes

in form, with minor changes in the constants C1 and C2 as shown below:

-C, CVH = -T * W (5-3)

where:

3 2i*a (5-4)
Cj"2flALN

C *a55)

. where 0 and K are orientational constants, A is the mobile dislocation density, LN is the dislocation

network length, 11* is the Cottrell misfit parameter, a is the lattice spacing, and Lc is the average dis-

location loop length. Note that the only change in the functional dependence is the replacement of

the inverse strain outside the exponential with an inverse square root strain. Therefore, a plot of In
1He 2 versus l/e should yield a linear fit if, indeed, the G-L strain amplitude dependence is

observed. Constants C1 and C2 are the intercept and the slope of the G-L plot described above. As
shown in Figure 5.3.2-1, a good linear fit is obtained with Gr/M1A data, with values C, = 3.075 x
10-4 and C2 - 3.936 x 10-5. Simila results were obtained for Gr/KIA as well, with C, = 2.415 x 10-
4 and C2 - 1.635 x 10-5. Thus, it is reasonable to suggest that dislocation damping also plays an
important role in the strain amplitude dependent damping of Gr/K1A and Gr/MlA.

In addition to the proper strain amplitude dependence, if one were to take the first and second
derivative of Equation 5-3 as a function of strain amplitude, it is noted that a maxima in the damping

should occur at a value ep = 2C2. This result also coincides well with the data, as damping peaks are

observed at approximately 3.0 x 10-5 and 6.0 x 10-5 for Gr/KIA and Gr/MIA respectively.

While the data exhibit the appropriate strain amplitude dependence for dislocation damping, it is
imperative that predictions of mobile dislocation loop length and density be evaluated and compared. to measured quantities to verify that dislocation breakaway is responsible for strain amplitude
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O dependent damping. Values for the average loop length between minor pinning points, LC , are
obtained directly from C2. From the data presented above, with appropriate material constants, Lc =
5.53 x 10-8 m and 3.57 x 10- m for as-cast Gr/K1A and Gr/MiA respectively. These values appear
to be reasonable for minor pinning point length. By substitution of other material constants and an

approximation, LN/.c = 100, one obtains an approximate value for mobile dislocation density of
3.01 x 109 /m and 5.94 x 109 /m for Gr/K1A and Gr/M1A respectively. These values, while signifi-
cantly higher than values observed for the monolithic alloys alone, are significantly lower than dis-

location densities measured from various TEM images of 0.6 - 1.6 x 1014 /m. This discrepancy can

be explained due to slip being limited to the basal plane in hcp structures such as Mg, and therefore

only a small portion of the measured dislocations are of proper alignment.

10 3 . .. ... ... ,. - .. .... I , ....

jP55Gr/Mg-1 %Mn (as cast)

10

1056'4.

v = T 3.075 x10 exp{(-3.936 x 10 /Ie) R 0.99

0.0 0.2 0.4 0.6 0.8 1.0

i/e (x 10')
Figure 532-1 Granato-Lucke Plot of Data from As-Cast GrIKIA Indicating the

Proper Sitan Ampliutde Dependence for a Dislocation Damping Mechanism

5.4 SUMMARY

Damping measurements of pitch 55 graphite fiber reinforcement in high-damping Mg-0.6%Zr

(KIA) and Mg-1.0%Mn (MlA) alloys exhibited a transition from strain amplitude independent to

dependent response at strain levels above 10-6. The strain amplitude dependent response was

explained in terms of the Granato-Lucke (G-L) model, suggesting that dislocation damping is the
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likely energy dissipation mechanism. Also, mobile dislocation densities predicted by G-L theory
were consistent with the average dislocation densities measured from various transmission electron
micrographs near the fiber-matrix interface. The strain amplitude dependence also predicted the
presence of the damping peaks, and gave a reasonable approximation for the dislocation loop length.
After substitution of appropriate material constants, a four to five order of magnitude lower mobile
dislocation density was observed than that measured by TEM, which was explained by the limited
slip systems for dislocations in hcp metals, and consequently, the small percentage of total disloca-
tions that are mobile under a low applied stress.

Damping measurements of these materials in the strain amplitude independent region as a function
of temperature indicated a contribution from a phase transformation between rhombohedral and hcp
structures in the graphite fiber at 200K (-99.4-1). Above room temperature, the temperature depen-
dent daraping response was typical of that found in the matrix alloy alone. Comparison of predicted
and measured composite damping capacity at low strain amplitudes yielded an in situ matrix damp-
ing contribution of 9% which was substantially lower than the damping capacity of cast Mg alloys.
Low in situ matrix damping in the composite could be attributed to the fine grain structure near the

fiber-matrix interface.
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CHAPTER 6.0
EFFECT OF HEAT TREATMENT UPON DAMPING OF Gr/AI COMPOSITES

Strain amplitude independent damping contributions from the matrix were well below the levels
anticipated. The low level of matrix damping contribution was attributed to the small grain size
found in the as-cast composite. It was therefore the objective of this task to increase the grain size
through heat treatment in hopes of increasing the overall contribution to the total damping from the
matrix alloy.

6.1 TECHNICAL DISCUSSION

6.1.1 Specimen Preparation

Both [0-] P55Gr/Mg-0.6%Zr (Gr/KlA) and [0"1 P55Gr/Mg-l.0%Mn (Gr/MlA) specimens were
tested in the as-cast condition, as well as heat treatments of 450"F for 6 hours, and 800" for 4,8,
and 16 hours. All of the specimens were subjected to X-radiography and metallographic examina-
tion to verify the structural integrity. All heat treatments were conducted in an argon atmosphere to
minimize contamination of the specimen surfaces.

6.1.2 Damping Test Technique

All specimens were tested using the piezoelectric composite oscillator technique. In each case,
specimens were thoroughly cleaned after heat treatment and prior to mounting to the quartz bar sys-

tem

6.2 RESULTS

Damping of Gr/MIA as a function of strain amplitude for as-cast and heat treated specimens is
shown in Figure 6.2-1. Damping of Gr/M1A increased systematically with heat treatment Strain
amplitude independent damping values were ai = 0.55%, 0.62% and 1.0% for as cast, 6 hours at
4507 and 4 hours at 800" respectively. Strain amplitude dependence also changed with respect to. heat treatment, with the position and height of the damping peak shifting to lower strain amplitudes
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in conjunction with the increase in strain amplitude independent damping. Micrographs of a 6 hour,

4507 heat treated specimen (Fig. 6.2-2) indicates a growth in grain size to as large as 10 gm, often

encompassing two or more fibers.

. 6.0 _

"5 0 P55/Mg-1%Mn
3 50 800T, 4 hr h.t.

I 450"F, 6 hr h.t.
4.0 "iI As-Cast

. 3.0

E
Cu 2.0

. 1.0

C0 0.0
io" io4  o io4'  loT5 o

Strain Amplitude
Figure 6.2-1 Damping of GrIMIA Composite in As-Cast and Heat Treated
Conditions, Indicating an Overall Increase in Both Strain Amplitude Inde-

pendent and Dependent Damping

6.3 DISCUSSION

Strain ampfitude independent internal friction can be attributed to anelastic mechanisms which can
be separated into contributions from its constituent fiber and matrix. According to Hashin theory,

internal friction of unidirectional composites (VI'I) can be expressed as

Wf = " (6-1)

where Ef, Ew, and ElI are the elastic moduli of the fiber, matrix and composite respectively, and 4ff. and V., are the damping capacity values of the fiber and matrix respectively. Equation 6-1 has been
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. used successfully to predict strain amplitude independent damping values for Gr/Al [Ref 6-1] and

B/Al [Refs 6-2, 6-31 in agreement with measured values. Given the strain amplitude independent

damping for Gr/MlA mentioned earlier, the contribution from the matrix can be calculated as 4fm

3.10%, 3.59%, and 6.24% for the as-cast and heat treatments respectively. This increase of matrix

contribution to damping from heat treatment corresponds well with the noted growth in grain size.

While the damping contribution increased, the values are still significantly below those values for

sand-cast MIA and KIA found in the literature [Refs 6-4 and 6-51.

P55G r/Mg 1/zr

IAp

Figure 62-2 Micrograph of Heat Treated P55GrlMg-O.6%Zr Showing a
Number of Grains in Excess of 10 pm Encompassing Two or More Fibers

In the case of graphite/aluminum [Ref 6-1], strain amplitude dependent damping was attributed to

dislocation motion as described by Granato and Lucke (G-L) [Refs 6-6 and 6-7]. According to G-L

theory, strain amplitude dependent damping ('VH) can be described as:

0
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N1H C eXp [.] (&2

where e, the vibratory strain amplitude, is sinusoidal with respect to the specimen length (standing

wave). For the standing-wave configuration, constants C1 and C2 are defined by the following

3 2 a7 (6-3ClE2DALNVI

C xrl*a (6-4)

where 2 and K are orientational constants, A is the mobile dislocation density, LN is the dislocation

network length, Yj* is the Cottrell misfit parameter, a is the lattice spacing, and LC is the average dis-

* location loop length. To investigate the possibility that damping from dislocation motion could be

responsible for the strain amplitude dependence, a G-L plot (1HeC1 2 vs. l/e) for the Mg-l.0%Mn
alloy was performed as shown in Figure 6.3-1. These data show an excellent fit to the predicted G-

L strain amplitude dependence. Least-squares fit of G-L plots for both Gr/K1A and Gr/MIA were

performed, and each case, very good agreement with G-L theory was found. By substituting appro-

priate material constants of a - 3.21 A, rj*(K1A) - 0.141, 1i*(M1A) = 0.219, K = 0.02, 0 = 0.04,

and LN/LC - 100, values were obtained for Lc as shown in Table 6.3-1. Dislocation loop length

increased and density increased systematically with heat treatment, which is indicative of reduction

or redistribution of minor pinning points in the matrix. Confirmation of the dislocation density of

heat treatment specimens was not possible because oxidation of the TEM specimens immediately

after specimen preparation.

The damping peak visible in the strain amplitude dependent region could also be described in terms

of the G-L theory. By taking the first and second derivatives of Equation 6-2, a maxima in damping

is predicted at strain ep where ep = 2C2. Predicted values from the G-L slopes are e, = 7.872 x 10-5,

5.908 x 10-5, and 1.618 x 10-5 for as-cast and heat treated Or/MIA respectively. The actual position

is close to the predicted values, with the exception of the 800F, 4 hr test which does not shift nearly

as much as anticipated.
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Figure 63-1 Granato-Lucke Plot of GrHKIA Composite Indcating an
Excellent Fit

Table 6-3-1 Result of Grwaato-Lucke Analysis of Strain Amplitude Dependent Damp-
ing of GrIKiA and GrIM1A

Matedal Condition C, (x 10 ) C2(x 10S) Lc (xlOam)

P55Gr/Mg-0.6%Zr As Cast 2.415 1.635 5.53
450F, 6 hr. 2.567 0.631 14.3
800"F, 4 hr. 2.249 0.532 17.0

P55Gr/Mg-1.0%Mn As Cast 3.075 3.936 3.57
450F, 6 hr. 3.107 2.954 4.76
800F, 4 hr. 4.227 0.809 17.4
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. 6.4 SUMMARY

Damping measurements of as-cast [O']s P55Gr/Mg-0.6%Zr (Gr/KIA) and P55Gr/Mg-1.0%Mn
(Gr/M1A) composites exhibited a transition from strain amplitude independent to dependent damp-
ing at about E = 10-6. Damping of the Gr/K1A and Gr/M1A composites were higher than those
measured for Gr/Al under similar circumstances. Unlike [0"1 P55Gr/6061AI specimens tested earli-
er, the Gr/KIA and Gr/M1A specimens possessed a peak in the strain amplitude dependent damp-
ing.

From the strain amplitude independent region, it was determined that the matrix contributed only
3.1% of the total specific damping capacity (V) for the Gr/MIA specimens, although damping val-
ues in the literature for these alloys were as high as V = 30%. Metallographic analysis of these
materials indicated that the grain size of the matrix was as low as 2 gzm, whereas the high damping
exhibited in the literature was for a grain size in excess of 20 pm. Therefore, Gr/Mg specimens
were heat treated to increase the matrix grain size, thereby enhancing the contribution of the matrix
to the total damping.

Prior to damping measurements, both Gr/MIA and Gr/K1A were heat treated at 45091 for 6 hours,
and at 800"F for 4,8, and 16 hours in an argon atmosphere, followed by an oven cool. Damping test
data analysis indicated that swain amplitude independent contributions from the matrix increased as
a result of heat treatment (3.59% and 6.24% for 4507, 6 hr and 800T, 4 hr heat treatment respec-
tively). Further heat treatments at 800-F for longer durations did not result in any significant
increase in damping, although micrographs indicated a coarsening of elemental precipitates in the
matriL

Data analysis of the strain amplitude dependent damping of heat treated Or/Mg indicated the strain
amplitude dependent damping can be described by the Granato-Lucke theory of dislocation damp-
ing. Strain amplitude dependence is modeled by a dislocation breakaway from minor pinning
points. Average dislocation loop length (Lc) between minor pinning points increased systematically
with longer heat treatment (3.57 x 10-9 m, 4.76 x 10-8 m, and 17.4 x 10-8 m for as-cast, 450"F, 6 hr
and 800F, 4 hr heat treatment respectively). Approximate predicted values of mobile dislocation
density was on the order of 6 x 109 1/m2, which was far lower than the average dislocation density
observed in various TEM images of 1014 I/m 2. This large difference can be attributed to the limited
slip systems in hcp structure materials, consequently limiting the number of dislocations that can
become mobile in response to an applied cyclic stress.
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. CHAPTER 7.0
ROLE OF RESIDUAL STRESSES IN DAMPING IN Gr/AI

During the fabrication process of graphite/aluminum (Gr/Al) composites, large residual stresses are
generated in the matrix when the laminate is cooled from the consolidation temperature to room
temperatur. These residual stresses are induced as a result of the mismatch in the coefficient of
thermal expansion (CTE) between the fiber and the matrix. In the case of P55 Gr/6061 Al, the
matrix contracts (CTE = 23 ppm/K) and the fibers expand (CTE = -1.2 ppm/K) as the material

cools, generating a tensile component of residual stresses in the matrix in the fiber direction [Ref
7-1]. At the microstructural level, the residual stresses are accommodated by the creation of dense
and tangle dislocation networks near the interface. These residual stresses significantly influence

the thermomechanical response such as fatigue life, CTE and damping of composites.

Damping measurements of as-fabricated graphite/aluminum compusite specimens indicated that

beyond a critical strain amplitude damping increased with the increasing strain amplitude. Because
strain amplitude dependent damping is generally independent of frequency [Refs 7-2, 7-3 and 7-4],

* damping response was examined at both high and low frequencies (80 kHz and 1 Hz) over a wide

range of strain amplitude. Data analysis in terms of Granato-Lucke dislocation damping theory [Ref
7-3], combined with transmission electron microscopy observations, suggested that mobile disloca-

tions in the tangled network near the interfaces contribute to energy dissipation at vibrational strain
levels greater than the critical strain amplitude. Therefore, any changes in residual stress state and
associated changes in mobile dislocation density near the interface could influence the damping

response of Gr/Al at different strain amplitude levels.

7.1 EXPERIMENTAL PROCEDURE

7.1.1 Material

Single-ply and four-ply unidirectional P55 Gr/6061 Al panels were obtained for damping measure-
ments. Both composite panels were fabricated by diffusion-bonding technique at DWA Composite

Specialties, Chatsworth, CA. For a single-ply panel, graphite/aluminum precursor wires were con-
solidated between 88.9 pm thick 6061 Al face sheets at 861 K and 24 kPa for 20 minutes, yielding a

composite with 0.635 mm thickness and 39.2% fiber volume. Examination of the panels using X-
radiography and optical microscopy indicated good bonding characteristics and fiber collimation.

Elastic modulus for these composites was 158 GP and ultimate tensile strength was 531 MPa.
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* From the P55/6061 Al composite panels, various test specimens were prepared for damping mea-

surements at room temperature (RT) by a resonant piezoelectric ultrasonic composite oscillator tech-

nique (PUCOT), and subresonant tension-tension cycling techniques. The apparatus for the PUCOT
consisted of piezoelectric quartz drive and gage crystals, and a specimen cut to precisely one-half of
the resonant wavelength for the specific frequency chosen (Fig. 7.1.1-1) as documented in the litera-

ture [Refs 7-5-7-9]. In this application, each test specimen was vibrated in a longitudinal standing
wave configuration at 80 kHz frequency and a preselected strain amplitude level between 10-9 and

10-4 . In the tension-tension cycling method, test specimens were subjected to a low frequency (0.1 -
4 Hz) sinusoidal oscillation in a servohydraulic machine between 1 x 10-5 - 6 x 10-4 strain [Ref

7-101. Prior to damping tests, specimens were given different thermal treatments to modify the
axial residual stress level from that of the as-fabricated state. For example, micromechanical analy-

ses show that after a cryogenic quench to -2400F, the axial residual stresses at room temperature are

near zero [Ref 7-11].

Displacement
Nodes

Specimen ' i San

i ---T;m' '=" .Strain

, i(Displacement)
------------------- - --

Drive S-,'- Stress
, o Crystal

Gage
eo*0Crystal

Piezoelectric Composite " StroStrain

Oscillator Assembly a Distribution
I 4.

Figure 7 J-1 Schematic of the Stress and Strain (Displacement) Distribution of the Piezoelec-

tiic Ultrasonic Composite Oscillator Technique (PUCOT)
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* Five different types of test specimens were prepared with the processing condition and heat treat-

ment described below:

a) as-fabricated
b) Stress-relieved (SR): As-fabricated specimens were slowly quenched in a liquid nitrogen (77 K)

to induce interfacial matrix yielding to reduce the residual stresses,

c) -T6 condition: Specimens were solution annealed at 853 K for 0.5 hours, followed by a water

quench at RT. Subsequent artificial aging was done at 444 K for 20 hours,

d) -T6/stress-relieved, and

e) Recreated as-fabricated condition: Stress-relieved specimens were heated to 853 K and air

cooled to room temperature, thus recreating the consolidation conditions. As a result, the residu-

al stress level in the specimen should be equivalent to the as-fabricated condition.

Four-ply composite specimens (in the as-fabricated and stress-relieved conditions) were used for

peoelectic composite oscillator tests because they were thick enough (2.0 mm) to be bonded to

the drive quartz crystal using E910 adhesive. In tension-tension cycling technique, single-ply com-

posite specimens in the as-fabricated, -T6/stress-relieved and recreated as-fabricated condition were.tested to examine the effect of residual stresses on the damping capacity.

7.2 RESULTS AND DISCUSSION

Damping behavior of as-fabricated [0"]4 P55/6061 Al specimens in piezoelectric composite oscilla-

tor tests at 80kHz between 10- - 104 strain amplitude levels is shown in Figure 7.2-1. These results

indicated that within the 10- - 10-5 strain amplitude range, specific damping capacity of the test

specimen is nearly uniform (V - 0.55 - 0.6%). Above 10-5 strain amplitude, damping capacity of as-

fabricated specimen gradually increased with strain. The transition from the strain amplitude inde-
pendent to dependent damping response in the as-fabricated specimens was similar to the typical

damping behavior of [0] Gr/Al [Ref 7-12], [0"]s Gr/Mg [Ref 7-13] and discontinuous silicon car-

bide aluminum matrix composites [Ref 7-14].

Similar strain amplitude dependent damping response was also observed in the data obtained by the

tension-tension cycling test technique between 1.5 x 10-4 and 3.5 x 10-4 at 1 Hz (Fig. 7.2-2). Subse-

quent tests at 0.4 and 4.0 Hz yielded damping values identical to the 1 Hz test above 10-4 strain
amplitude. These results showed that average damping capacity of Gr/Al at these strain amplitude.levels was significantly higher than those obtained by PUCOT at 10-4 strain amplitude. Comparison
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. of these data at other strain amplitude was not possible due to limitations of each technique. The

higher damping observed by extensional tension-tension cycling at 10-4 strain amplitude could be

attributed to its length-independent strain distribution compared to the sinusoidal strain distribution

in PUCOT (Fig. 7.1.1-1), thereby resulting in an overall higher strain amplitude level. In the ten-

sion-tension cycling test method, the average damping capacity of a reference 6061-T625A1 speci-

men was V - 1.8% between I x 10-4 and 4 x 10-4 (Fig. 7.2-2) compared to V - 1.1% for 6061-T6 as

measured at 40 Hz by Whaley, et. al. using a double base excited cantilever beam apparatus [Ref

7-15]. Their experimental measurements showed that 6061-T6 exhibited constant damping capacity

until 1.3 x 10-s strain level had been reached. Above this strain value, damping increased with

increasing strain amplitude. While 6061-T6 Al exhibits nearly strain amplitude damping between

10-5 and 10-4 strain levels, Gr/Al composites showed distinctively strain amplitude dependent damp-

ing behavior both by PUCOT and uniaxial tension-tension cycling techniques at 80 kHz and 1 Hz

respectively. Lucke and Granato (Ref 7-16] identified that strain amplitude dependent response in

metallic materials was basically independent of text frequency because of the operational energy

dissipation mechanisms described later.

* 2.0 _ _ _ __... . .. .... .. ... ... I ...

SOO Piezoelectric Composite
)0 Oscillator (80 kHz)

Z.

1.0

4l [ °'] P5saG 6 Al
CO,

0.0 1 . . ... 1- 1.. . a . .. .. gold..i ',,

0o 10 1G7  10 5 150 1G
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Figww 72-1 Damping Behavior of As-Fabricatedfl 074 P55/6061 Al
Specmns in Pieoelcic Composite Oscillator Tats at 80k Hz Indicat-

ing Both Strain Amp Independent and Dependent Response
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Figure 72-2 Damping Behavior of As-Fabricated [0 7 P5516061 Al Specimens in
Tension-Tesion Fatigue Tests Indicating Both Strain Amplitude Independent and
Dependent Response and an Overall Greater Damping Capacity than Observed by

Piezoelectric Composite Oscillator

The strain amplitude dependent damping behavior of GrIAl composites has ben examined by ana-
lytical models based on micromechanics, and microstructural features [Ref 7-12]. Micromechanical

analysis suggested that, in the presence of residual axial tensile stress (about 20.7 MPa), microyield-
ing could initiate in the matrix even at 10-4 strain level, while the composite behaves nearly in the

elastic manner until the failure strain level of 3.4 x 10.3 has been attained. Various measurements of
residual stresses by x-ray diffraction [Ref 7-17], acoustoelastic [Ref 7-18] and acoustic emission
[Ref 7-19] indicated that in as-fabricated Gr/Al, axial residual stresses could be between 20.7 and
124.8 MPa. With these high residual stresses in the matrix, the damping response would exhibit
transition at strain levels lower than 10-4, as observed in Figure 7.2-1.

In addition to micromechanical approach, the strain amplitude dependent damping response has also
been analyzed in terms of microstructural features (e.g., dislocations, second phase particle size and

spacings) using the Granato-Lucke (G-L) model [Refs 7-2, 7-3, 7-16]. The G-L theory describes theS response of a dislocation to an oscillatory stress as a vibrating suing that is anchored between major
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.pinning points defined by tangles (or large precipitates) and impurities (or fine precipitates) are dis-

tributed as minor pinning points along the dislocation network. According to this model, disloca-

tions vibrate about minor pinning points up to a critical strain amplitude beyond which dislocations
break away from these minor pinning points and oscillate between major anchoring points, thereby
providing hysteretic energy loss.

According to G-L theory, for a material subjected to the vibration in a uniform strain field, strain
amplitude dependent contribution to the damping (wH) is given by

where C1 and C2 am constants in terms of material parameters. In a plot of In {VHeIversus l/e the
slope C2 provides a measure of pinning point density, and the intercept C1 is indicative of mobile
dislocation density. The exponent n depends upon the specimen length dependency of the oscillato-

ry strain amplitude, i.e. n - 1 if strain amplitude is uniform (uniaxial tension-tension cycling) or n =
1/2 if strain amplitude is sinusoidal (piezoelectric composite oscillator). Figure 7.2-3 shows a typi-
cal G-L plot from the damping data obtained by tension-tension cycling tests. By introducing
appropriat material constants, the calculated mobile dislocation density was A - 6 x 1013 l/m 2 for
Gr/AL This mobile value was quite consistent with the average dislocation density A - 4 x 1014

1/n2 obtained by quantitative image analysis of various transmission electron micrographs [Ref 7-
20]. Average dislocation density near the fiber-matrix interface was higher in the composite com-
pared to the unreinforced 6061 aluminum alloy (A - 8 x 1012 1/M2 ) suggesting that mobile disloca-

tions in Gr/AI could trigger transition to strain amplitude dependence at lower strains than in an Al
alloy. The high dislocation density was associated with the residual stresses that were generated
during the consolidation process due to the mismatch in the CTE between the matrix and fiber.
These residual stresses were accommodated by the creation of dense and tangled dislocation net-
works in the matrix, adjacent to the interface [Ref 7-21].

Both G-L theory and micromechanical analysis suggested that movement of dislocations or equiva-
lently residual stresses in Gr/Al composite could be responsible for exhibiting strain amplitude
dependent damping response at lower strain levels than required for 6061 aluminum alloys. Any
modification of the residual stress state by appropriate heat treatment would also influence the
damping response. Figure 7.2-4 -;hows that the [0"14 P55/6061 Al specimen, after a stress relieving. reatment by cryogenic prestraining method, exhibited nearly strain amplitude independent damping
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. response even after 10-5 strain level in the PUCOT test. The absence of strain amplitude dependent
damping compared to as-fabricated specimens (Fig. 7.2-3) could be attributed to the reduced residu-
al stresses near the fiber-matrix interface. With a near =ro residual stress state, the transition to

strain amplitude dependent damping would shift to higher strain levels (> 10-4) compared to as-fab-
ricated specimens with tensile residual stress.

10."

-3

,o de,
107

Q!f- 1.0 Hz: eV -0.000582 exp (-0.001051p-); R -0.99

10.

0 1000 2000 3000 4000 5000 6000 7000

Figure 72-3 Granato-LUCAWk Plot 010[ 7 P55Gr16061AI Imficadng thde Proper
SDrAi Amplbat& Dependewe#

Similarly, damping mwasurmets of [0"] P55/6061 Al specimens heat treated to -T6/stress-relieved

condition (Fig. 7.2-5) showed the absence of strain amplitude dependence found in as-fabricated

specimens. Both -T6 and -T6/stress-relieved composite specimens also exhibited similar damping

response. The average damping capacity of -T6/stress-relieved composite specimens was higher

than de unreinorced 6061-T625Al alloy (V = 1.8%), although the strain amplitude independent

nature of specimns was nearly identical. When the stress-relieved specimens were heat treated in
accordance with the diffusion bonding process conditions, their measured damping capacity and

strain amplitude dependence was found to be similar to the as-fabricated specimens. These observa-

ions of the repeac of strain amplitude dependent damping within I x 10-4 - 4 x 10-4 strain
~amplitude suggested that the composite damping is clearly influenced by the magnitude of matrix
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* residual stress. The presence of the tensile residual stress state near the interface introduces a static
load along the same direction as the applied force, thus triggering the strain amplitude dependent
damping at low strains. By cryogenic quench treatment, the residual stress in the composite was
relieved through matrix yielding, consequently the transition from strain amplitude independent to

dependent damping shifted to high strain levels.

2.0---------.

zoI Piezoelectric Composite
P Oscillator (80 kHz)

O _  1.0As-Fabricated,

0

E

Stress-Relieved 4-ply [01P55Gr/6061A1

0.0
if- 104  1C7  104  1a s  IG

Strain Amplitude

Figure 72-4 Damping Response of fO 74 PSSGr/6061 Al by Piezoelectic
Composit Oscillator Indicating a Lack of Strain Amplitude Dependence

After Cryogenic So= Relieving

7.3 SUMMARY

Damping measurements of as-fabricated unidirectional P55/6061 Al specimens indicated that

beyond a critical strain amplitude, damping increased with increasing strain amplitude. Data analy-
sis in terms of Granato-Lucke theory, combined with transmission electron microscopy observa-
tions, suggested that movement of dislocations in the tangled networks near the interfaces could pro-
vide the operative energy dissipation mechanism at these strain levels. These dense and tangled dis-.location networks were associated with the thermal residual stresses that are generated by the differ-

ences in thermal expansion of graphite fiber and aluminum matrix.

7-8



14.0
[01 P55 Gr/6061 AI A

Z 12.0 X A-Fabrcad
CL . Str e Relieved

10.0 A Recrate As-Fabricated
Condton

(a 8.0

. 6.0
E

4.0 6061-T625
CO 2.0 - M'

Tenseon-Tenion Cycling (1 Hz)
0.0 I

0 100 200 300 400 500

Strain Amplitude, e (x 10 e

Figure 7.2-5 Damping Response of fO 7 P55Gr16061 Al by Tension-Tension
Fatigue Indicating a Lack of Srain Amplitude Dependence After Cryogenic

Stress Relieving and -T6 Heat Treatment

Residual stress state near the fiber-matrix interface was modified by appropriate heat treatment pro-
cedures. As-fabricated Gr/Al specimens subjected to cryogenic quench treatment to relieve residual
stresses through matrix yielding showed the disappearance of strain amplitude dependent damping
response when measured both by piezoelectric composite oscillator and uniaxial tension-tension
cycling test methods. When the strem-relieved specimens were heated to diffusion-bonding process

temperatur (861 K) and slowly cooled to room temperature, their damping response exhibited the
reappearance of strain amplitude dependent behavior at strains between I x 10-4 and 4 x 10-4 . The
presence of residual stress along the axis of vibration induces strain amplitude dependent damping
response at stress levels much lower than those observed in stress-relieved specimens. These obser-
vations of heat treated and as fabricated Gr/Al indicated that residual stresses play a significant role
in the damping behavior of composites.
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. CHAPTER 8.0
ACOUSTIC EMISSION FOR DAMAGE CHARACTERIZATION AND
RESIDUAL STRESS MEASUREMENT OF METAL MATRIX COMPOSITES

Continuous graphite fiber-reinforced metal matrix composites (MMC) are candidate materials for

use in large precision space structures (LPSS) due to their high specific mechanical properties, resis-

tance to environmental attack, high thermal and electrical conductivities, near-zero coefficient of
thermal expansion (CTE), and the potential for high damping. As with any composite, however,

characterization of MMC structural integrity is more difficult than with monolithic alloys because of
their complex nature. Of particular interest to investigators studying the damping response of these
materials ae the interfaces and the immediate surrounding region between the fiber reinforcement

and matrix materials. Damping of metal matrix composites and interfacial phenomenon occurring

during cyclic loading are interrelated in terms of dislocation substructure, interfacial rubbing, local-

ized matrix yielding, and the residual stress state. Unfortunately, conventional techniques often are
unable to detect or identify these phenomenon because they can only be observed in situ. As a

result, greater emphasis is being placed on development of in situ, nondestructive evaluation tech-

niques (NDE) to study composite interfaces.

Use of acoustic emission (AE) has become widespread in both industry and academia for characteri-
zation of the structural integrity of composites (Refs 8-1, 8-2 and 8-3]. Possible sources of AE in
composites include matrix cracking, fiber breaking, interfacial shear and friction, interfacial bonding

and extensive matrix plastic flow (Fig. 8.0-1). Applications range from research to quality
control/production monitoring. In particular, AE has been used for the study of interfaces, primarily
in polymeric matrix compos-
ites, but with increasing use
in metal matrix composites. _ _--

With the advent of computer- A a Localized Matrix

controlled AE data aquisition A C 8 Bage

equipment and digital tran- C Localized Interfacial

sient recorders, sophisticated8 Shw rm Fricion

data analysis techniques are E Dii Intrfacial cDiil

now possible, allowing iden- E. eiv Matrix Plasc

tification of damage in speci- --

mens with simple geometries Figure 8.0-1 Schematic of Possible AE Sources and Asso-

O [Ref 8-41. dated Mechanisms in Metal Matrix Composites
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. In this task, use of acoustic emission techniques was evaluated for unidirectional graphite fiber-rein-
forced metal matrix composites. Both aluminum and magnesium matrix systems were studied and
the results compared to obtain unique signatures for these two types of materials. Damage initiation
and progression were studied for both flat and wire specimen geometries, and deformation mecha-
nisms were identified for metal matrix composites. Because of the identification of deformation

mechanisms in these materials, a methodology was also developed for quantifying the residual stress
state resulting from CTE mismauh during fabrication.

8.1 AE TERMINOLOGY

Acoustic emission is the measure of a stress wave propagating through a material resulting from a
sudden release of suess. These stress waves are usually the result of cracking, dislocation break-
away, magnetic domain motion, and in composites, delamination and interfacial friction. Measure-

ment of these stress waves is accomplished by a piezoelectric transducer that converts specimen
motion (velocity or displacement) into an electrical signal. A schematic of an AE event is given in
Figure 8.1-1. Some degree of noise exists in the signal as a result of amplification often as high as. 100 db. Consequently, an electronic threshold is predetemined above which an AE event is detect-
ed. The number of times that this signal crosses the threshold is called counts and the peak ampli-
tude reached is called its amplitude. With the advent of sophisticated, computerized analysis sys-

tems, a number of other
parameter of the AE
signal can be studied, Ris.,e

such as the rise time of

the signal (from first counts (10)

detection to peak ampli- n td

tude) and event durationA - 0 .Theol
(from the signal arrival 7r0ihoA
time to the time at which Time (ms)
the signal last crosses Noise

the threshold). Further

analysis can yield the

energy of the event and

the root-mean-square 
-D

WAS) voltage of the Figure 81-1 Schematic ofan Acousdi Eminion Signal Indi-
AE signal. cating Related Terminology
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. 8.2 EXPERIMENTAL APPARATUS

8.2.1 Acoustic Emission Equipment

To measure acoustic emission from test specimens, Physical Acoustics Corporation (PAC) Micro30
piezoelectric transducers were attached to the specimen. These transducers produced an electrical
signal in response to surface motion resulting from a sudden release stress within the specimen.
Battery-powered Panametrics preamplifiers with switchable 20-40 db gain were used to amplify
transducer signals. Coaxial cables were used throughout to minimize RF noise. Kron-Hiue filters
placed between the preamplifiers and the data acquisition system provided a bandpass of 100-300
kHz. A PAC 3000/3104 computer-based data acquisition system monitored the acoustic emission as
a result of tensile testing. Four independent AE inputs were available and all parameters associated
with AE a"alysis were either hardwae or software-selectable. A block schematic of the parameters
measured by the PAC system is shown in Figure 8..1-1. In addition to transducer inputs, a number
of analog inputs were available. Load, strain (where possible) and rms voltage were recorded for
each AE events detected. Data were digitized and stored both in internal memory and on floppy
diskette. Consequently, in-depth analysis of AE data, such as energy, amplitude, count, etc. distribu-. tions can be accomplished after testing has been completed.

Computerized AE Analyzer

rms rms Volta

Meter

hnryMonitor

AE Signal(s) Amplifier
From Filter Events Disk Drive

Load oa Printer
Cell

Figure 821-1 Block Diagram of Signal Input for the PAC3000 Acoustic Emis-
sion Data Acquisition and Analysis System
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8.2 Mechanical Loading Apparatus

Stress necessary to activate AE mechanisms was supplied by uniaxial tensile loading. In both cases,
a constant crosshead rate was maintained and a load cell monitored the resulting stress. As the
e imetal setups were different for the wire and flat specimen geometries, each will be discussed
below.

822.1 Wre Spemen Geometr - Great care was taken so as to eliminate spurious acoustic
emission and to ensure uniaxial loading of wire specimens. A 4-5 kN Instron tensile machine was
used to apply load and a specially-designed gripping arrangement was used as shown in Figure
8.2.2.1-1. Cylindrical brass bearings and universal joints were used to allow rotation of the grips to
ensure uniaxial loading. Special aluminum tabs were machined to allow for load transmittance to
the specimen without stress concentratio. Two AE transducers were placed onto the aluminum tabs
with water-based acoustic couplant and held in place with constant-force spring clips. It was felt
that the use of two transducers could allow AE source location. Output from the load cell was sent
to the PAC 3000/3104 system. Because of the specimen geomeuy, it was not possible to measure
the resultant strain during tensile testing.

rms Volt Meters

Universal Joint

BearingsLoad~Cell

Transducers Preamp Filter Physical Acoustic Corporation

T3000 Computer Acquisition/Preamler Analysis System

Wire
Grips =

Printer Disk Drive Monitor

Figure 822J-I Schemati of the Testng Apparatu Used in the AE Analysis of

Precusor Wire Speimens
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. 8.2.2,2 Flat Snecimen Geometry - In a similar fashion, flat specimen geometries were tested in

tension by using a Dillon 45 kN tensile machine with a gripping arrangement shown in Figure

82.2.2-1. Load cell selection was dictated by the failure loads anticipated for a particular specimen
type. Only one transducer was placed at the center of the gage length in each of the flat specimen

tests as it was felt that there was insufficient resolution of arrival time differences to facilitate source
location. As was the case with the wire geometry tests, universal joints were used to ensure uniaxial
loading of the specimen. Mechanical clamp-type grips with allen head bolts secured the specimen,

and the torque for each bolt was monitored during specimen mounting (22.6 N-m). RMS voltage,
load cell and strain gage (standard wheatstone bridge apparatus) analog outputs were monitored by

the PAC 3000/3104 system.

Wheatstone Bridge
iiis Volt Meter (Strain Gage)

0 =:- I'oad Cel

Physical Acoustic Corporation
Pream 3000 Computer Acquisition/

Transducer Anai System

Composite Aluminum Tabs
Specimen e e.rp

Printer Disk Drive Monitor

Figure 8222-1 Schematic of tu Testing Appara Used in the AE Analysis of
Flat Spcimens

8.3 SPECIMEN FABRICATION

As can be inferred from the previous section, different specimen geometries dictated different speci-

men fabrication procedures. However, there were techniques common to both types of specimens.
A special acoustically-quiet adhesive, Dexter-Hysol EA9330.4 was used because of its lack of
asbestos and its minimal binder volume (< 5%), both potential sources of spurious acoustic emis-
sion. Care was taken in both cases to minimize excess adhesive. In addition, this adhesive cured at.room temperature (48 hour minimum before testing) to minimize possible thermal effects noted ear-
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* ir for these metal matrix composites. Specimen surfaces were hand-sanded to provide a better

bonding surface. In both cases, care was exercised to ensure tab and specimen alignment during

bonding and curing operations. Below the specimen fabrication procedures specific to each speci-

men geometry are discussed.

8.3.1 Wire Specimen Geometry Fabrication

Precursor wires of Pitch 55 Graphite and

6061 Aluminum were fabricated by

Materials Concepts, Inc. from Union M Unit P-55S 2K P55Gr/6061AI

Carbide Thornel 2000 filament count (bunde) xrcwo
Densty gmtrW 2.0 2.77

fiber bundles. Some of the specimens Tnle Moda GPa 379.0 217.9"
were subjected to shear deformation Tnile Stngth O 1.72 1.02

weret subjcte to 10 10
accounting for 50% and 35% reductions. bt/S wd - 2000 2000

Fib. Volume %- 47.98
Metallographic analysis was used to Uu from _ -

determine structural integrity for both Table 83J-1 Mateial Properties of P55Gr/6061Al
as-fabricated and shear deformed speci- Precursor Wires and Its Constituents

mens. Material properties for these pre-

cursor wires are given in Table 8.3.1-1.

Aluminum tensile tabs for the precursor wire specimens were fabricated from 6061-T6 as shown in

Figure 8.3.1-1. One section of the tabs was threaded to allow for the matching section to be bolted

in place, thus securing the specimen in the tabs during bonding and to provide a mechanical bond.

Alignment of the specimen to the aluminum tabs during bonding/curing operations was accom-

plished by an alignment jig as shown in Figure 8.3.1-2. Bottom sections (threaded) of the tabs and

alignment pins were placed in the jig, adhesive was applied to the knurled surface and the specimen

was placed in the alignment pins. Hold down pins were placed in the alignment pins and pressure

was applied by clamps while slight tension on the specimen was maintained. Finally, adhesive was

applied around the wire specimen and the top portions of the tabs were bolted into position. Pres-

sure from the hold down pins was not remove until the adhesive had cured.

To ensure that additional damage to the specimen was not introduced during handling, an aluminum

support bar was bolted to the grips prior to clamp removal. This support bar was not removed until

the specimen secured in the tensile apparatus described previously in Figure 8.2.2.1-1.
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Threaded Tab-S e i n

Knurld SufaceUnthreaded Tab

Allen Head Bolts

Bearing Surfaces

Figure 8.3J-1 Schematic of the Alwnn Tensile Tabs Used in This Investi-
gation for Precursor Wire Specinens

Bondng o thePurore Seimn
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. 8.3.2 Flat Specimen Geometry Fabrication

Single-ply unidirectional panels were cut from flat panels utilizing state-of-the-art fabrication tech-
niques. Aluminum matrix composites were fabricated by diffusion bonding techniques by DWA
Specialties, Chatsworth, CA, and magnesium matrix composites were fabricated by vacuum invest-
ment casting techniques. Specimens were tested in the as-fabricated conditions and material proper-
ties for each type of specimen are given in Table 8.3.2-1.

Table 83.2-1 Material Propenies for Coninuous Graphite
Reinforced Metal Matrix Composite Flat Specimens

Fber Bas Ultimate
Mids Dnty Volume Modulus Strength(gnm N) ( P, (G Pa) p=

Single-Ply PS5 Gr/6061 Al 2.413 39.23
-[01 157.9 530.9
- [901 38.2 30.5

P100 Grfi061 Al 2.463 34.0
-[01 255.9 640.0
-[9011 37.24 57.9

P100 Gr/AZ91CIAZ31B M; 1.854 26.S
-01 223.5 573.8
-(901 33.1 100.7

Tensile tabs were fabricated from 6061 aluminum tensile tabs to minimize stress concentrations and
ensure a specimen gage length of 7.6 cm. A schematic of the tensile tabs is shown in Figure 8.3.2-1.
In each case, tab widths were machined to match precisely the width of the specimen which was
nominally 1.3 cm. Surfaces of the specimen within the tab were hand sanded and inner surfaces of
the tabs were sand-blasted to ensure proper bonding surfaces. Bond line thickness was maintained
at 76 pm through the use of thermocouple wires placed along the specimen perpendicular to the
loading axis. Teflon blocks were used to align the specimen and tabs during bonding and all excess
adhesive was removed prior to adhesive curing. Total specimen/tab thickness was kept to 6.45 ±
0.13 mm to ensure alignment with the gripping arrangement described earlier.
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0.003 Inch diameter Wires Composite Specimen

6061-1 Aluminum Tabs Dexter-Hysol EA9330.4 Adhesive

Figure 8.32- Schemadi of the Almwnwn Tensil Tabs Used in ThM Invesigation for Flat
Composie Specixm

8.4 RESULTS AND DIC 1USSION

. Initial investigations into AE of metal matrix composites focused upon damage characterization and
identification of the ABE sources. After sufficient information was obtained for both Gr/A and
Gr/Mg systems, this technique was employed to study the residual stress state generated during fab-
rication by monitoring matrix yielding.

8.4.1 Damage Initation and Progression

AE data from both precursor wire and flat specimen geometry were obtained to monitor the initia-
tion and propagation of damage in metal matrix composites. Both Gr/Al and Gr/Mg composite sys-
tems were ut"lized.

4.1.1 Precursor Wire Geometr - Preliminary investigations into tensile behavior of wire
specimens indicated a propensity for inter-grip failure, thereby negating any useful mechanical and
AE information. A "feathering" of a softer adhesive from the gage length to 1.3 cm (0.5 in.) within
the tabs was shown to enhance the probability of failure within the gage length. Subsequently, only
data from tests with inter-gage failure were considered for evaluation.
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. Acoustic emission amplitude distribution for as-fabricated precursor wire as a function of failure
stress during constant rate tensile loading (@ 0.40 N/rain) is shown in 8.4. 1. 1- 1. A low-amplitude
AE peak at approximately 33 mV appeared almost immediately upon loading and continued to grow

throughout the test. Some AE activity was observed at higher amplitudes after 50% failure stress
has been reached, resulting in a peak at 66 mV evident after 75% failure stress, which corresponds

to 447.4 MPa (64.9 ksi). After failure, the first peak amplitude was over twice that of the higher

amplitude peak.

Percent Failure 75 Failure Stress
Stress So 8.5 s

25

0_
300

!250i
T 200 L

z 150-
F100

0 20 40 60 so 1 0
Amplitude

Figure 8A J -1 AmplWtu DiWtiutionsfor As-Received P55GrI6O61Al Precursor
Wire Spemens at 25%,50%, 75% and 100% Failure Stress Showing the Develop-

mexn of the Two Ampltude Peaks

Also of interest is the progression of damage in a composite when some damage is present in the

material prior to testing. This "pre damaging" of the specimen was accomplished by shear deforma-
tion of the precursor wire. Micrographs of these specimens, shown in Figures 8.4.1.1-2 and 8.4.1.1-
3 for as-received and shear deformed to 0.18 mm respectively, indicate increasing void volume and

fiber breakage with increasing shear deformation.

A comparison of amplitude distributions from Gr/Al specimens for as-fabricated and shear-
deformed conditions is given in Figure 8.4.1.1-4. Shear deformed specimens exhibited only a low.amplitude peak, while the as-received specimens exhibited both a low and high amplitude peak.
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. This twin peak has also been observed in the B/Al system as well [Ref 8-2]. Typical AE event sum-

mation with respect to time for as-received and shear deformed specimens is shown in Figure

8.4.1.1.5. Shear deformed specimens exhibited a higher event summation rate, but failed at a lower

stress, thereby resulting in an overall lower number of total counts.

IP 5G/061A! Precursor wie s el

Figure 8A11-2 Photomicrograph of a Transverse Section of As Received
P55Gr6O61Al Precursor Wire Indicating Good Fiber-Matrix Interfacial Bonding and

No Fiber Breakage

An attempt was made to locate AE sources along the specimen gage length from arrival time differ-

ential of the two transducers. However, measurements indicated that insufficient resolution existed

with these high modulus, low density materials, which in turn relates to a high velocity of sound.

Possible corrections include a larger specimen gage length or a redesign of the grips, allowing for

placement of the transducers in-line with the specimen axis and thereby enhancing AE transmission. to the transducer. Both of these items are being addressed for future tests.
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Figure 84.1J-3 Photomicrograph of ,s Transverse Section of P55Gr6O61Al Precursor
Wire Shear Deformed to OJ8 mm (0.007 in) Indicating Degredation of the Fiber-

Matrix Interface and Significant Fiber Breakage

8.4.1.2 Flat Snecimen Geometry - As was observed with precursor wire tests, a number of

specimens fractured near or within the aluinum tabs, and thus were eliminated from further con-

sideration. Both aluminum (diffusion bonded) and magnesium (both diffusion bonded and vacuum

investment cast) matrix composites were studied in this investigation.

84.12.1 GraphitelAluminum Matrix Composites - Damage sites in diffusion bonded

P1OOGr/6061A1 were initiated by thermal cycling for 100 and 1000 cycles between ±250F. Typical

stress-strain behavior and corresponding RMS voltage of the AE from diffusion-bonded

PlOOGr/6061A1 composites after 100 thermal cycles are shown in Figure 8.4.1.2.1-1. Gr/A1 com-

posites exhibit burst-like AE behavior beginning at about 1200 microstrain and RMS liftoff occur-

ring after 1500 microstrain. Little AE activity was observed until substantial load was applied, with

failure occurring at 502.8 MPa (72.9 ksi). Very little difference in the mechanical properties and the

AE were observed between the 100 and 1000 thermal cycle tests as is evidenced by little change in

AE rate (Fig. 8.4.1.2.1-2), indicating that no appreciable change in the damage was made by thermal. cycling.
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e ~~~350 ' ' ,

Interlacial P55Gr/6061 Al Precursor Wire300 Falr
or N lEAs Received (0.028 In.)

Matrix llShear Deformed (0.010 in.)
250 Plasticity MShear Deformed (0.007 in.)

Iw200 Fiber Breakage

150-

z
100

50

0 20 40 60 80 100
Amplitude

Figure 81 J.-4 Comparison of Amplitude Diebutions at Failure for As
Received and Shew Deformed Precursor Wires, Indicating the Elimination of

the High Amplitude Peak

5000 1 1 ,

I P55Gr/6061 Al Precursor Wire

w 4000/

3000

Shear Deformed to 0.018 cm

M 2000

E

CO 1000 As Received

0
0 1.0 2.0 3.0 4.0

Time (sec x 10)
Figure 8.41-5 Comparison of AE Event Rate for As Received and Shear Deformed

Precursor Wires, Indicating a Greater AE Event Rate for Damaged Specimens
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300' ' 1 0.2

As Received Ainl Pl 1P100Gr16061AI

2000 //

0.1 'C2

PUS,

1000

0 100 200 30 460 560 600 700 800 go900 0
0 ~Load (tbs) '0

Figur 8.4121-1 Stress-Strain and Cowfesponding ,ns Voltage Behavior of
POOGrI6O6JAL indicating Liale AE Activity at Low Sftesses and rmn L t-off Near Failure

Amplitude distributions from the 100 thermal cycle test are shown in Figure 8.4.1.2.1-3 for 50% and
100% failure stres. As was observed previously in Figure 8.4.1.2. 1-1, very AE activity was
observed as late as 50% failure stress. Unlike the two-peak amplitude distribution obtained for the
precursor wire tests, however, the flat composite specimens exhibited a uniform distribution
throughout the observed amplitudes for both 50% and 100% failure stress.

8.41.2..2 Graphite/Magnesiumn Matrix Comtposites- The stress-strain behavior for P100
GrIAZ9 C/AZ lB Mg (Fig. 8.4.1.2.2- 1) exhibited nonlinearity until a significant stress was
applied, and unlike the Or/Al specimen tested earlier, notable AE activity was observed at lower
stres levels. RMS liftoff was not as significant in the Or/Mg composites as it was in the Gr/AI. composites. A slight difference was noted in the AE event rate for the Or/Mg system as a result of
thermal cycling (Fig. 8.4.1.2.2-2) with the 1000 thermal cycle specimen having the higher event rate
similar to the behavior noted in the Or/Al precursor wire specimens.
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e 12000

P OOGr/6061Al .

10000 00 10 mW cycles1000 thermial cyclesI

*8000-

6000

E
z 4000

2000-

0 20 40 60 80 100
Stress (ksi)

Figure 84J2J-2 AE Event Rate for Single-Ply 0 7 PIOOGri6061AI Subjected
to 100 and 1000 Thennal Cycles Between ±250 V7 Indicating No Discernable

Change in the Damage State

Amplitude distributions for the P100 Gr/AZ91C/AZ31B Mg specimen subjected to 100 thermal
cycles is shown in Figure 8.4.1.2.2-3. Unlike the Gr/Al flat specimens, a notable, lower amplitude
peak was observed after 50% failure stress similar to the low amplitude peak noted in the Gr/Al pre-
cursor wire specimens. However, unlike the Gr/Al system, no distinguishable high amplitude peak
was observed. At failure, the magnitude of the peak was nearly twice that of the flat distribution
observed with the Gr/Al flat specimens.

8.4.2 Discussion of AE and Related Damage Mechanisms

It is reasonable to suggest that the high amplitude peak observed in precursor wire specimens was
due to fiber breakage. Awerbuch, etal. have shown single-fiber boron to exhibit only a high ampli-
tude peak at failure, while B/Al composites exhibit both a low and high amplitude peak (Ref 8-2].S Furthermore, one would expect that the higher amplitude events would result from the breakage of
the fibers which possess a significantly higher modulus than the surrounding matrix and as such
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* carry more strain energy to release at fiber failure. Further support for this hypothesis is given in the

micrographs shown earlier (Figs. 8.4.1.1-2, 8.4.1.1-3 and 8.4.1.1-4) which show good matrix infil-

tration and fiber integrity for as received specimens, but shear deformation indicates significant fiber

breakage which causes more load to be carried by the matrix and thus lowering the strain energy

released when breakage occurs.

500 " * |

[01 P55Gr/6061A
40 50% Failure Load

400 * 100% Failure Load

0
~300

A 200
E
z

100

0
0 20 40 60 80 100

Amplitude
Figure 8.4121-3 Amnpinde Mibuion of 2-ply P1 OOGr6O61Al for

50% and 100% of Failure Stress Indicadng a Unifonn Amplitude Distru-
butwin which is Independent of Stress

The low amplitude peak observed in the Gr/Al system appears almost immediately after loading, not

simultaneously with the appearance of the high amplitude peak observed in the B/Al system [Ref

8-21. Appearance of this peak at lower stresses is an indication of residual stresses in the matrix due

to a mismatch between the coefficient of thermal expansion (CTE) of the fiber (negative CTE) and

matrix (positive CE). A component of the residual stress along the fiber direction in the matrix is

tensile; consequently the static residual stress in the matrix is added to the applied tensile load.

Thus, within the same matrix alloy system, stress-induced AE mechanisms to appear at much lower

applied stresses than found in composites with lower levels of residual stress. These AE mecha-

nisms include matrix plasticity and interfacial failure. Moire interferometry conducted for Martin

O Marietta by Dr. J.S. Epstein, Idaho National Engineering Laboratory, Idaho Falls, Idaho [Ref 8-5]
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S showed matrix plasticity to exist near the fiber matrix interface during deformation. Also, because

the interface in these composites are inherently weak, it is also logical that AE would detect the

deterioration of this area.

3000- 0.2

I As Received Single Ply [0"
I P1OOGr/AZ91C/AZ31B Mg

C

0.1 -
e 9-

IO0

100 2W0 300 400 500 60 800 900 1000
Load (Ibs)

Figure 8.41.2.2-1 Stre-Strain and Corresponding rms Voltage Behavior of
PIOOGrIAZ9ICIA7J1B Mg Indicating AE Activity at Low Stresses and Only Slight rms

Lif-off Near Failure

Other differences between these tests can be observed. Lack of a definite two-peak amplitude distri-

bution in the Gr/Al flat specimens may indicate that deterioration of the diffusion-bonded interface

not found in the precursor wire tests. Presence of a middle amplitude peak, when added to lower

amplitude peaks from interfaces and matrix plasticity, and higher amplitude peaks from fiber break-

age, could obscure the two-peak behavior observed in the simpler system. Also, the larger low-
amplitude peaks observed in the Gr/Mg specimens could be due to the differences in the AE behav-

ior of aluminum and magnesium. While most of the AE behavior of aluminum occurs at yield, it is. possible in certain orientations for magnesium to exhibit burst-like AE behavior at stresses far below

yield [ ef 8-6].
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Figure 8.4J.2.2-3 Amplitude Ditribution of P OOGrIAZ9ICIAZ31B Mg for
50% and 100% of Failure Stren Indicatng a Peak at 43 mV
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. 8.4.3 Measurement of Residual Stress Using AE Technology

Residual stresses in metal matrix composites can affect their mechanical and dynamic response. Of
paricuiar interest for this investigation is the interaction between residual stresses and damping.

Residual stresses can significnatly affect the strain amplitude dependent damping response. Also, as

discussed above, the amount of residual stress in the matrix material can affect the amount of exter-

nal applied stress required to activate AE mechanisms, particularly those in the matrix alloy. For

example, if the presence of an rms peak at matrix yield typical of 6061 alloys [Ref 8-7] can be

observed, the amount of stress required for yield in the monolithic alloy minus the amount of stress

borne by the matrix when yielding is detected should indicate the amount of tensile residual stress in

the matrix. Thus, it was the intent of this part of the investigation to monitor this AE processes that

can be used to identify the amount of residual stress in metal matrix composites.

8.4.3.1 Modifications to EQuioment - The conventional AE setup for composite materials shown

earlier in Figure 8-31..2-1 did not detect the presence of a peak in rms at low stresses which would

be indicative of matrix yielding. Lack of detection of this phenomenon is primarily due to the fact

that low gain amplification typically used with composites to minimize data "clipping" may not be

sufficient to detect this peak. Thus, a slight modification to the equipment is necessary.

To ensure the detection of any low-amplitude phenomenon without losing high amplitude data, a

second rms meter circuit was added (Fig. 8.4.3.1-1). Furthermore, a high-speed AET Phoenix IBM

AT-controlled AE data acquisition and analysis system was used in lieu of the slower PAC 3000 sys-

tem. In addition to the obvious advantage of speed, the Phoenix system allows digitized rms data to

be recorded, thereby allowing comparison of two simultaneous signals at different gain.

8.4.3.2 Material Seleton - For this investigation, as-fabricated 4-ply unidirectional diffusion

bonded P55Gr/6061AI, and 8-ply vacuum investment cast P55Gr/Mg-1.0%Mn (Gr/M1A) and

P55Gr/Mg-0.6%Zr (Gr/KlA) composites were chosen. In each case, X-radiography was used prior

to AE testing to verify collimation of fiber tows, fiber integrity and matrix infiltration.

8.4.3.3 A AnaZa-.l - Stress-strain behavior of diffusion-bonded flat [0"] P55Gr/6061AI with the
resultant rms voltage from acoustic emission is shown in Figure 8.4.3.3- i. The presence of a small

peak in rms was observed, beginning at about 8 ksi applied stress. A higher gain plot (100 db) is

shown in Figure 8.4.3.3-1 (inset). Aside from this rise in rms, AE activity was relatively low, simi-

lar to behavior observed earlier (Fig. 8.4.1.2.1-1).
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* In comparison, testing of Gr/K IA specimens under identical conditions did not result in any sort of

rms peak (Fig. 8.4.3.3-2), although some liftoff is noted along with burst-type behavior at approxi-

mately 38 ksi applied stress. Most of the AE activity throughout the test was of the burst variety,

with some activity occurring as low as 10 ksi.

0.3 0.20

-- e0.18

0.16

0.14
0.2

- 0.12
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0

0.08

0.1
,0.06

Rh,

,0.04

-0.02

0.0 0.00
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Stn (MPa)

Figure G(JJ-2 Str-Stmin and rms Behavior of Cast (07 PS5Gr/Mg-O.6%Zr
Displaying a Slight nns L ftff at Higher Stresses than Observed in the Gr/AI Sys-

tem, Indicating Lower Residual Stresses are Present

&4.3.4 Determination of Residual Stress - The premise behind the use of acoustic emission to

determine the axial component of the residual stress is that any stress-related mechanisms (such as

matrix yielding, interfacial failure, etc.) are affected by the biasing stress supplied by the residual
stress. Provided that (1) the chosen stress-related mechanism can be detected by AE, (2) this phe-
nomenon can be measured in the monolithic matrix alloy as well, and (3) the stress borne by the

matrix can be determined, then AE can be used to quantify the residual stresses by noting the differ-

ences between the activation stresses in the alloy and the composite.
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. Given that the strain in the fiber and matrix should be continuous at the fiber-matrix interface (good

interface), then the stress borne by the fiber can be related to that of the matrix by the follo,, ing rela-

tionship:

Ef (8-1)of- (s-E)

where Ef a elastic modulus of the fiber, and E. a elastic modulus of the matrix. In addition, the fol-

lowing relationship between the stress components and the fiber volume Vf can be obtained from a

free-body diagram:

O - Vf (8-2)

where a is the total composite stress. These two equations can be solved simultaneously to obtain

the relationship between the applied stress and the stress borne by the matrix

0 Em (8-3).

Given the values of E. = 69.0 GPa (10 Msi), Ef = 379.2 GPa (55 Msi), and Vf - 39.2%, this indi-

cates that am = 36.2% a for Gr/AL With the onset of the rms peak occurring at a composite stress of

55.2 MNa (8 ksi), suggesting that the matrix is experiencing a stress of 20 MPa (2.9 ksi).

In precipitation-strengthened aluminum alloys, two types of AE behavior are observed. Heiple, Car-

penter, and Car (Ref 8-71 have identified the mechanisms of acoustic emission for precipitation-

stengthened alloys, including 6061 Al, as a function of matrix heat treatment. The first type of

behavior observed is a peak in acoustic emission rms voltage coinciding with the onset of plastic

flow. In these materials, Cottrell atmospheres provide unpinning of dislocations which result in the

sudden release of energy as dislocations avalanche at the onset of plastic flow. A second AE mecha-

nism in precipitation-strengthened aluminum alloys is the inclusion fracture and/or debonding. As

shown in Figure 8.4.3.4-1, AE and yield stress of 6061 Al is affected by heat treatment. Acoustic

emission in these materials decreases with aging because growth of the precipitates reduces the

solute concentration, thereby reducing the Cottrell atmospheres. Accordingly, yielding of the mono-. lithic 6061 aluminum alloy occurs at a variety of different stresses, depending upon the temper of
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Figure 8A3.4-1 Acoustic Emison and YieId Strength of 6061 Aluminum as

a Function of Heat Treatment

the matrix. For example, yielding occurs at 55.2 MPa (8 ksi) for 6061-0 and 144.8 MPa (21 ksi) for

6061-T4 (solution heat treated, naturally aged). While there is discussion as to the actual temper of

the matrix in a composite, it is possible that either 6061-0 [Ref 8-8] or 6061-T4 from natural ageing

could be the condition of the matrix. Because the matrix stress is well below either of the yield

stresses of the monolithic alloys, the axial component of the residual stress (tensile) must contribute

to the applied axial stress during tensile testing to cause matrix yielding. Thus, the axial component

of the residual stress would range from 35.2 MPa to 124.8 MPa (5.1 ksi to 18.1 ksi), depending on

matrix temper (6061-0 or 6061-T4 respectively). These results , particularly the higher range of val-

ues, coincide well with other measurements and calculations of the residual stresses in metal matrix

composites [Ref 8-81.
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. Unlike the Gr/Al test, the Gr/KlA specimen did not exhibit a distinct rms peak at low stress levels.

Acoustic emission from magnesium alloys is highly orientationally dependent (Ref 8-6], and as such

may not exhibit the distinct matrix yielding peak observed in the Gr/Al system. However, some rms

liftoff did occur at 262 MPa (38 ksi). With an average fiber volume of 46.1%, and a matrix modulus

of 44.2 GPa (6.41 Msi), Equation 8-3 yields a matrix-borne stress of only 22.3% Y. Therefore, at

the appearance of this rms peak, the matrix is experiencing a stress of 58.4 MPa (8.47 ksi). With a

yield strength of 83.0 MPa (12 ksi) for die-cast KIA alloy, the matrix-borne stress must have been

assisted by a residual stress of 24.6 MPa (3.53 ksi). This low residual stress is not surprising, as

residual stresses in these materials from CTE mismatch during fabrication should be low due to the

low matrix elastic modulus and low yield stress. Furthermore, it would be expected for cast

composites to have inherently lower residual stresses than those fabricated by a diffusion-bonding

process.

8.5 SUMMARY

. Acoustic emission (AE) technology has been utilized to monitor the initiation and progression of

damage in Gr/Al and Gr/Mg composites. During tensile loading, operative damage mechanisms

include matrix yielding, interfacial degradation, and fiber breakage. A low amplitude AE rms volt-

age peak which appears immediately after loading was indicative of matrix yielding and interfacial

degradation. Initiation of this peak in Gr/Al composite wires at low loads was possible because of a

static tensile preload contributed by residual stresses. A higher amplitude rms peak was attributed to

fiber breakage. This two-peak behavior changed dramatically as damage was introduced into the

specimens by shear deformation, where the event rate increased by virtue of the weaker fiber-matrix

interface. Fiber breakage was virtually eliminated as an AE mechanism as evidenced by the elimi-

nation of the second, high amplitude peak.

Residual stresses are an important aspect in metal matrix composites because they affect their

mechanical and dynamic behavior. Because AE mechanisms in metal matrix composites are stress-

activated, phenomenon such as residual stresses near the fiber-matrix interface can affect AE
response of deformation mechanisms. By using a reproducible AE mechanism such as matrix yield-

ing, attempts were made to quantify the amount of residual stresses in the composite. Estimated

residual stress values for the [0"] P55Gr/6061AI system ranged from 35.2 MPa to 124.8 MPa (5.1O ksi to 18.1 ksi), depending on matrix temper (6061-0 or 6061-T4 respectively). The higher range of
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. residual stress values agree well with results from the literature. Similar analysis of the [0"1

P55Gr/Mg-0.6%Zr (Gr/KIA) resulted in a residual stress value of only 24.6 MPa (3.53 ksi). These

experiments suggested that AE analysis can be used to provide a reasonable estimate of residual

stresses in metal matrix composites where yielding of the matrix alloy produces a distinct AE signa-

ture.
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. CHAPTER 9.0
HIGH DAMPING PITCH GRAPHITE FIBERS

Vibrational energy dissipation processes in a composite include contributions from different opera-
tive mechanisms in its constituent phases, namely fiber, matrix and interfaces. The dynamic

response of a linear anelastic (or viscoelastic) composite in terms of their constituent properties can
be predicted by Hashin theory [Ref 9-1]. Using a correspondence principal, Hashin has derived
expressions to determine effective complex moduli of fiber-reinforced materials directly for the

composite effective elastic modulus by replacing the elastic modulus of the phases by their complex
modulL For unidirectional composites, the axial specific damping capacity VII is expressed as the

sum of contribution from fiber and matrix:

VVV1 +1 M -V (9-1)

where Ef a Fiber Modulus

Vf a Fiber Damping

Ell a Axial Composite Modulus

Vf a Fiber Damping

Vm a Matrix Damping
Vf - Fiber Volume.

In this moduli weighted rule of mixture, damping contribution from fiber constitutes the dominant
term because EA. ratio is often between 5-15. During cyclic loading of Gr/AI or Gr/Mg compos-
ites, most of the vibrational strain energy is stored in the high modulus pitch fibers. Therefore
improvements in energy dissipation from fibers would significantly influence the damping response

of composite.

Recent measurement of fiber damping at NASA Lewis Research Center [Refs 9-2,9-3] indicated
that P55, Pl00, and P120 fibers generally exhibit low damping. For example, P55 graphite fibers
tested at room temperature at 207 Hz exhibited a damping of V - 0.15%. Typical damping response

of pitch fibers between -200*C and 400*C (Fig. 9.0-1) shows baseline response and a characteristic
peak @ about -700C, that can be attributed to microstructural transformation from rhombohedral

structure to hexagonal close-packed structure [Refs 9-4, 9-5].
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Figure 9.0-i Typical Damping Response ofAs-Received Graphite Fibers

O In terms of the role of damping capacity of constituents, an improvement in fiber damping provides

an effective approach to enhance damping capacity of composite. For example, the modulus-
weighted rule of mixture for damping described by Equation 9-1 indicates that a contribution of 'i=
2.0% from the fiber is equivalent to the contribution from matrix damping capacity of 30.8% (based
on P100Gr/Al). Among the lightweight metallic materials, only pure magnesium with large grain
size (2 40 pIn) exhibits such high damping at these relatively low strain amplitudes (-10-5). How-
ever, magnesium matrix grain size is small (< 5 pm) when incorporated in a composite because it is
governed by the interfiber spacing, and as such the in-situ matrix damping capacity is generally less
than 10%. Therefore, the most effective approach would be to enhance fiber damping and sustain
that level in the composite. Fiber damping measurements by Leisutre et al [Ref 9-3] indicate that
intercalated Gr fibers do exhibit improvements in damping.

9.1 INTERCALATION OF GRAPHITE FIBERS

Intercalation is the systematic insertion of guest atoms or molecules between the graphene (hexago-
* nal) planes in a graphite host material. Often strong oxidizing agents such as nitric acid or bromine

are used to chemically modify the pitch fibers [Refs 9-6,9-7]. The intercalate species serve as either
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. a donor or acceptor, greatly increasing the number of carriers in the graphene planes while the cami-

er mobility is reduced to a lesser degree. As a result of intercalation, the thermal, electrical, and

mechanical properties of the graphite host can be altered significantly. For example, by selecting
the proper intercalate, the electrical conductivity of the graphite host can be increased by more than

a factor of 20 (Ref 9-8].

It appears that mobile carrier species associated with increased interplanar spacing may provide a

mechanism of damping in pitch graphite fibers. Leisutre et. aL [Ref 9-3] observed that pitch fibers
modified by intercalation process exhibit an order of magnitude increase in damping as compared to

as-processed pitch 100 fibers (Fig. 9.1-1). Damping response of intercalated fibers also shows the

characteristic rhombohedral to hcp peak at low temperature (-700C) and a high temperature (2000 C)
peak that could be associated with intercalant movement or sliding between the graphene planes.

But after heating the fiber above 300°C, the measured damping gradually drops down to baseline

level because the intercalant tends to escape from the pitch fibers. Because temperatures well in
excess of this will be experienced during consolidation, an innovative process must be developed to

seal in the intercalants before these high damping fibers can be incorporated into metal matrix com-
posites.

4.0
. P1 00 Grapoite

A As-Fabricateda. In tercalted

2. 0!

A 1.0

0.0
-200 -100 0 100 200 300 400 500

Temperature ('C)

Figure 91-1 Damping Response of Intercalated Graphite Fibers Indicating a
Sign icant Increase in Damping
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S 9.2 FABRICATION AND TESTING OF HIGH-DAMPING FIBERS

In an attempt to seal the intercalants, brominated pitch fibers were plated with electroless nickel at
Martin Marietta. An average plating thickness on each fiber was 75A, and the temperature of plat-
ing bath was maintained below 100*C. Damping capacity of the plated-intercalated fiber was mea-
sured in the flexural test setup at NASA Lewis Research Center [Ref 9-9]. Preliminary test mea-
surement at different tempetur indicated that baseline damping capacity of coated fiber was com-
parable to unintera fibers, and still showed the characteristic peak at about -700C (Fig. 9.2-1).
The low damping could be due to the nickel sheath which experiences the maximum strain during
flexural vibration. Also, it is likely that residual intercalant level in the coated fiber is less than as-
brominated fiber, if the intercalant had escaped slowly, even at 100"C. Therefore, to exploit the
high damping of intercalated fibers in a composite, innovative methodologies must be developed to
seal the carrier apecies within the fiber, before incorporation into a metallic matrix.

0.5

0.4

.4 0.3

E 0.2

a0.1
Intercalated/Coated
P100 Graphite Fiber

00 .
-200 -150 -100 -50 0 50 100

Temperature (*C)

Figure 92-1 Damping Behavior of Intercaate&lNicke Coated Fibers Exhibiting
Low Damping Response
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. 9.3 SUMMARY

An increase in fiber damping would provide a significant contribution to the total damping of a
graphite fiber reinforced metal matrix composite because the fibers are sites of the highest strain
energy. Preliminary experiments have indicat that intercalated (brominated) graphite fibers exhib-
it an order of magnitude increase in damping when compared to as-processed pitch fibers. Bromi-
nated pitch fibers were plated with electroless nickel at Martin Marietta in an attempt to seal the
intercalants at low temperatures prior to preparing precursor wires. Damping capacity of the plated-
intercalated fiber was measured in the flexural test setup at NASA Lewis Research Center. Prelimi-
nary test measurement at different temperature indicated that baseline damping capacity of coated
fibers were comparable to unintercalated fibers, and still showed the characteristic peak at about -
70*C. The low damping could be due to the nickel sheath which experiences the maximum strain
during flexural vibration. Also, it is likely that residual intercalant level in the coated fiber is less
than as-brominated fiber, if the intercalant can escape slowly even at 100*C. Therefore, to exploit
the high damping of intercalated fibers in a composite, innovative methodologies must be developed
to seal the carrier species within the fiber, before incorporation into a metallic matrix.
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. CHAPTER 10.0
CHARACTERIZATION OF INTERFACES IN METAL MATRIX COMPOSITES

The interface consists of the bond between fiber and matrix, and the immediate region adjacent to

the bond. Various micromechanical models of a composite assume no fiber-matrix reaction, zero
thickness and a strong bond at the interface. In reality, the interfacial region has finite thickness

with a chemical, electrical or mechanical-type of bond. In metal matrix composites (MMC), fiber

surfaces are often modified by a coating to promote bonding, while still maintaining both physio-

chemical and mechanical compatibility with the matrix. On the basis of these considerations, the

interface is defined as "the region of significantly changed chemical composition that constitutes the

bond between the matrix and reinforcement for transfer of loads between these members of the com-

posite structure" [Ref 10-1].

The interfacial bond and its stability are affected by different thermal treatments and fabrication pro-

cesses such as diffusion bonding and casting. In Gr/AI composites, heat treatment at temperatures

above 550*C results in an interfacial chemical reaction leading to formation of carbides, and the. depadatic,_ (X graphite fibers and mechanical behavior of composites [Refs 10-2, 10-3, and 10-4].

Fabrication methods also introduce voids disbonds, and the residual stress state at the interfaces.

Residual stresses r.e generated because of differences in coefficients of thermal expansion between

the fiber and matrix, and lead to the creation of dense dislocation networks adjacent to the interface.

During the fabrication process, roughness of the fiber surface may entrap gases that eventually dif-

fuse through the matrix and lead to the formation of voids at the interface. Thus, fiber-matrix inter-

faces in MMC are a unique site of residual stresses, associated dislocation substructure, and the

microstructural features such as voids, disbonds, impurities, and second-phase precipitates.

These interfacial features may also be various sources of energy dissipation mechanisms during

cycling loading. Therefore, interface structure needs to be examined to identify specific sources of

damping mechanisms in metal matrix composites. Analytical transmission electron microscopy

(TEM) with its capabilities for high-resolution imaging, electron microdiffraction, and energy-dis-

persive spectroscopy for elemental analysis of particles and phases, is an excellent tool for

microstructural characterization of composites. TEM has been used to study interfacial characteris-

tics, such as aluminum carbide formation in heat-treated Gr/Al [Ref 10-4], composite microstructure

[Ref 10-31, dislocation generation at interfaces in discontinuous SiC/Al composites [Refs 10-6 andO 10-7] and dislocation substructure in both diffusion-bonded and cast Gr/Mg composites [Ref 10-8].
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. Therefore, TEM was used to examine inte. Facial integrity, precipitate morphclogy and dislocation

substructure in both diffusion-bonded Gr/Al and cast -r/Mg composites. A methodology was also

developed to determine dislocation densities near the interfaces by weak-beam imaging technique,

because dislocation motion plays a significant role in damping mechanisms [Refs 10-9, 10- 10, and

10-11].

10.1 EXPERIMENTAL PROCEDURE

10.1.1 Material

Test specimens of Pitch 55 Gr/6061 Al composite were prepared from single-ply unidirectional dif-

fusion-bonded flat plate fabricated by DWA Composite Specialties, Inc., CA. During the fabrication

process, Gr/Al precursor wires were consolidated between 0.0035-in. thick 6061 aluminum face

sheets at 588°C temperature and 3.5 ksi applied pressure for 20 minutes, yielding a composite plate

of 39% fiber volume. Similarly, test specimens of P55Gr/Mg-0.6% Zr (Gr/K1A) and P55Gr/Mg-1%

Mn (Gr/M1A) were also prepared from eight-ply unidirectional flat plates that were fabricated by

Material Concepts, Inc., Columbus, OKL using a vacuum casting technique.

10.1.2 TEM Specimen Preparation

Thin-plate r/Al and Gr/Mg composites were prepared for trasm ion electron microscopy by first
peaig a "sandwich" from three slices, nominally 5.0 mm wide, cut from a single plate, using

Torr-Seal epoxy to bond the slices. The sandwich was clamped together and heated to 60*C for 2

hours to cure the Torr-Seal. Wafers, nominally 300-microns thick, were cut from these sandwiches,

using a slow-speed, diamond-wafering saw. All wafers were cut so the carbon fiber axis was

extended in the plane of wafer. These specimens were attached to a support planchet using a low-

temperature melting wax, and were precision ground, first on 30-micrometer then on 15-micrometer

diamond-impregnated disks, using a precision polishing attachment for the Buehler Mini-Met pol-

ishing device. With this technique, parallel-sided specimens could be obtained that were less than

100-microns thick. Three-millimeter disks were cut from these thin slices using a slurry coring drill,

and the disks were dimpled using .. amond pastes down to 1-micron size to form a specimen that

was nominally 20-microns thick at the center of the dimpled region. A single-hole graphite washer

was then attached to the dimpled specimen, using Torr-Seal with a 24-hour cure to provide supportO for the delicate specimens during further handling. These specimens were milled to perforation in a
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Gatan Dual-Ion Mill, using 5-kV argon ions at 12-degrees incidence angle. These conditions were
found to be critical to produce many interface regions in a typical specimen that were electron trans-
parent in both graphite fiber and matrix regions.

Each test specimen contained relatively smooth matrix regions and did not exhibit the formation of
an uneven or "hillock" surface structure which is typical of ion-milled metal specimens. During all
stages of the specimen preparation process, care was taken to minimize any mechanical deformation
or specimen heating that might change bulk dislocation stlctures. Dislocation characteristics of
bulk structures can be retained in such thin specimens by minimizing mechanical or thermal trauma
[Refs 10-6, 10-7, and 10-12]. A Philips 420T analytical transmission electron microscopy (TEM),
operated at 120 kV was used for all microstructural observations.

10.2 RESULTS AND DISCUSSION

Ion-niniled thin specimens of Gr/Al and Gr/Mg composites were examined by TEM to characterize
graphite fibers, econd-phase precipitates, interfaces, and the attendant dislocation substructure.

. 10.2.1 Pitch Graphite Fiber

The high-resolution image (Fig. 10.2.1-1) of graphite fiber in both diffusion-bonded Gr/Al and
Gr/Mg composites revealed a typical turboetratic structure [Ref 10-13] of pitch-based carbon fibers
showing sheet-like distribution of crystalline domains. These domains are sheets of graphite with
0.34-nm lattice spacings consistent with the (002) basal plane spacings as indicated by the properly
oriented electron diffraction pattern (inset) in Figure 10.2.1-2. Such crystalline sheets are distribut-
ed throughout the fiber, essentially extending parallel to the fiber axis, and are 3 to 10-nm wide, sep-
arated by generally amorphous carbon as indicated by the dark field image of the same region (Fig.
10.2.1-2).

10.2.2 Interface Structure

A typical interface in a Gr/A composite is shown in Figure 10.2.2-1, adjacent to the matrix that con-
tains mostly equiaxed precipitate particles. This image suggests that the specimen surface is rela-. tively smooth and clearly electron transparca over :wgc. spjcim rcjoas. Near the interface, the
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.graphite fiber is very thin, increasing in thickness toward the center of the fiber. The thin dark band

directly at the interface is the original surface coating applied by a chemical vapor deposition (CVD)

technique to act as a bonding layer. In various Gr/Al specimens examined by TEM, no voids have

been observed at the fiber-matrix interface, indicating good microstructural integrity. Most of the

TEM images of graphite fiber structure do not exhibit defects, although Figure 10.2.2-1 reveals an

unusual void in the fiber. A narrow matrix region bordered by two graphite fibers is shown in Fig-

ure 10.2.2-2a, revealing a dark plate-like precipitate at the fiber-matrix interface. Also, the dark

field image of the same interface region shows the fine grainy appearance of CVD layer (Fig.

10.2.2-2b).

0.1 gIm

Figure IO2J-1 The Graphite Structure Showing Crystalline Sheets Parallel to the Fiber Axis
and a Properly Oriented Diffraction Pattern Inset Indicating the Orintation of the Basal Planes

Relative to the Fiber Surface
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0.34 nm

Figure 102.1-2 Transmission Electron Microphotograph of a Crystalline Sheet in Graphite
Fiber Showing 034 nm Basal Plane Lattice Fringes (a Properly Oriented Diffraction from this

Region is Shown in Inset)
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Figure 1022-) TEM Micrograph Showing a Typical Fiber-Matrix Interface in GriAI Compos-
ite - Note an Unusual Void-Like Defect in the Graphite Fiber
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(a) Bright-Field Image (b) Dark-Field Image.Figure 102 2-2 TEM Micrograph Showing o!Narrow Matrix Region between the Two Graphite
Fibers - Lamellar Feature at the Interface is Part of Ti-B Coating on the Graphite Fibers

Chemical analysis of microstructural areas such as the matrix, graphite fiber, and interface was per-

formed with energy dispersive x-ray spectroscopy (EDS), by using the microscope scanning system

with a 10-nm beam in point mode on the specimen. An EDS spectra obtained from a general matrix

region, a CVD coating layer, and graphite fiber near the interface is shown in Figure 10.2.2-3. The

matrix shows only Al and the graphite fiber shows Al, Mo, and Ar. While Al and Ar are artifacts

caused by the ion-milling process, molybdenum may be an impurity in the original fiber. Here the

CVD layer at the interface is primarily Ti (boron cannot be detected by the EDS detector used), with

traces of several impurity elements. The strong Al peak in the spectrum results from excitation of

the matrix.

One of the specimens underwent interfacial separation during ion milling as evidenced in Figure

10.2.2-4. In this case, EDS analysis of the fiber, matrix, and interface regions is identical to Figure

10.2.2-3. The nature of interfacial separation indicates that the titanium-boron layer is adherent to

the aluminum matrix rather than to the graphite fiber, providing a clue to the failure mechanism or

debonding in Gr/Al composites.
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Figure 1022-3 EDS Spectra from the Matrix (Top), Graphite Fiber Near the Interface (Mid.
dile), and the CVD Bonding Layer (Bottom) in Gr/AI Composite

Fiber-matrix interfaces were also examined in cast Gr/K 1A and Gr/M1A composites, where an SiO2

coating was applied on graphite fibers, as compared to Ti-B coating in diffusion bonded Gr/Al and

Gr/Mg composites. During TEM investigation of both Gr/KIA and Gr/MIA, ion milled specimens
were quickly brought to the microscope to study the interface structure, otherwise the Mg matrix
would oxidize in air within 15 minutes, particularly along the grain boundary and near the interface.

A typical micrograph (Fig. 10.2.2-5) of the interface region in Gr/Mg composite shows fine precipi-
tates within 20A distances from Or fiber, and equiaxed grains in the adjacent matrix. These precipi-
tates were identified as Mg2Si and MgO compounds which form during a chemical reaction between
the fiber coating (SiO2) and Mg matrix [Ref 10-14]. Even after the reaction, a thin layer of SiO 2

remains adherent with the fiber [Ref 10-14]. Various micrographs of interfaces indicated good
microstructural integrity of the fiber-matrix bond, though during ion-milling a Gr/Mg specimen also
showed an interfacial separation (Fig. 10.2.2-6) similar to the Gr/Al specimen shown earlier. Again,
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. EDS analysis indicated that the coating formed a more adherent bond with the matrix than with the
graphite fiber. In the matrix grain adjacent to the fiber, grain boundaries were generally perpendicu-

lar to the interface (Fig. 10.2.2-7), and in a few cases subgrains lay at random angles to the interface.
Figure 10.2.2-7 also shows second phase precipitates along the grain boundary, and dislocation sub-
structure near the interface.

laye

Figure 1022-4 TEM Micrograph Showing that Interfacial Ti-B Layer is Adherent to the
Matrix (Interfacial Separation During Specimen Preparation)

10.2.3 Dislocation Substructure

In metal matrix composites, fabrication process parameters, residual stress state at the interface, and

precipitate morphology do affect the associated dislocation structure significantly. Also, for TEM
imaging of the microstructural features, specimen orientation with respect to the electron beam is
very important, particularly to ieveal dislocations.
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Figure 1022-5 TEM Micrograph Showing Fine Precipates and Equiaxed Grains Near the
Interface in Cast Gr/Mg Composite

In Figure 10.2.3-la, a diffusion-bonded Gr/Al specimen is tilted so the dense dislocation tangles

adjacent to the interface are in dark contrast, while a slightly different tilt shown in Figure 10.2.3-1b

is sufficient to take the dislocations out of contrast and reveal fine precipitates in the matrix. Anoth-
er pair of TEM images of a narrow interfiber region of matrix also shows dense tangled dislocation

substructure in dark contrast (Figs. 10.2.3-2a and 10.2.3-2b). This dense dislocation network at the

fiber-matrix interface is primarily caused by the residual stress state generated from differences in

thermal expansion between graphite fiber and aluminum matrix [Refs 10-3, 10-4, and 10-14]. Dis-. locations in Gr/AI correspond to the Burgers Vector a/2 [ 110], and the networks are made of the dif-

ferent variants.
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Figure 10.22-6 TEM Micrograph Showing Interfacial Separation in Cast Gr/Mg Composite

TEM examination of cast Gr/Mg composites reveals a generally linear dislocation substructure near

the fiber-matrix interface as evidenced in Figure 10.2.3-3a and 10.2.3-3b. These characteristic dis-

location configurations, such as linear in Gr/Mg and tangled network in Gr/Al composites are a

result of differences in available slip systems in hcp Mg and fcc Al matrix, respectively. Linear dis-

locations in Figure 10.2.3-3 do bear a crystallographic orientation in the matrix region, indicating

that active slip systems in hcp Mg matrix are primarily along basal planes. Figure 10.2.3-3b, also

* shows that the presence of a fine second-phase precipitate perturbs the attendant dislocation struc-

ture, as it acts as a potential harrier or source of dislocations.
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Figure 102 2-7 TEM Micrograph Showing Grain Boundary (gb) Nearly Perpendicualr to the
Interface, and Associated Dislocation Substructure in Gr/Mg Composites

Because dislocations play a key role in the damping mechanism in metals, it is believed that such

differences in dislocation substructure may suggest the differences in the damping behavior of com-

posites. For example, under cyclic stress the linear dislocation substructure resulting from active

basal glide systems in an Mg alloy matrix may less likely undergo intersections as compared to dis-

locations in an Al alloy matrix which are predominantly tangles near the interface. Furthermore, in

the presence of cyclic stress amplitude different density of dislocations may be mobile to contribute

to damping mechanism in each MMC.

0
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(a) Oriented to Reveal the Dislocation Structure

Fiber-Matrix
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(b) Tilted Slightly to Take the Dislocations Out of Contrast

Figure 10.2.3-1 Matrix Region Adjacent to the Fiber-Matr,., Interface in GriAl Composites
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(b)

Figure 10.23-2 Dislocation Substructure in the Narrow Interfiber Matr Region in OAl Com-

posites
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O Figure 1023-3 Nearly Linear Dislocation Substructure Near the Interface in Cast GrMg Com-

posites

10-15



10.2.4 Dislocation Density Measurements

Dislocation networks and tangles near the interfaces can be characterized by using the weak-beam
imaging technique. From the various TEM images, few photomicrographs were suitable for quanti-
tative image analysis and for dislocation density determination in Gr/Al and Gr/Mg composites.

Figure 10.2.4-1 shows tangled dislocations in a narrow matrix region between two adjacent fibers.
Here the specimen is oriented in a two-beam condition with the [200] (+g) reflection, highly excited
in an [hOO] systematics orientation as shown by the inset diffraction pattern. In this pattern, the
direct beam [000] is on the electron optical axis. Although dislocation tangles in this region are not
as dense as those seen in previously Figure 10.2.3-1a, individual dislocations are still difficult to
identify unambiguously. Such an image is not suitable for quantitative image analysis.

Figure 10.2.4-1b is a dark-field image taken after tilting the illumination to bring the [200] (- g)
reflection onto the optical axis. In this orientation, the [600] (+3g) reflection becomes strongly
excited, and the [200] (+g) reflection is weakened. This is the so-called "g(3g)" condition for weak-
beam imaging of dislocations [Ref 10-16], and the dark-field image clearly shows the dislocations
imaged as individual bright lines that are suitable for image analysis. Another dark field image of. dislocation network in the narrow interfiber-matrix region is shown in Figure 10.2.4-2. To obtain
quantitative information on dislocation densities in such specimens so that the role of dislocation
structures in material damping can be appropriately analyzed, it is necessary to examine a signifi-
cant number of different specimen matrix regions, each oriented to an identical g(3g) imaging condi-
tion. In this way, the effects of sample orientation on the dislocation contrast are minimized, and
reliable dislocation density estimates are obtained.

These dislocation density measurements have special significance, particularly in reference to damp-
ing mechanisms related to movement of dislocations. An energy-dissipating mechanism involving
breakaway of dislocations from its minor pinning points as envisioned in Granato-Lucke model
[Refs 10-9, 10-10] describes the stress amplitude damping behavior of Gr/Al and Gr/Mg compos-
ites. Quantitative analysis of transmission electron micrographs indicate a dislocation density ~
4xl0'4 /m2 in Gr/Al and 6x10 13 - l.6x10 14/m2 in cast Gr/Mg composites. These average dislocation
density values in composites are significantly higher than the dislocation density in corresponding
metallic matrix.
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(a) Bright-Field, Two-Beam Image

(b) Dark-Field, Weak Beam "g(3g)" Image

Figure 102.4-1 Dislocation Tangles Near the Fiber-Matrix Inteface
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GR Al200nm. Figure 102.4-2 Dark-Field Image of Dislocation Tangles in the Narrow Interfiber Matrix

Region
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.10.3 CONCLUSIONS

Fiber-matrix interfaces in metal matrix composite include voids, impurities, second phase precipi-
tates and dense dislocation substructure. These interfacial featurs could also provide various

sources of vibrational energy dissipation during cyclic loading.
Interfacial regions in dilffsion bonded Gr/Al and cast Gr/Mg composites were successfully exam-

ined by transmission electron microscopy. Various TEM images revealed the nature of interfacial

bond, where the fiber coating was far more adherent to the matrix as compared to the fiber, during

interfacial separation or debonding. Interface region in both composites also revealed dislocation

substructure which are associated with residual stresses generated due to differences in thermal

expansion between fiber and matrix during composite processing conditions. In Gr/AI composite,

these dislocations have the characteristic Burger's Vector a/2 [110] for the face centered cubic Al
system, and the dense tangled networks are made of the different variants. Near the interface in
Gr/Mg composite, dislocadons are generally linear and correspond to available basal slip systems in

hcp Mg matrix. Dislocation density measurements were made using the weak beam imaging tech-

nique, and an average dislocation density in Gr/Al was 4x10 14 l/m 2 and Gr/Mg composites between
1.6x10 13 and 1.6x10 14 l/m2. These measurements of dislocation density indicate that enough

mobile dislocations are present to contribute to the damping mechanisms (Granato-Lucke model) in.each composite.
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11.0 Interlaboratory
Damping Tests



CHAPTER 11.0
DAMPING TEST DATA COMPARISON: INTERLABORATORY TESTING

Damping is defted as the inherent ability of a vibrating material to dissipate its vibrational energy,
even when the material is isolated and energy losses to surroundings are negligible. Various experi-
mental techniques can be used to measure material damping capacity at different frequencies and
strain amplitudes, but no single method can be used over the entire frequency range
(10-2 - 1010 Hz) of interest to the aerospace community. The experimental procedures and their
limitations are well documented in the literature [Ref 11-1 - 11-6].

Material damping is primarily a low energy loss process, therefore the major problem in measure-
nient involves extraneous energy losses in the apparatus because of support friction, air drag, acous-
tic radiation, transducer mounting, and wire movement. In all the damping measurement the speci-
men support, the excitation device, and the vibration monitoring equipment also play an extremely
important role. Therefore extraneous energy losses in any damping test technique must be mini-
mized to obtain inherent damping values of material.

.Because damping is measured in a number of ways, and the efforts made to minimize extraneous
energy losses vary, it is essential that data from reference and test specimens be compared to vali-
date particular experimental setups. To eliminate any anomalies in damping data for specimens test-
ed in different vibratory modes, tests must be conducted at sufficiently low strain amplitudes to
ensure that measured damping is nearly constant.

11.1 LABORATORIES AND TESTING PARAMETERS

To compare the damping capacity values, test specimens of Gr/Al and Gr/Mg were sent to different
laboratories that are involved in the damping measurements of advanced composites. These labora-
tories and their principal investigators are:

I) Texas A&M Univ-rsity, College Station Texas; Prof. V.K. Kinra
2) University of Idaho, Moscow, Idaho; Prof. R. Gibson]
3) NASA Lewis Research Center, Dr. J. DiCarlo

4) Aerospace Corporation; Dr. G. Steckel
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Damping test method and parameters for each laboratory are listed in Table 11.1- 1. In each case, the

specimens sent to each laboratory were cut from the same panels. X-radiography of each panel con-

firmed the consistency of each specimen sent to the external lnhn-tories for investigation. Each test

was conducted at sufficiently-low strain amplitudes to ensure completely strain amplitude indepen-

dent damping response. Data for Gr/Al and Gr/Mg specimens are given in Tables 11.1-2 and 11. -3

respectively. Test results from each laboratory show that at low strain amplitude (< 10-5), the damp-

ing capacity of Gr/AI [0], varies between 0.5 - 1%V. Similarly, measured damping of Gr/Mg at

these strain levels varies between 1.14 - 2.45 over a wide frequency range.

Table 111-1 Institutions Involved in Interlaboratory Testing and Experimental
Panraeters

Rxuraf FxtnsimaLocatio M aterial a f (Hz) a f (Hz)

Martin Marietta Gr/Mg,Gr AJ 10" 10-120
TexasA&M University Gr/Mg, GrAI 10' 10-1,0

Univeruity of 1daho GriAg.GrAI 1' 60-SO 104 2,000
NAA ewis GrM 107-iO' 20.000

Aerospace Corp. Gr/Mg 104 56

Table 11J-2 Damping Results for GrIA1 Composites

PS5Gr/AI (Flexure)

Strain Amplitude Frequency Lose Factor Speciic Damping
F boralm (x 10) (Hz) n(x 103 ) Capacity w(%)

University of Idaho 7 77.3 0.759 0.477
7 497.5 2.158 1.356

Texas A&M 5 20 1.030 0.647

34 20 1.663 1.045

Martin Marietta 43.46 63.97 0.880 0.553
138.1 63.97 3.371 2.118

297.8 63.97 4.471 2.809

587.5 63.97 4.690 2.947
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Table J-3 Damping Resuits for Gr/Mg Composites

Laboratory Strain Amplitude Frequency Lose Factor Specdfic Damping
(Test Method) (x 10) (Hz) q(-- 10') Capacity V (%)

University of Idaho 60.358 3.649 2.293
(exteeb"O 82.996 2.363 1.485

118.927 3.580 2.249

Aerospace Corporation* 4.8 55 2.392 + 0.057 1.503 + 0.036
(damped4free flexure)

NASA :; 1 2350 1.81 1.14
(d amped-free flexure) 2446 2.05 1.29

Texas A&M 10.34 16 1.942 1.220
(damped-free flexure) 24.51 16 2.885 1.813

10.49 31 2.572 1.616
25.27 31 3.341 2.099

Martin Marietta 13.5 128 3.963 2.49
(damped-free flexure) 202.0 128 6.589 4.14

-Data Averaged over Five (5) Tests

At low strain amplitudes, damping is typically a function of temperature and frequency. However,
measured damping from the different test equipment within the frequency range (16 < f < 2500 Hz)
and strain amplitude range less than 10-5 are quite comparable. At higher strain amplitudes, both
Gr/A1 and Gr/Mg composite exhibit strain increase in damping with increasing strain amplitude.

11.2 SUMMARY

Damping capacity of MMC at low strain amplitudes is quite small. Therefore, extraneous losses
during the damping measurement must be minimized to obtain reliable data. Damping measure-
merits of test specimens from the same Gr/Al and Gr/Mg panes were performed at five different lab-
oratories that are involved in determining the dynamic response of metal matrix composites. These
measurements were performed within the frequency range (16 < f < 2500 Hz) and strain amplitude
range (I x 10-6 - 200 x 10-6). At low strain levels when damping is a function of temperature andO frequency only, measured values from all of these test sites were in excellent agreement.
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12.0 Centrifugal Casting
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Tubes



. CHAPTER 12.0
DEVELOPMENT OF CENTRIFUGAL CASTING TECHNIQUES TO
FABRICATE Gr/Ma TUBES

Graphite (Gr) fiber reinforced magnesium (Mg) matrix composites offer low mass, high stiffness,
and near zero coefficient of thermal expansion (CTE), which makes them ideal candidates for large
precision reflectors, antenna towers, and support truss structures. While Gr/Mg exhibits attractive
material properties, dimensional stability and potential for high damping capacity, a major concern
is the fabrication of large tubes needed as basic structural elements for boom-type structures. In the
current fabrication processes such as diffusion bonding, pultrusion and filament winding-vacuum
casting (FWVC), 1-2 in. dia, 50-in. long Gr/Mg tubes have been produced, but scale-up to produce
larger tubes greater than 3-in. dia and 5-ft long would be difficult and extremely expensive. For
example, large vacuum chambers will be required for diffusion bonding and large expensive casting
molds will be needed in the FWVC process. The pultrusion process is still in the development
stages, and it is limited to the production of unidirectional and low angle ply laminate tubes. There-
fore, a fabrication process needs to be developed that could be easily scaled-up to produce large. Gr/Mg tubes.

Conventional filament winding (FW) offers flexibil-

ity in designing a composite with the desired fiber

lay-up, and centrifugal casting (CC) is used com-
mercially to produce large metallic tubes. Both fila- Pitch 55 Fiber

ment winding and centrifugal casting processes can

be easily sized to produce tubular components with Apply Air Stable Coatingh
desired dimensions and fiber layup. Therefore, this
task was directed to develop a fabrication process F Winding

combining filament winding and centrifugal casting S Prepare Tubular Preform

(FWCC) techniques to produce Gr/Mg tubes. Vari-
ous experiments in the development of FWCC pro-e a s
cess were performed in this joint project with Mr. 0 Place the Preform in Centrifugal Mold

A.P. Divecha and Ms. S. Karmakar of Naval Sur- * Melt Temperature
face Warfare Center (NSWC), Silver Spring, MD. 0 ld Temperature

Figure 12.0-1 shows the flowchart of the filament

winding centrifugal casting process. Three major Figure 12.0-1 FWCC Task Flowchart. technologies involved in the FWCC process are:
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O 1) Application of Air Stable Coating

2) Filament Winding, and

3) Centrifugal Casting

High modulus pitch graphite fibers are. coated with an air stable silicon dioxide (Si0 2) coating to

facilitate wetting with molten magnesium [Refs 12-1, 12-2, and 12-3]. Subsequently, the coated
fibers are filament wound to produce tubular preforms and prepared for centrifugal casting. The
technical details of air stable coating and conventional filament winding are well established [Ref

12-41, therefore, the theoretical and experimental aspects of centrifugal casting of Gr/Mg tubes were
examined as described below.

12.1 CENTRIFUGAL CASTING

The centrifugally casting is a dynamic process where the process parameters such as mold rotational

speed, melt temperature, mold temperature, etc., influence casting quality. Centrifugal force pro-

vides an efficient way to distribute liquid metal over the surface of the mold, to form a tube, and

centrifugal pressure arising from the rotation, in conjunction with directional solidification assist
feeding, and accelerates separation of nonmetallic inclusions and gases. These centrifugal casting

principles for metallic tubes could be applied to produce Gr/Mg tubes, where both the centrifugal

and infiltration processes occur simultaneously (Fig. 12.1-1). Initially, the basic processing condi-

tions and parameters were identified and subsequently 2-in. dia 6-in. long tubular components were

cast; thus demonstrating the feasibility of producing Gr/Mg tubes by the FWCC process.

Therefore in preliminary theoretical analysis, the centrifugal casting conditions were identified to

obtain the operational pressure required to infiltrate molten Mg into the network of Gr fiber preform.

12.2 THEORETICAL ASPECTS

The centrifugal force (Fc) acting on the metal inside a rotating mold is the product of the mass (m),
the radius (R), and the square of the angular velocity (co):

Fc = mRo (12-1)

12-2



oN

k l Molten Mg

Alloy

GVJ

Figure 121- Schematic Iliustaon of a Centrifugally Cast GrIMg
Tubular Section. Molten Mg Aloy Infiltrates into a Graphite Fiber

Preform Rotating at N Revolutions per Second

the gravitational force (F.) on the same mass would be given by:

Fg = m-g (12-2)

where g = acceleration due to gravity. Generally, the centrifugal force on the metal is expressed in

terms of a G factor, which is the ratio of centrifugal force to gravitational force:

2F € Rco
G c =_ (12-3)
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. Expressed in more convenient speed units of revolution per minute N (CO = 2 N/60), Equation 12-3

becomes:

R2 0.01 IRN 2
G = R.() oN = O (12-4).g 30

Expressing 12-4 in terms of N, one obtains

N = 42.3 w where D = rotational diameter (meters) (12-5)

or

N = 265 D. where D = rotational diameter (inches) (12-6).

These relationships between rotational speed, diameter, and centrifugal force in terms of the G factor

are illustrated in a monograph (Fig. 12.2-1) that is normally used to select the speed in accordance
with the magnitude of centrifugal force required. Thus a rotational speed of about 1500 rpm should

be sufficient to develop about 100 G feeding force for a 4-in. dia (ID) casting, providing an even

distribution of metal over the inside surface of the mold.

There is no standard criterion for selection of the required force. In true, or open bore casting, cen-

trifugal motion is imparted from mold to metal by frictional forces at the mold surface and within

the liquid. In horizontal axis casting, the metal entering the mold must acquire sufficient velocity

rapidly to prevent instability and 'raining' as it passes over the upper half of its circular path. The

dashed line in Figure 12.2-1 indicates the rotational speed necessary to present raining or fall of
metal droplets from the top surface of the mold.

The centrifugal feeding pressure (APfeedig) provided by the rotation of the mold is given by:

£ Pfftdc= p(O R 2 " R 1)/2 (12-7)
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APfeedwfguupx2 N 2 (R 2-R2,)/ 1800 (12-8)

where p is the density, R, is the bore radius (i.e., cast tube ID), and R2 is the radius of rotation at the
point where the feeding pressure is to be calculated. In practice, high feeding pressures can be
attained using an optimum combination of R1, R2, and N. High feeding pressure could assist the
matrix infiltration into the graphite fiber network, while the air stable coating on Or fiber will pro-
vide wettability with molten magnesium. With this theoretical background, centrifugal casting
experiments were performed (at the laboratory scale) to infiltrate Mg matrix into Gr fiber preforms.

2000
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Figre 122-1 Relationship betweea Rotational Speed and Inside Diram-
eter of a Casting for Various Amauunts of Centrfu al Force (G-Force)

12-5



O 12.3 EXPERIMENTAL DETAILS

High modulus P55 and P100 graphite fibers were coated with silicon dioxide and filament-wound to
prepare tubular preforms. For these preforms, fiber layup of [±16"1, was selected because it pro-
vides a zero CIE with high modulus (33 Msi) in P100/Mg tube at 37% fiber volume [Ref 12-4].
The filament winding was performed on 48-in. long, 4-in. dia. aluminum mandrels, and the fugitive
binder was applied to prevent movement of fibers during preform removal oft die mandrel. Using
P55 fiberz, a finai hoop wiap was aso filament wound to constrain the radial displacement of fibers
during centrifugal casting. From 48-in. long tubular preforms, 6-in. long sections were cut for cen-
trifugal casting experiments.

12.3.1 CENTRIFUGAL CASTING TEST SETUP

Figure 12.3.1-1 shows the schematic of a centrifugal casting set up. An 8-in. long steel tube was
designed as a mold and held directly on a lathe machine for mold rotation. A steel shroud was
placed around the mold-tube with inlets for argon gas and a pouring spout for molten magnesium.
The 4-i. dia. Gr fiber tubular preform with end slzeves (Fig. 12.3.1-2) was held against the inside
diameter of the mold. The preform was anchored with half-inch wide steel rings to prevent the col-
lapse and disintegration of the preform when the binder was removed. The-se end sferves prevent
collapsing and minimize fiber movement during mold rotation.

Figure 123 -~l1 Schenwtic of the Labo ratory Scala Centrifugal Casting Fab-

rication Apparatus
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Steel Sleeve (0.008 In.)

Cerami Adhesive

*Bond Une (0.005 In.)

.. Gr Fiber Preform (0.020 In.)

Figure 1231-2 A Schematic of the 4-in. Diameter Grfiber Tubular Preform with End Sleeves

Prior to centrifugal casting, fugitive binder was removed off the preform by heating the mold outer

surface with an oxy-acetylene flame. At the same time, hot argon was introduced to minimize

degradation of fiber coating. After fifteen minutes when all the fumes due to the binder had

escaped, the mold was rotated at 2900 rpm, and molten magnesium at 1350*F temperature was

introduced through the pouring spout into the mold. The cast tube was released from the mold and

examined to determine the extent of matrix infiltration.

Visual examination revealed few cold shuts and stringers indicating that magnesium had chilled at

few spots due to insufficient mold preheat or melt superheat temperature. Photomicrographs from

various regions of the casting showed a few localized regions where the molten magnesium had

infiltrated into the fiber network, though the fiber-matrix distribution was not uniform because of the

likely fiber movement during casting (Fig. 12.3.1-3). Based on the cbservations of these castings,

the following problems were identified:

- Mold preheat temperature dropped significantly before pouring molten Mg alloy

- Steel sleeves anchoring the preform at either end slipped due to vibration of the
mold/preform/sleeve assembly

- Pouring temperature of molten AZ91C Mg alloy was not high enough

- Thermal losses in pouring spout

- Incomplete binder removal

- Likely degradation of fiber coating, and

- Presence of oxidative atmosphere that could inhibit the wetting of fibers with molten magne-

sium.
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Figure 123J-3 Photomicrograph of the Centrifugally-Cast Gr/Mg Tube
Showing a Few Localized Regions where the Molten Magnesium had

Infiltrated into the Fiber Network

In the next few attempts, the mold/preform assembly was heated from outside prior to pouring the

molten magnesium, and argon gas was continuously flushed around the mold to provide the protec-

tive atmosphere.

The outer surface of the cast tube showed no evidence of chilling, suggesting that thermal conditions

were adequate during solidification. Subsequent microstructural examination revealed the extent of

matrix infiltration had increased slightly, while the fibers in the remaining areas were still trapped

between magnesium. From these uninfiltrated regions, a few fibers were examined by scanning

auger microprobe to evaluate any contamination of the coating due to incomplete binder removal.

Auger elemental analysis, combined with microstructural observations, indicated that a carbona-

ceous residue from the binder removal remained around the fibers and inhibited wetting. These

O results suggested that the preform should be heated for longer duration in the presence of an inert

atmosphere to ensure complete binder removal with degradation of fiber coating.
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O Mold/preform heating methodology was modified by replacing oxy-acetylene flame with the glow-

bar heating elements. These resistive heating elements consisted of two semicircular pieces that
were placed around the mold with a small gap to allow the mold rotation. The preform was held at

about 500'F for 45 minutes to ensure complete binder removal. Heating elements were shutoff and
molten magnesium was poured into the rotating mold. Again, visual examination revealed good
magnesium surface finish, and microstructures from different areas showed various regions with
good matrix infiltration and remaining tube where the fibers were trapped inside the matrix. Figure
K12.3.1-4 shows that in the infiltrated regions, fiber matrix distribution was quite uniform and the

casting appeared to be of good quality.

Wi

Figure 123.1-4 Photomicrograph of the Centifugally-Cast Gr/Mg Tube0Utilizing a Glow-Bar Approach for Preheating the MoldlPreform, Indicating
Good Matrix Infiltration
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. 12.4 CONCLUDING REMARKS

Fabrication processes such as diffusion bonding, pultrusion and filament winding-vacuum casting
have been successfully used to produce 1-3 in. dia. 50-in. long tubes. But any scaleup to produce
large tubes from these will be very tedious and expensive. Therefore, a fabrication process combin-
ing two well established technologies: 1) filament winding and 2) centrifugal casting was evaluat-
ed because it has potential to produce large tubes using state-of-the-art equipment.

Laboratory scale experiments were conducted to demonstrate the feasibility of fabricating tubes by
filament winding-centrifugal casting (FWCC) process. Filament wound P55 fiber tubular preforms
were placed inside a centrifugal mold setup that was held on a lathe machine for mold rotation. In
each casting experiment, Gr/Mg tube had various regions that showed excellent matrix infiltration
and in the rermning tube flbers were trapped between the molten magnesium. The visual and
microstructural observations indicated that if binder was completely removed without any degrada-
tion of coating, and optimum combination of melt superheat and mold-preform temperature was
maintained then the casting showed good matrix infiltration. With an improved design to preheat
the preform under the protective atmosphere, good matrix infiltration could be attained in the entire
tube. Therefore, the observations of well infiltrated regions in the cast tube demonstrate that fila-

* ment winding centrifugal casting technique could be developed to produce large Gr/Mg tubes.
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